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Technical Report for the
Hawaii Energy and Environmental Technologies (HEET) Initiative

Grant Number N00014-06-1-0086
(October 17, 2005 to September 30, 2007)

1. Executive Summary
This report summarizes work conducted under Grant Number N00014-06-1-0086, the Hawaii
Energy and Environmental Technologies (HEET) Initiative, funded through the Office of Naval
Research to the Hawaii Natural Energy Institute (HNEI) of the University of Hawaii. The work
reported here under this initiative continued the focus on critical technology needs associated
with the development and testing of advanced fuel cells and fuel cell systems, and the
exploration and utilization of seabed methane hydrates, and represents the third award of this
title.
Major accomplishments under the first award, Grant Number N00014-01-1-0928, included the
planning, design and construction of the Hawaii Fuel Cell Test Facility (HFCTF), which opened
in May 2003 with three full-size test stands for PEM fuel cells. Under the first award, HNEI, in
partnership with industry, established test protocols and conducted a variety of long-term
durability studies. The methane hydrates activities under the first agreement initiated studies to
characterize hydrate thermochemistry and kinetics, hydrate microbiology and development of
international collaborations.

Under the second award (N00014-04-1-0682), HNEI expanded its test capabilities with the
addition of three new fuel cell test stands at the HFCTF. Two of these stands, designed for sub-
scale fuel cells (e.g., 50 cm2), were used for fuels purity studies which included initial
characterization of the effects of trace amounts of benzene, toluene and carbon monoxide in the
hydrogen fuel. The third stand was designed for high speed dynamic testing for use in
Hardware-in-Loop (HiL) work which included testing of a 100 cm2 single cell via a fuel cell
vehicle simulation program. Modeling and simulation of a fuel cell energy/power system for use
in an unmanned underwater vehicle (UUV) was also completed. Initial experiments with the
HiL test stand revealed that the vendor-supplied control system had limitations in dynamic
response. HNEI initiated design of a new control system for faster response. In addition to the
test work, HNEI also developed an MEA fabrication laboratory to support the existing fuel cell
assembly laboratory. Novel fuel cell component research was continued in the areas of using
biocarbons in fuel cell bipolar plates and developing enzymatic bio-fuel cells. Alternative fuel
research was continued via efforts in fuel processing and gas conditioning for hydrogen
production. HNEI's activities in the area of methane hydrates included hydrate destabilization
phenomena, with shakedown testing being performed with the HNEI destabilization facility and
a major accomplishment being the design and fabrication of a novel fiberoptic probe to be used
to identify sample aspects within the calorimeter sample cell using Raman spectroscopy.
Molecular biological studies of hydrate sediments were continued and push core samples from
the Gulf of Mexico and offshore New Zealand were collected for analysis. Re-analysis of our
existing microbial fuel cell data and new calculations indicate that an alternative electrolyte
system of seawater and Nafion membrane could greatly reduce inter-electrode resistance and
improve performance. Reactors testing this seawater/Nafion electrode system were being
fabricated. HNEI sponsored and manned the organizing committee of the 4th InternationalI 1
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Workshop on Methane Hydrates that took place in Victoria, British Columbia, Canada on 9-11
May 2005.

During the present reporting period (under award N00014-06-1-0086), we continued to expand
the capacity of the HFCTF and made improvements to the infrastructure in support of this
expanded capability. Two Fuel Cell Technologies single-cell test stands were added, increasing
the total number of test stands to eight. Several of the existing test stands were modified for I
increased performance. This included modification of the original large-area test stands to allow
testing of subscale fuel cells and pressurized operation. A segmented fuel cell system was
designed and validated. Diagnostic equipment, including gas analysis equipment, continued to
be developed and improved. New diagnostic and analysis algorithms that permit immediate
determination of fuel or oxidizer impurity impacts were developed, allowing characterization of
impurity impacts even under widely varying cell operating conditions and different materials. In I
the course of the work under this agreement, the MEA (membrane electrode assembly)
Fabrication Laboratory, established under the prior award, was used successfully to produce
MEA's that were subsequently used in testing. Hot presses originally purchased for MEA
fabrication were upgraded with non-corrosive platens.

Fuel cell HiL development activities focused on improvements to the existing dynamic HiL test 3
stand which previously gave unsatisfactory dynamic performance with the vendor-supplied
control system. Improvements included replacement of the control architecture supplied by the
original vendor with a new HNEI-designed system. The result was enhanced dynamic
capabilities plus improved operating flexibility, safety, and test stand reliability. Simulation
work yielded creation of a simulation tool capable of evaluating and screening fuel cell systems
for propulsion of a UUV. Further simulation efforts identified an alternative simulation
environment, Modelica, for use in modeling fuel cells, and this led to the building of a fuel cell
simulation library.

In the area of alternative fuel supplies, HNEI continued research on fuel processing and gas
conditioning for hydrogen production. This included examination of sulfur removal from fuel
gas using activated-carbon-based sorbents, and reforming seafloor methane for use in underwater
fuel cells. Sulfur-removal capability was tested for a variety of individual activated-carbon
sorbents and this led to testing of composite sorbents, designed to optimize adsorption of
selected sulfur compounds. For the seafloor methane work, a high pressure reformer system was
constructed and initial testing was completed. Several different performance optimization
criteria are being considered to assist in determining appropriate operating conditions for the
reformer.

Work was also conducted in the development of novel fuel cells and components, specifically in
the area of biocarbons for fuel cell use and development of enzymatic bio-fuel cells. In the area
of biocarbons for use in fuel cells, a variety of charcoals and carbonized charcoals were prepared I
and characterized in comparison with graphite. Through this effort, HNEI is assisting several
industrial companies in their DoD-sponsored development of direct carbon fuel cells.
Development of enzymatic bio-fuel cells included enzyme immobilization efforts utilizing I
macroporous chitosan polymer composites that support both mediator-based and direct-electron-
transfer mechanisms. Improved surface characterization protocols utilizing imaging ellipsometry
have also advanced the use of polymerized methylene green as the electron transfer mediator I
used in mediator-based electron-transfer mechanisms.

Technical Report, November 2007 2
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HNEI's activities in the area of methane hydrates comprised four primary components:
laboratory and analytical investigations of hydrate destabilization phenomena; characterization
of the microbial community in marine hydrate beds that modulate methane levels in the seafloor
sediments and leakage into the water column; development of models to predict the fate of
methane released from the seafloor into the water column; and the promotion of international
R&D partnerships.

Hydrate destabilization activities included additional analysis of experiments conducted under
previous awards. Modeling indicates that the data from these reagent-destabilization
experiments are represented better by equilibrium kinetics employing a time-varying convective
heat transfer coefficient than by other published kinetic models. A more detailed investigation of
the fundamental mechanism of reagent (e.g., alcohols) induced decomposition of methane
hydrates was initiated utilizing a novel instrument that combines spectroscopy and calorimetry.
The instrument employs a high-pressure fiberoptic probe coupled to a spectrometer that is
employed to perform Raman measurements inside the sample cell of a Calvet-Tien differential
scanning calorimeter (DSC). The Raman signatures allow us to identify specific phase or
chemical transitions associated with the thermal signals measured with the DSC. This system
currently is being applied in experiments where alcohol solutions are injected isothermally to
destabilize methane hydrates. Preliminary Raman data indicate that an alcohol-water complex
forms that disrupts the dynamic equilibrium between hydrate formation and decomposition that
occurs at the liquid film on the surface of the solid hydrate phase.

The impact of seafloor methane from hydrates on the marine environment is being explored via
experiments and modeling. Biological processes (mostly microbial) in the sediment and the
water column are believed to play a major role in determining methane levels throughout the
marine environment. The underlying metabolic pathways and the factors that affect these
processes are not well understood and have been a focus area of the HNEI methane hydrate task.
During the present phase of the HEET initiative, we continued our analysis of sediment samples
collected from methane hydrate beds in the Gulf of Mexico and the Hikurangi margin off New
Zealand. The microbiology of these samples included Bacteria and Archaea communities that
were investigated by use of molecular DNA cloning. The clones were DNA sequenced and
phylogenetic trees were constructed for each of these communities. The initial characterization
of sediments indicates that these geologically-distinct hydrate bearing sediments contain many
unidentified species of Archaea and Bacteria. Although clones were not obtained that
definitively identify specific methanogenic and sulfate-reducing bacteria (SRBs), the potential
for the unknown clones to play a role in the methane cycling in this environment does, however,
exist.

Model development was pursued to investigate the fate of methane released from the seafloor
into the water column, e.g., as a result of inadvertent or purposeful hydrate destabilization.
Simple far-field models of the evolution of methane concentration, isotopic composition and
methanotroph-carbon concentration throughout a lateral methane plume were explored. The goal
of such models is to better parameterize aerobic oxidation by testing simple formalisms against
data sets. Since, currently, there is limited information on hydrate-generated methane plumes in
the ocean, hydrothermal seafloor vents were used as a proxy. Hydrothermal vents have been the
subject of intense study and data sets are available in the technical literature. Data collected
from the Juan de Fuca Ridge provided boundary conditions, key parameters and validation
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targets for the models. Progress was made in identifying the approximate order of magnitude for
the methane oxidation rate constant, and for the amount of carbon held by methane-oxidizing
bacteria.

As part of our goal to promote international collaborative R&D on methane hydrates, HNEI
technical personnel participated in a multi-national research cruise off New Zealand in June and
July 2006. Samples collected during that cruise have been analyzed at UH. HNEI also
participated in the 5 th International Workshop on Methane Hydrates that was held in Edinburgh,
Scotland in October 2006 and will be a co-organizer and sponsor of the 6 th Workshop scheduled
for May 2008 in Bergen, Norway.

I
I

I
I
I
I
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2. Introduction
The Hawaii Energy and Environmental Technologies (HEET) Initiative, funded to the Hawaii
Natural Energy Institute (HNEI) of the University of Hawaii through the Office of Naval
Research (ONR), was initiated in the summer of 2001 under Grant Number N00014-01-1-0928
to address critical technology needs associated with the exploration and utilization of seabed
methane hydrates and the development and testing of advanced fuel cells and fuel cell systems.
During the first three years of operation, the focal point of our activity was development of the
Hawaii Fuel Cell Test Facility (HFCTF) which houses dual facilities for fuel cell testing and for
the synthesis and characterization of methane hydrates. This program ended March 31, 2005.

Subsequently, a second program funded by the HEET Initiative began under Grant Number
N00014-04-1-0682 on June 15, 2005, with an end date of June 30, 2006. The efforts covered in
this phase were for specific subtasks specified under the areas of fuel cell systems and methane
hydrates.
The third program funded by HEET, which is the subject of this report, is covered under Grant
Number N00014-06-1-0086, for the period October 17, 2005 to September 30, 2007. Once
again, the efforts are organized into subtasks in the main areas of fuel cell systems and methane
hydrates. Within fuel cell systems HNEI conducted four major subtasks: PEM fuel cell testing
and component development; fuel cell Hardware-in-Loop (HiL) and system simulation
development; fuel processing and gas conditioning for hydrogen production; and novel fuel cell
and component development. The area of methane hydrates also included four major subtasks:
investigations of hydrate destabilization phenomena, characterization of the microbial
community in marine hydrate beds, development of models to predict the fate of methane
released from the seafloor, and the promotion of international R&D partnerships.

The remaining two sections of this report focus on each of the major areas covered within the
HEET initiative. Section 3 is on fuel cell systems, with subsections for each of the associated
subtasks for this area. Section 4 covers methane hydrates, including subsections for the subtasks
of this area.

Technical Report, November 2007
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3. Fuel Cell Systems

3.1 Introduction
This task area is organized into four major subtasks: PEM fuel cell testing and component
development; fuel cell Hardware-in-Loop (HiL) and system simulation development; fuels
processing and gas conditioning for hydrogen production; and novel fuel cell and component
development. Under this Grant, HNEI expanded the testing and research capabilities of the
Hawaii Fuel Cell Test Facility (HFCTF), including additional gas infrastructure to allow
accelerated life testing of PEM fuel cells under H2/0 2 operating conditions and additional
infrastructure and diagnostics to allow characterization of the effects of trace impurities. There
were new advances in the area of novel fuel cells; development of HiL capabilities for evaluating
fuel cells under simulated real-world operating conditions; and continuing work on fuel
processing and gas conditioning research.

Details for the activities conducted under each of these subtasks are given below.

3.2 PEM Fuel Cell Testing and Component Development
Primary activities in this area included the installation and validation of a segmented fuel cell
system, modification of the existing UTC XT-800 test stands for testing of sub-scale pressurized
cells and small stacks, optimization of the existing Greenlight GLP 50 test stands for
characterization of the effects of trace impurities on the performance of PEM fuel cells, and
purchasing of additional testing equipment and necessary infrastructure improvements to operate
this equipment.

3.2.1 Test Standsllnfrastructure Upgrades

During the past year improvements were implemented on several test stands and diagnostic
instruments. With continuing high demand for subscale fuel cell testing, we found it valuable to
modify another of the UTC XT-800 test stands to allow subscale (50 to 100 cm 2) testing.
Modifications included installation of a parallel lower-capacity humidifier compatible with
reduced gas flows, and an automated back-pressure regulation system to allow operation from
ambient up to 60 psig.

Careful evaluation of all facility, test station, gas sampling, and analysis systems allowed us to
improve our accuracy for performing low-level impurity experiments. Using a new high
temperature chilled-mirror dew-point sensor, the control strategy of the humidification system
was refined to allow very stable adjustment of fuel and oxidant humidification of up to a relative
humidity of 100% at 80 'C. Gas sample lines were upgraded with membrane-based water
knock-out systems in each sample line for the existing two Greenlight GLP 50 Fuel Cell Test
Stands. The purification control of the facility air supply was optimized to reduce CO 2
concentrations from periodic swings of up to -400 ppm CO2 to less than 1.5 ppm CO 2.

Upgrades to HNEI's Varian gas chromatograph now allows consistent low-level impurity
measurements. The CO/CO2-to-methane conversion efficiency of the methanization system at
levels less than 5 ppm was stabilized by injecting a small amount of oxygen at the start of each
analysis to oxidize any residual carbon build up on the methanization catalyst. GC data analysis
showed that the instrument was operating well within its specifications of peak area
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reproducibility (<2%), calibration reproducibility (<±3%) and reduction catalyst efficiency I
(>95%). Below 65 'C the molar flow balance of carbon, even with CO injection concentrations
less than 5 ppm, was reproducibly closed within ±2%, indicating very high data accuracy.
However, the small-volume water traps used to remove water from the gas sample sent to the GC
did not provide complete drying when the humidifier temperature was above 65 'C. In these
cases, water diluted the gas sample stream as shown in Figure 3.2-1, resulting in systematic
reduced estimate of the molar fraction of trace contaminants. Experiments were conducted to
identify corrective measures for humidifier temperatures above 65 'C. The study delivered
correction terms for the gas sample streams taken at the fuel cell inlets. Furthermore, non-
saturated gas sample streams entering the fuel cell took up water inside of the fuel cell, resulting
in water in the gas sample streams at the fuel exits. Sample streams taken at the exit of the fuel
cell anode or cathode thus required individual correction terms which depended on humidifier
temperature, operating temperature, fuel cell current and stoichiometric gas flows.

I I * I I I
140 V IppmCO

A 2 ppm CO
3120 - Combined Fit
E

010

60 -
0

U-

0L

20 -

0 20 40 60 80 100
Humidifier Temperature [°C]

Figure 3.2-1. The measured and calculated molar flow rate of water vapor into the GC as a
function of Humidifier temperature for CO injection of I and 2 ppm CO.

The resulting detection limits for the various GC detectors are listed in Table 3.2-1. The
improvements allowed for reproducible impurity experiments and analysis of low-level impurity
injections, e.g., CO impurity levels down to 1 ppm CO. Long-term experiments involving over
200 hours of operation were performed and exhibited consistently high data accuracy.

The available suite of diagnostic techniques at the HFCTF was expanded by purchasing I
additional equipment. A Solartron 1260 frequency response analyzer (FRA) and Solartron 1287
galvanostat/potentiostat were purchased from Ametek. The FRA allows AC impedance
spectroscopy on small- to full-scale fuel cell systems and can, together with the
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Table 3.2-1. Detection limits of gas analysis system

Impurity Detector Detection Limit

S PFPD 50 ppb
CO PDID 100 ppb
CO 2  FID 100 ppb
C 3H8 FID 500 ppb
C 6H 6  FID 500 ppb
C7H8  FID 500 ppb

02 PDID 10 ppm
N2  PDID 10 ppm
H2  TCD 100 ppm

galvanostat/potentiostat, be operated as a self-standing diagnostic instrument for analysis of
electrochemical processes. The galvanostat/potentiostat can also be utilized for cyclic
voltammetry and linear-voltage-sweep experiments which are routinely performed at the HFCTF
during impurity testing.

High demands for small-scale testing performed at the HFCTF led to the purchase of a dual test
station manufactured by Fuel Cell Technologies. This station was purchased used from Hoku
Scientific, a local fuel cell membrane company, that is undergoing redirection of their business
interests. This test station is being adapted to match the existing operating fuel cell test stations
in their specifications for current, gas flows, humidification, pressure, and temperature, and to
allow automated 24/7 operation. Additional gas lines and electrical lines were installed in the
facility to supply the additional test stands with gas, water and electrical power.

A segmented cell system was designed and built in house as a diagnostic tool for characterization
of impurity effects. This diagnostic system consists of segmented cell hardware, an in-house
custom-built current transducer system, and a National Instrument PXI data acquisition
instrument. The segmented cell system can be operated with any of the existing test stations at
the Hawaii Fuel Cell Test Facility.

The segmented cell hardware was based on the existing HNEI 100 cm 2 cell design, which
consists of a six-channel serpentine flow-field and offers three different heating options: (i)
heating pads, (ii) heating cartridge, and (iii) heating/cooling liquid. The segmented flow-field
consists of ten cell segments following, consecutively, the path of the six-channel serpentine
flow-field. Each segment has an area of 7.6 cm2 and consists of its own distinct current
collection, and, if desired, distinct gas diffusion layer (GDL) and catalyst area. The cell
hardware and electrode segmentation can be applied to either the anode or the cathode.

The data acquisition system allows interrogation of up to 32 current and 32 voltage channels, and
is not limited to the existing HNEI 100 cm2 cell hardware. The limitation of the individual
current sensor for each segment, i.e., 15A, can be, inereased by using a countercurrent option.
This allows for flexibility in cell design and higher accuracy during AC impedance experiments.
Figure 3.2-2 shows the current distribution of an Ion Power membrane electrode assembly

I 9
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(MEA), operated at HNEI's standard conditions of 80 'C temperature, 7/7 psig backpressure, 2/2
stoichiometric flow rates, and 100/50% relative humidity. The cell performed strongest at the
cell inlet and showed continuously decreasing performance along the flow-field. j

I Cah: S0C, 7I7ps1g, 2/2stoich, 100I50%RH, H21AJr, 7.6cmni Meg3

1. 1 . I
0.9 S0

* *0.8 W

I
00 02 0.4 0.6 0.8 1.0 1.2 1.4

Current Density [AJcm2]I

Figure 3.2-2. Left: HNEr's segmented cell hardware. Right: Current distribution of segmented cell.I

3.2.2 Cell and Component Testing

New diagnostic and analysis algorithms were developed to allow us to more accuratelydetermine the impact of impurities on cell performance. This method decouples the performanceI
degradation due to impurities from that due to daily decay and aging processes. It employs aI
polynomial baseline fit of the cell performance prior to impurity exposure which accuratelypredicts the performance decay due to aging for the entire measurement duration. With thisI
method, the impact of impurities on the electrode overpotential can be exactly determined andI
compared, even for different operating conditions and fuel cell materials such as MEAs andGDLs. Figure 3.2-3 shows an example of this fitting methodology for 1 ppm CO at 80 °C,I
anode/cathode operating conditions of H2/Air flows, 2/2 stoichiometric flow rates, 7/7 psigI

backpressure, and 80/50% relative humidity. '
Changes of the anode overpotential were determined and analyzed for CO partial pressures of 1,I
2, and 10 ppm CO. The results are plotted in Figure 3.2-4 in such a way that impurity injection

for all measurements occurred after exactly 10 hours of operation. With increasing CO partialpressure, the overpotential increased and the poisoning period (until equilibration was reached)I
was accelerated. GC analysis during impurity experiments allowed closure of the molar flow

balance of carbon to typically ±2%. This accuracy allows accurate analysis of CO adsorptionand conversion processes over the entire Course of the experiment.I

I
I
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Figure 3.2-3. Top: I ppm CO impurity measurement with baseline fit. Bottom: Overpotential
change due to I ppm CO in anode feed stream.
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Figure 3.2-4. Overpotential change of the fuel cell due to 1, 2, and 10 ppm CO injected into the
anode feed stream at 60 °C and 1 A/cm 2

Air contaminant experiments have been performed using sulfur dioxide (SO 2) as oxidant

impurity at a constant operating voltage of 0.6 V as shown in Figure 3.2-5. The same total
quantity of SO 2 was injected into the fuel cell by adding 1, 2, and 10 ppm S02 to the cathode air
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feed over 50, 25, and 5 hours, respectively. Slight variations in performance required I
normalization of the current density for comparison of the results. The normalized cell response
is shown in Figure 3.2-5. Normalization was'performed to the average current density of the last
hour before impurity injection, i.e., starting at 24 hours and ending at 25 hours of operation.

Cell current densities dropped to 11.0, 9.8, and 7.4% of the initial performance with respect to 1,
2, and 10 ppm SO 2. Cell recovery was performed by switching off the SO 2 and recording the I
current density over a time period of 35 hours. For all three MEAs, recovery was incomplete.
The normalized current density recovered to very similar values ranging from 22.1 to 23.6%.

An/Cath: 60T, 77 psig, ConstFow: 212 stoich @ IAcm , 100/50%RH, HJAir

1.0 ____ SO2 start - 1 ppm S02
- 2 ppmn S02
- 10 ppm S02

*0.8 -Constant Voltage =0.6V

0I
0.6

.)I

0

0.2

0.0 S 2s1
0 20 40 60 80 100 120

'Time [hours]

Figure 3.2-5. Normalized current density response due to 1, 2, and 10 ppm SO 2 injected into the
cathode feed stream at 60 OC and 0.6 V

Figure 3.2-6 shows cyclic voltanmnetry (CV) experiments performed at the cathode electrode of
the MEA which was used for the 1 ppm S0 2 experiment. These CV experiments were part of
the developed protocols for standardized testing and routinely accompany the impurity
experiments as part of the beginning of test (BOT) and end of test (EOT) diagnostics. The data
indicated shifting peak potentials for hydrogen oxidation and reduction as well as for platinum
oxide formation and removal. These results have to be further analyzed to increase
understanding of the processes related to exposure of the fuel cell cathode to SO 2 I

I
I
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Figure 3.2-6. Beginning of test (BOT) and end of test (EOT) cyclic voltammetry experiments of fuel
cell cathode exposed to I ppm SO 2 for 50 hours

3.2.3 MEA Fabrication Laboratory
The MEA fabrication laboratory was established during the previous award under the HEET
Initiative. During this award period, HNEI successfully produced and tested MEAs using the
previously described technique. To prevent loss bf platen parallelism, the existing platens of
both hot presses were exchanged with non-corrosive material. Figure 3.2-7 shows polarization
experiments of an HNEI MEA with 20% Pt/C catalyst and 0.2/0.2 mg Pt/cm2 loading tested at
ambient and 2 bar gauge pressure. MEA performance was within the expected range at the given
operating conditions, catalyst and catalyst loadings.

An/Cath: 0.2/0.2 mg Pt/cm2,80C, 2/2 stolch, 100/100 RH, HAir1.0 1

__ , |--e--2b&r gafft

0.8

I 0 0.6

0.4

0.2

0.0 I I I I
0.0 0.2 OA 0.6 0.8 1.0 1.2

Current Density [A/cm]

Figure 3.2-7. Polarization curves of an HNEI-fabricated MEA at ambient and 2 bar gauge pressureI 13'"
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3.2.4 Papers and Presentations Resulting from Efforts I
PAPERS

G. Bender, M. Angelo, K. Bethune, S. Dorn, R. Rocheleau, "Low Level Impurity Testing for
Direct Hydrogen Polymer Electrolyte Fuel Cells", in preparation for submission to Journal of
Power Sources, 2007. 1

G. Bender, M. Angelo, K. Bethune, S. Dorn, R. Rocheleau, "The Carbon Monoxide Balance Of
A Direct Hydrogen Polymer Electrolyte Fuel Cell During Exposure To Low Level Carbon
Monoxide", in preparation for submission to Journal of the Electrochemical Society, 2007.

PRESENTATIONS

G. Bender, K. Bethune, M. Angelo, S. Dorn, D. Wheeler, R. Rocheleau, "The Impact of Low I
Level CO Impurities on Cell Degradation", poster presentation at Fuel Cell Seminar, October 15-
19, 2007, San Antonio, Texas.

G. Bender, K. Bethune, M. Angelo, S. Dorn, R. Rocheleau, "The Anode Overpotential
Dependence on Oxygen Permeation During PEMFC Operation with CO", presented at 212th
Electrochemical Society Meeting, Washington DC, October 7-12, 2007.

G. Bender, M. Angelo, K. Bethune, S. Dorn, R. Rocheleau, "Impurity Testing at HNEI,
University of Hawaii", Modeling Workshop, Argonne National Laboratory, August 30, 2007.

G. Bender, K. Bethune, D. Wheeler, R. Rocheleau, "Impurity Testing at HNEI", DOE Hydrogen
Fuel Quality Meeting, Washington DC, February 14-15, 2007.

I
I
I
I
I
I
I
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3.3 Fuel Cell Hardware-in-Loop and System Simulation Development
The objectives of this subtask were divided between two major activities: a) enhancement of
existing Hardware-in-Loop (HiL) testing capabilities, and b) development of fuel cell system
simulation tools. The HiL capability and simulgtion tools are intended to contribute towards
providing a Rapid Prototyping System (RPS) for Naval application of fuel cell systems. Both of
these topics will be discussed in the following paragraphs.

3.3.1 Scope of Work and Approach

HiL Development

The HNEI fuel cell Hardware-in-Loop (HiL) dynamic test station has been developed and is in
operation evaluating Polymer Electrolyte Membrane Fuel Cells (PEMFCs) under dynamic
application conditions. HiL methodology is well established in the automotive industry, where
the technique is applied to develop and debug control algorithms for automotive drive systems.
Figure 3.3-1 shows HNEI's HiL concept layout.

Dynamic Test System

Set-point values in

t Actual values out En Volge

n Figure 3.3-1. HNEI fuel cell Hardware-in-Loop concept

HNEI's fuel cell HiL process is capable of developing optimal control strategies and algorithms
for a fuel cell system and its associate components using a real-time simulation for a desired fuel
cell application under a dynamic load profile. The dr-coupling of parameters, combined with
high-end instrumentation allows distinguishing of the impact and allocation of weak spots, the
performance degradation, and the ageing effects of the cell or stack. The process allows the
evaluation of both the performance and durability of a specific fuel cell or stack design
(geometry, materials, flow fields, etc.) under dyn amic test conditions that mimic the actual

conditions that a cell or stack will experience when placed in a realistic environment.
The plan at the beginning of this reporting period was to improve the dynamic response of our
HiL fuel cell test stand. In order to make this improvement, it was decided that the vendor-I supplied control architecture for the test stand should be replaced. This was accomplished with a
controller configuration designed at HNEI. The details of this configuration are discussed in the
Technical Accomplishments section on the next page.

With the new control/communication architecture designed, installed, and tested, we experienced
an overall controller response time of less than one 'second as compared to greater than one
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second overall response time with the original configuration. The new control/communication i
architecture allows us to demonstrate the HiL proof-of-concept for the dynamic capabilities of
the test stand by running a real-time computer simulation (e.g., FCVSim: Fuel Cell Vehicle
simulation) and having the test stand respond quickly enough to produce meaningful results. We
could not get valid results using this simulation with the original test stand architecture and its
slower response times.

The overall response time improvement also means that we see an increase in the pure data
transfer rate of at least a factor of 18-20 over the data rate experienced with the vendor-supplied
controller. Besides the improvement in data-rate transfer, we benefited from enhanced
operational flexibility, safety, and reliability of the test stand. The control redesign not only
allowed us to achieve measurable improvements in performance, as just mentioned, but we see
the benefit of improved simulation software integration, too. These improvements now permit
HiL evaluation and validating of high-performance Fuel Cell Energy Power System (FCEPS)
designs and fuel cell components when applied to an unmanned underwater vehicle (UUV) and
other naval applications.

Simulation Tool Development

Since there is an interest in applying fuel cells to UUVs, our group created a simulation tool
called UUVSim. Interest in fuel cell technology is based on the assumption that it has the
potential to increase the energy storage in a given UUV as compared to other Air-Independent I
Propulsion systems utilizing energy storage devices such as batteries. This increased energy
storage could potentially enable a UUV to achieve greater mission duration and/or range of
operation. UUVSim could provide an' initial evaluation and technology screening for the I
application of an FCEPS for the propulsion of a UUV.

When developing the UUVSim simulation program to run in the HiL test station at the Hawaii
Fuel Cell Test Facility, efforts were made to find an alternative simulation environment to the
one initially investigated. That alternative simulation environment turned out to be Modelica, an
object-oriented, physical modeling language. Research efforts were then redirected to model a
PEMFC using Modelica. The creation of the PEMFCSim library was the result.

3.3.2 Technical Accomplishments

HiL Development

The HiL project involves the development of the real-time simulation system using a
commercially available host-target environment program. This project consists of running a fuel
cell system simulation with a real cell, or fuel cell stack, using our dynamic-response test stand.
During the reporting period in question, the following main objectives were achieved:

Upgrade of HiL#1.0 to HiL#1.9 was achieved. The HiL#1.9 upgrade has the capability of
achieving dynamic response in the 50-100 millisecond (ms) range (see Figure 3.3-2), as
compared to HiL#1.0's > 800 ms response time (see Figure 3.3-3). This capability enabled us to I
test the fuel cell under realistic dynamic conditions equivalent to what a cell or stack would
experience when operated under dynamic transient conditions. 3
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Figure 3.3-3. Original controllecommun iation configuration

The proof-of-concept demonstration of the capability of HiL#1.9 was demonstrated to visitors
during the November 2006 Fuel Cell Seminar held in Honolulu, Hawaii. Office of Naval
Research personal were in attendance. The demonstration included the real-time running of two

configurations of the hybrid FCVSim (Battery and PEMF) on HiL#1.9, using 100 cm 2 PEMFC
hardware.

Installation and testing of an external cooling system for the HiL test station was accomplished.
This made it possible to maintain a constant operating temperature of the cell, facilitating theempirical modeling and validation process using our simulation tools with the test stand.

Installation and testing of fuel cell exhaust heaters were also carped out.

Empirical modeling/validation of a fuel cell mode using three different fuel cells:
Lynntech 100 cm 2 PEMFC with Lynntech endplates and MEA.
HNEI 100 cm 2 PEMFC with HNEI hardware (endplates & flow fields) and MEA.
HNEI 100 cm 2 PEMFC with HNEI hardware and commercial MEA (Ion Power).

For each PEMFC noted above, measurements were made under specific conditions to determine
certain parameters which were then used in a model developed at HNEI to predict the
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performance of the cell at various operating conditions. Once the model's results were validated,
the resultant data was implemented in our simulation models UUVSim and FCVSim.

Simulation Tool Development

The PEMFCSim library, which is a simulation structure designed to facilitate the simulation of
PEM fuel cells, was completed during this reporting period. PEMFCSim uses methods that are
physical, dynamic, and component-based. It is written in Modelica. The library, as currently
implemented, offers one-dimensional and quasi-two-dimensional fuel cell simulations and is
based on existing models from the literature. The Modelica object-oriented modeling approach
allows the PEMFCSim library simulations to use intuitive and physically-representative
component boundaries and connections. This flexibility makes the PEMFCSim library ideal for
collaboration among researchers focusing on different aspects of fuel cell modeling and
simulation.

PEMFCSim library can be integrated with and run within HNEI's existing Simulink-based fuel
cell system and fuel cell vehicle models curreptly being investigated in HNEI's HiL project.

3.3.3 Papers and Presentations Resulting from Efforts

PAPERS

M.B.V. Virji, P.L. Adcock, R.M. Moore, J.B. Lakeman, "Modelling and Simulation of an
Indirect Diesel Proton Exchange Membrane Fuel Cell (PEMFC) System for a Marine
Application," Fuel Cell Science and Technology, (in press, scheduled publication date November
2007).

R.M. Moore, G. Randolf, M. Virji, and K.-H. Hauer, "Fuel Cell Hardware-in-Loop for PEM Fuel
Cell Systems", Electrochemical Society Transactions - 30th Fuel Cell Seminar, Vol. 5, Issue 1,
pp. 309-319, March 2007.

R.M. Moore, K.H. Hauer, G. Randolf, and M. Virji, "Fuel cell evaluation for dynamic
applications", Electrochemical Society Transactions, v. 3, Issue 1, pp. 923-930, October-
November 2006.

R.M. Moore, S. Ramaswamy, J.M. Cunningltam, and K.H. Hauer, "A Dynamic Simulation Tool
for the Battery-Hybrid Hydrogen Fuel Cell Vehicle," Fuel Cells-From Fundamentals to
Systems, n. 5, pp. 387-402, October 2006.

R.M. Moore, K.H. Hauer, and S. Ramaswamy, "Energy Utilization and Efficiency Analysis for
Hydrogen Fuel Cell Vehicles," Journal of Power Sources, Vol. 159, Issue 2, 22 September 2006,
pp. 1214-1230.

R.M. Moore, K.H. Hauer, G. Randolf, M. Virji, "Fuel Cell Hardware-in-Loop," Journal of Power
Sources, Vol. 162, pp. 302-308, August 2006'

G. Randolf, R.M. Moore, "Test System Design for Hardware-in-Loop Evaluation of PEM Fuel
Cells and Auxiliaries," Journal of Power Sources, Vol. 158, n. 1, pp. 392-396, July 2006.

K.L. Davies, R.M. Moore, "Unmanned Underwater Vehicle Fuel Cell Energy/Power System
Technology Assessment," IEEE Oceanic Engineering Society, (in press, accepted 22 June 2006).
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PRESENTATIONS

R.M. Moore, G. Randolf, M. Virji, K.H. Hauer, "Fuel Cell Based Hardware-in-Loop for PEMFC
Systems", 2006 Fuel Cell Seminar, Honolulu, Hawaii, 13-17 November 2006.

R.M. Moore, K.H. Hauer, G. Randolf, M. Virji, "Fuel Cell Evaluation for Dynamic
Application," Presentation for the Oral Presentation in Section B (Fuel Cell Systems, Cell Stack
and Component Hardware) of the "Proton Exchange Membrane Fuel Cells 6" Seminar at ECS
210, 29 October - 3 November 2006, Cancun, Mexico.
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3.4 Fuel Processing and Gas Conditioning for Hydrogen Production
Subtask 3.4.1: Sulfur Removal from Fuel Gas using Low Temperature Sorbents
The primary objective for this subtask is to design low temperature sorbents for sulfur removal
from fuel gas.

3.4.1.1 Scope of Work and Approach
Due to the lack of naturally occurring hydrogen (H2), successful fuel cell implementation will
require H2 production based on highly efficient fuel processing in which fuels are converted to
H2, and contaminants and pollutants are removed. Sulfur is a contaminant of particular interest
due to the deactivation it causes in catalyst and electrode materials. This subtask focused on the
removal of sulfur compounds from fuel gas using ambient temperature sorbent materials.

Pipeline gases, such as natural gas (NG) and synthetic natural gas (SNG), are composed of
methane (CH 4), nitrogen (N2), carbon monoxide (CO), carbon dioxide (CO2), water vapor (H 2 0),
trace amounts of higher hydrocarbons, and sulfur compounds. Due to their developed
infrastructure and relatively abundant supply, NG and SNG will be preferred, near-term fuels for
fuel cells in residential applications. The sulfur compounds, which are either naturally present or
added intentionally as odorants for leak detection, include sulfides, mercaptans, disulfides and
thiophenes. Typical sulfur odorants are tetrahydrothiophene (THT), tertiary butyl mercaptan
(TBM), ethyl mercaptan (EM), and dimethyl sulfide (DMS). These sulfur compounds are strong
poisons for reformer and fuel cell catalysts. Therefore, the removal of sulfur compounds from
pipeline gas is a key component for fuel cell applications.

There are different sulfur tolerances reported in the literature for the catalysts used in the
reformer and fuel cells anodes. If fuel gas contains 5 ppm of THT, it would produce reformate
containing approximately 1 to 2 ppm of H2S. The resulting sulfur content is high enough to
adversely affect the performance of a PEM (proton exchange membrane) fuel cell; negative
effect has been verified at H2S concentration of as low as 0.2 ppm [1]. More strict limitations,
sulfur concentrations of less than 10 ppb or 20 ppb, have been reported [2, 3]. In general, sulfur
compounds should be removed to the lowest possible level prior to fuel processor and fuel cell
use.

Fuel desulfurization is typically carried out using the following competing technologies:
adsorption, selective catalytic oxidation (SCO) [4-6] and hydrodesulfurization (HDS).
Compared with SCO and HDS technologies, adsorption can achieve sulfur removal at ambient
pressures and temperatures, while SCO requires air addition and elevated temperature (150 to
280 'C), and HDS requires hydrogen addition/recycle and elevated pressure and temperature
(300 to 400 °C). Therefore, the adsorption approach is attractive and practical to apply in a
small-scale fuel cell system, e.g., in residential applications or a transportation system.

Activated carbons are porous sorbents that can be utilized in removing sulfur compounds [7, 8],
but offer relatively low sulfur-adsorption capacity at ambient temperature. The adsorption
capacity of activated carbons is determined by their physical or porous structure, but is also

strongly influenced by their chemical structure. To improve the sorbent performance, surface
modification by oxidation [9] or metal impregnation [10] has been applied and verified. These
methods can create large amounts of acid groups and more adsorption sites on the surface of
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activated carbon [9, 11, 12], which can increase sulfur capacity. It has been pointed out in the
literature that modification by oxidation leads to the fixation of weakly acidic functional groups
[13]. HNO 3 oxidation can produce a large number of acid surface groups, mainly carboxylic 3
acid, anhydrides, lactones and phenol groups [9, 11]. H20 2 oxidation usually generates less
acidic groups than the HNO 3 treatment [14]. The use of inorganic metals in carbon modification
can form catalytically active metals on the carbon surface that serve as adsorption active points.
These different functional groups and metal ions on the carbon surface play important roles in
the adsorption/oxidation of sulfur compounds, such as H2S to sulfuric acid [15, 16], and
mercaptans to disulfides [12, 17, 18].

The purpose of the present work is to identify effective methods to modify activated carbons and
improve their capacity to adsorb sulfur compounds present in SNG. This work focused on the
effects of modification methods, either by oxidizer or impregnates, on sulfur adsorptive capacity
of carbons. The effects of modification methods on the individual sulfur compound removal
were also investigated. The results of this work were used to design a composite sorbent that
improves the adsorptive selectivity for individual sulfur compounds while minimizing material
requirements.

3.4.1.2 Experimental I
3.4.1.2.1 Sorbant preparation and characteristics

A coconut shell activated carbon (OLC Plus 12x30, Calgon Carbon Corporation) was used as the
parent material for all samples modified by impregnation or oxidation.

Impregnation. The selected metal impurities were from the Zn group (Zn(N0 3)2 and ZnAc2), Cu
group (Cu(N0 3)2 and CuSO4), Fe group (FeC13), K group (KCI, KOH and K2CO3), and Na group
(NaOH and NaCO 3). The virgin carbon was impregnated by immersing 40 g in a 0.IN solution
of the selected metal at 70-80 °C for 6 hours. The modified carbons were then dried at 115 'C
overnight. The loaded amount was around 0.4 mmol metal per gram of virgin activated carbon.

Oxidation. Sorbent was prepared by mixing 40 g of the virgin activated carbon with 70 ml of
68-70% HNO 3 or 100 ml of 50% H2 0 2 at room temperature until there was no further gas
evolution. The sample was washed with distilled water until no further change in pH was

detected (around pH = 5), and then dried overnight in an oven at 115 'C.

Testing procedure and apparatus. A stainless steel pipe 45.7 cm in length and 2.43 cm in inner
diameter was used as the sorbent column. All of the components including the sorbent column
and gas delivery lines were treated with a SulfinertV coating or were made from Teflon to
prevent sulfur compounds from being adsorbed on the working surfaces of the system. A Teflon
insert with an inner diameter of 1.2 cm was packed with sorbent and placed in the column. A 4 g
mass of sorbent was tested in all cases. The sorbent bed was about 8 cm long with the major axis
oriented vertically. To distribute the flow evenly, 3 mm glass beads were packed into the
container below and above the sorbent. SNG was supplied from a laboratory gas-service valve
to the sorbent column at a flow rate of 4.0-4.5 1/min using a pump. After the SNG passed though
the sorbent, it was analyzed with a gas chromatograph (GC).
The concentrations of sulfur species were measured with a Shimadzu 2041 GC equipped with a
capillary column (Rtx-1, 60m-0.53-7gtm, Restek Corporation) and sulfur chemiluminescent
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detector (SCD) (Sievers Model 355). Helium (He),served as carrier gas and a six-port sampling
valve was used to make automatic injections of samples from the gas exiting the sorbent bed.

In each analysis, the GC column temperature was held at 50 C for 1 min, ramped to 125 °C at 20
'C/min, ramped to 180 °C at 10 OC/min, held at 180 C for 1 min, and finally cooled to 50 C at
100 'C/min. Thus, effluent gas was sampled and analyzed with a cycle time of 13 min. Before
and after the sorption test, SNG was analyzed for sulfur compounds from a gas line that by-
passed the sorbent bed. Tests typically lasted 10 hours.
The SCD is an equimolar response detector for sulfur independent of the host sulfur compound.
Thus, a permeation tube device (Model 355, Kin-Tek Laboratories) loaded with THT was used
for sulfur calibration.

3.4.1.2.2 Evaluation of sorbents performance
The sulfur sorption capacity of candidate sorbents was determined by breakthrough testing.
Because of the different concentrations with varied sulfur compounds in the SNG, the
breakthrough is defined as the first detection of sulfur compounds at different critical points,
which is 0.2 ppm for THT and 0.02 ppm for the other S compounds, as shown in Fig. 3.4-1, and
0.5 ppm is the value for the total sulfur in the outlet gas.

0.2 6
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U where, Sc,,p (mg1g) is the sulfur capacity in milligram elemental sulfur per gram of sorbent; Q
(i ) is the SNG flow rate; i (mn ) is the breakthr6ugh time; S,r TH (ppm) is the total sulfur
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concentration in the SNG; msorb (g) is the mass of sorbent tested; and 32,000 (mg/mol), 22.4
(i/mo), and 106 are sulfur molar weight, molar volume of ideal gas, and unit conversion from
ppm to molar concentration, respectively. 3
3.4.1.3 Technical Accomplishments

3.4.1.3.1 Sulfur compounds in SNG

Figure 3.4-2 is a typical chromatogram of sulfur compounds in SNG. Eight sulfur compounds
were detectable as shown in the figure, including H 2S, methyl mercaptan (MM), EM, DMS,
dimethyl disulfide (DMDS), THT, ethyl disulfide (EDS) and one unknown compound, hereafter
referred to as UN1. Among these sulfur compounds, THT is added as an odorant and is present
in the highest concentration. The concentrations of these various sulfur compounds are
presented in Table 3.4-1.

3.4.1.3.2 Evaluation of the sorbents performance

The performance of each sorbent was evaluated by breakthrough testing. Figure 3.4-3 shows the I
breakthrough curves of each detectable sulfur compound in SNG, using virgin coconut shell
activated carbon as sorbent. Different breakthrough points indicate that the carbon surface has
different selectivity for each of the sulfur compounds. To compare the capacities of the various
sulfur compounds among the tested sorbent, Equation 1 was used to calculate the uptake capacity
of virgin and modified activated carbons. Table 3.4-2 presents the calculated results based on
elemental S (mg) per gram of activated carbon for individual and total sulfur contents

THT I
I
I

EM DMDS UNI EDS -
H2S MM DMS

0 1 2 3 4 5 6 7 8 9 10 11 12 13

Retention time, min

Figure 3.4-2. Chromatogram plot of sulfur compounds in SNG

Table 3.4-1. Sulfur compounds and measured concentrations in Honolulu SNG pipeline gas

SulfurI
Compounds H2 S MM EM DMS DMDS THT UNI EDS Total
Comnds. 3
Conc 0.06-0.15 0.05-0.13 0.1-0.4 0.06-0.22 0.07-0.23 4.2-7.8 0.3-1.0 05.3-9.9
(ppm) 0.1824
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Table 3.4-2. Sulfur compounds uptake capacity in virgin and modified activated carbon
based on - 10-hour sorbent tests (mg S /g activated carbon)

Sulfur H2S MM EM DMS DMDS THT UN1 EDS Total I
Virgin AC 0.02 0.02 0.07 0.00 0.03 0.91 0.28 >0.17 1.32
Treated with oxidizer

AC-HNO3  0.03 >0.09 >0.23 0.00 0.29 3.43 >0.43 >0.26 4.80
AC-H20 2  0.04 >0.06 >0.16 0.00 0.13 2.05 >0.33 >0.15 2.90

Impregnated with Cu

AC-CuSO 4  >0.17 >0.15 >0.33 0.00 0.11 1.55 0.37 >0.36 2.10 I
AC-Cu(NO3 )2  >0.14 >0.06 >0.12 0.00 0.05 1.76 0.24 >0.33 2.30
Impregnated with Zn 3
AC-ZnAc 2  >0.10 >0.13 >0.36 0.0O 0.07 0.52 0.25 >0.33 0.86
AC-Zn(N0 3)2  >0.08 >0.09 >0.22 0.00 0.11 2.14 0.42 >0.27 2.68

Impregnated with Fe

AC-FeCI3  0.02 >0.15 >0.45 0.03 0.29 2.40 >1.06 >0.75 3.50 I
Impregnated with Alkaline

AC-NaOH 0.04 0.03 0.09 0.00 0.07 1.24 >0.25 >0.20 1.77
AC-NaCO 3  0.03 0.03 0.12 0.00 0.13 1.58 >0.42 >0.31 2.25
AC-KOH 0.11 0.05 0.13 . 0.00 0.09 1.08 0.28 >0.35 1.70
AC-K 2 C0 3  0.04 0.05 0.20 0.O,0 0.11 0.83 0.30 >0.46 1.43

AC-KCI 0.07 0.05 0.12 0.00, 0.07 0.89 0.25 >0.22 1.15

H 2S. Virgin carbon had the lowest capacity for H 2S (0.02 mg/g) out of all the sorbents tested. i
Both oxidization and alkaline impregnation improved sorption capacity up to 5.5 times greater
than that of virgin carbon. Sorbents impregnated with Cu or Zn, however, didn't experience
breakthrough during the more than 10-hour test, showing that they have much greater H2S Iuptake capacity.%

MM and EM. Virgin carbon also had the lowest capacity for MM (0.02 mg/g) and EM (0.07 3
mg/g). Sorbents impregnated with alkaline had a capacity up to 2.5 times greater for MM and
nearly 3 times greater for EM when compared with virgin carbon. Breakthrough was not
detected for the other sorbents indicating that oxidation and impregnation of Cu, Zn and Fe U
increased the AC sulfur adsorption capacity by at least 2 to 3 times for MM and EM,
respectively. Moreover, MM is likely to be oxidized [7] on the carbon surface to DMDS that
remains strongly adsorbed in the pore system, due to its larger size and higher boiling point.

DMS. DMS is regarded as the most difficult compound to remove [19] from pipeline gas.
Breakthrough of DMS always occurred first, most sorbents having little or no uptake capacity.
AC-FeC13 was the only sorbent which had any measurable uptake capacity (0.03 mg/g) under the I
test conditions.

DMDS. Virgin carbon had the lowest DMDS capacity (0.03 mg/g). The highest capacity was 3
observed by the sorbents oxidized with HNO 3 or impregnated by FeC13, both showing nearly 10
times greater capacity. All other sorbents' uptake capacity for DMDS was improved 2-4 times.
It was also found that virgin carbon and the sorbents impregnated with alkali had a higher I
capacity for DMDS than for MM, indicating that DMDS is more easily adsorbed than MM.
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THT. Virgin carbon had an uptake capacity of 0.91 mg/g of THT. As was the case for DMDS,
AC-HNO 3 and AC-FeC13 had the highest THT capacities with 3.43 mg/g and 2.4 mg/g,
respectively. Three sorbents, AC-K2C0 3, AC-KCI, and AC-ZnAc 2, had THT capacities less than
that of virgin carbon. All other sorbents had increased capacity; however, some only marginally
SO.

Unknown, UN1. This sulfur compound has not been identified. Virgin carbon had an uptake
capacity of 0.28 mg/g. Cu, Zn and K impregnated sorbent reached breakthrough with a capacity
similar to that of virgin carbon. Sorbents oxidized with HNO 3 and H20 2 or impregnated with
NaOH, Na2CO3 and FeC13 did not experience breakthrough during the testing time, which likely
indicates higher capacity for this unknown sulfur compound.

EDS. This is the easiest sulfur compound to capture. None of the sorbents, including virgin
carbon, experienced breakthrough during the testing period.

Total sulfur. AC-HNO3 had the highest total sulfur capacity of all tested sorbents, but also had
poor uptake capacity for H2S and DMS. AC-FeCI3, while having the second highest total uptake
capacity, had a higher DMS capacity than AC-HNO3. AC-Zn(N0 3)2 had the third highest total
sulfur capacity and an enhanced H2S capacity. All other sorbents, except AC-ZnAc2 and AC-
KCI, were also improved by surface modification.

3.4.1.3.3 Evaluation and optimization of the composite sorbents

The evaluation of modified carbons indicates that competitive or selective adsorption of sulfur
species occurred on the carbon surface. Sorbent beds using only one type of modified carbon
would first exhibit breakthrough for the most recalcitrant sulfur compound, even though the
sorbent had underutilized capacity for the other sulfur components. Due to the stringent
requirements for fuel processing and fuel cell catalyst materials, early breakthrough of
recalcitrant S compounds, even at low concentrations, could impact system performance. A
composite sorbent for the removal of a suite of targeted sulfur compounds could be designed
based on the sulfur removal capability of individual modified carbons.
Two modified carbons were used to prepare a composite sorbent consisting of 50% AC-
Cu(N0 3)2 and 50% AC-FeC13. AC-Cu(N0 3)2 has a larger capacity for H2S and a lower capacity
of DMS, DMDS, and UNI than AC-FeC13. The composite sorbent was expected to provide
better performance, i.e., improved selectivity and capacity for the sulfur compounds identified in
the SNG. The test results were shown in Table 3.4-3. As expected, the composite sorbent was
improved in H2S, DMS, DMDS and UNI capacities.

Table 3.4-3. Sulfur capacities for the composite sorbent of 50% AC-Cu(N0 3 )2 and 50% AC-FeCI 3

Sulfur Compounds H2 S MM EM DMS DMDS THT UNI EDS Total
mg S /g sorbent >0.08 >0.17 >0.57 0.07 0.42 2.31 >1.85 >1.31 3.70

A mathematical (linear programming) model was formulated to optimize the design of the
composite sorbent. Let xi represent the mass of sorbent i in the composite and let cij represent the
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sulfur capacity of sorbent i for sulfur compoundj. Thus, xi's are the decision variables for the
model and the objective is to choose their values so as to minimize sorbent mass:

ni

Minimize Z = Ex,, (2)
i=1 1

subject to the constraints that sufficient sorbent capacity be included for the removal of each
individual S compound present in the SNG. Let Yj represent the target mass (mg) of sulfur I
compound j to be adsorbed over the life of the composite sorbent bed, then the constraint
equations are:

nI
E xc,, > Yj for j= to m. (3)
i=1

Because xi cannot be negative, it is necessary to restrict the decision variables to be positive: I
x>0 for i=lton. (4)

To apply the above mathematical model, two types of sorbents, AC-Zn(N0 3)2 and AC-FeC13  i
were selected for sulfur removal from SNG in a 1 kW fuel cell application using SNG as fuel for
H2 generation. The composite sorbent bed would be required to remove sulfur from
approximately 2500 m 3 of SNG (the fuel utilization efficiency is assumed as 75%), the amount I
required over one year of operation. Table 3.4-4 presents the assumed concentrations for sulfur
species present in the SNG and the total amounts of sulfur species to be removed from the SNG
during one year of operation. The sulfur capacity of each compound is listed in Table 3.4-4. In
cases where no breakthrough occurred during a test, the sulfur capacity is shown as being greater
than the amount of sulfur absorbed by the bed over the test duration. This value was used in the
linear programming exercise.

Table 3.4-4. Assumed sulfur concentration in the SNG and target sulfur removal per year, based

on a I kW fuel cell system consumed by 2500 m3 SNG

Sulfur Compounds H2 S MM EM DMS DMDS THT UN1 EDS
S concentration in SNG 0.1 0.08 0.2 0.1 0.2 5.0 0.3 0.5
(ppm)
S removal target 357 285 714 357 714 17,857 1,071 1,785
(mg)

According to the mathematical model, the following formulation is provided as an objective l
function:

Minimize Z = x, + x 2, (5) 3
subject to the following constraints:

H 2S: 0.14x I +0.02x 2 >357.1; (6) 3
MM: 0.06x i +0.15x 2  285.7; (7)
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EM: 0.12x, +0.45x 2 __ 714.3; (8)

DMS: 0.00xI + 0.03x 2 > 357.1; (9)

DMDS: 0.05x, +0.29x 2 > 714.3; (10)

THT: 1.76x, + 2.40x 2 > 17,857.1; (11)

UN1: 0.24x, + 1.06x 2 > 1,071.4; (12)

EDS: 0.33x + 0.75x 2 > 1,785.7; (13)

x, > 0; and (14)

x2> o; (15)
where x1 and x2 represent the weights (g) of AC-Zn(N0 3)2 and AC-FeC13, respectively.

The model was solved using MATLAB* software to yield:

x, = 850 g; (16)

x2 = 11,903 g; and (17)

Z = 12,753 g. (18)

The calculated results indicate that a sorbent composed of a mixture of 850 g of AC-Zn(N0 3)2
and 11,903 g of AC-FeC13 would be sufficient to remove all sulfur compounds from SNG in a I
kW fuel cell system. Using AC-FeC13 as a single sorbent to treat the same quantity of SNG
would require 17,857 g of sorbent, 50% more material than the composite. It would not be
possible to use AC-Zn(N0 3)2 as a single sorbent because it has no capability to remove DMS.
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Fuel Processing and Gas Conditioning for Hydrogen Production (continued)
Subtask 3.4.2: Reforming of Seafloor Methane for Use in Remote Autonomous
Underwater Fuel Cells

This subtask investigates reforming of methane from seeps or hydrates on the seafloor for use in
powering remote autonomous underwater fuel cells. The following outlines the desired
outcomes of this research.

I. Optimize the performance of conventional autothermal reforming at three representative
pressures (3, 30, and 60 bar) using water and gas-phase oxygen.

2. Rerun a fraction of the above conditions using H20 2 for comparison and possible
validation of H 2 0 2 use as oxidizer in an autothermal reactor (ATR). n

3. Develop and validate a numeric model that correctly predicts trends in a conventional
ATR.

3.4.2.1 Scope of Work and Approach i
Naturally occurring methane hydrate seeps on the ocean floor are possible sites for remote
recharging stations for autonomous underwater vehicles. The recharging station would consist
of a fuel collection system, reformer, fuel cell and ancillary equipment. Whereas in other
environments fuel economy is of primary importance, under these conditions the availability and
judicious use of oxygen and clean water are of greater concern. Pressures at these depths are 3
also elevated and present unique design challenges. The second project under this task explores
methane reforming under conditions representative of the seafloor from both modeling and
experimental approaches.
A high pressure reforming system has been constructed and tested. System specifications and

data collection/analysis techniques will be presented in the next section. 3
3.4.2.2 Experimental

3.4.2.2.1 System description
A schematic of the completed high pressure reforming system is shown in Figure 3.4-4.
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The reformer is a lab-scale, fixed-bed, catalytic reactor which is 61.0 cm in length and has a 1.1
cm inner diameter. This reformer tube is constructed from schedule XXS 3/4" stainless steel
pipe and has suitable geometry and material properties to withstand both high temperature and
high pressure; namely 900 'C and 80 bar, respectively.
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CH4  
MFC BPR

GsRgPT 
TC -- To Vent

Gas Reg

N2 PTTT

Gas Reg
MFC PT BPR To Vent GC

Ar MC BP
Gas Reg Check Valve

Tank
PT

Water Water GasBypasse TC Shift T

Reformer Water Gas Shift

Water H202 TC TC TC

Tank

. High Pressure 80 atm TC: Thermocouple BPR: Back Pressure RegulatorSystem Pressure :3 - 80 atm
Atmospheric Pressure3 a PT: Pressure Transducer MFC: Mass Flow Controller

Figure 3.4-4. Schematic diagram of high pressure methane reforming test facility v.1

The reactor is heated by an electric tube furnace with a heating length of 30.5 cm. A nickel-
based steam reforming catalyst, GW-91 EW from Siid-Chemie, is crushed to produce a particle
size in the range of 1.4 - 4.75 mm. Between 15 and 20 g of catalyst is placed into the center 20
cm section of the reforming tube. Temperatures in the reactor are measured both immediately
before and after the catalyst bed.

Methane (Grade 5.0), oxygen and nitrogen are supplied to the reactor from gas bottles and
metered using mass flow controllers. Water or hydrogen peroxide is supplied to the reactor from
a high pressure reservoir. Argon from a gas cylinder flows through a mass controller into the
head space of the reservoir, pushing the liquid out through an injector into the gas stream at the
desired flow rate. Resistance element heat tracing, -which is applied to the transfer lines between
the reservoir and the reactor, preheats the liquid. Pressure in the reactor is set and controlled
with a back-pressure regulator. Flow rates are controlled and recorded along with temperatures
and pressures via LabViewt.

I 31
Technical Report, November 2007

Grant Number N00014-06-1-0086 HNEI



I

Downstream of the reactor, water vapor is largely removed in a condenser and then dried further -
using a coalescing filter. The dry effluent gas is analyzed with a Shimadzu 14A gas
chromatograph (GC) equipped with a therhal conductivity detector (TCD) and CarboxenTm
1000 column (45/60, SUPELCO). Helium with 8% hydrogen serves as the carrier gas. In each
analysis, the temperature is held at 45 'C for 1 minute, increased for 9 minutes to 225 C, held at
225 °C for 2 minutes, and then decreased for 10 minutes back to 45 C. The GC system is 3
equipped with a six-port valve which automatically injects a dried sample from the reactor into
the GC every 22 minutes. The concentrations of stable gas species - H2, N 2, CO, CH4, and CO2
- are determined along with higher hydrocarbons such as C 2H4 , C2 H6 , C 3H6, and C 3H8, when 3
present. ASTM standard D1946-2006 outlines the procedure for determining chemical
compositions of reformed gases and gaseous mixtures containing hydrogen, oxygen, nitrogen,
carbon monoxide, carbon dioxide, methane, ethane and ethylene. A photograph of the reforming 3
system is shown below in Figure 3.4-5.
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Mass Flow Controllers.... !I

I
Refonner in Tube FurnaceI
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Reactant
Cylinders

tI

Figure 3.4-5. Photograph of the laboratory-scale reforming test bed designed to operate at
pressures up to 80 bar

After several preliminary tests were completed, it became clear that the method for delivering
water and hydrogen peroxide to the reformer was less than ideal. System pressure fluctuations of
any size would cause the liquid reactant delivery, which was dependent on pressure, to become
unstable. To correct this, a high pressure liquid chromatography pump was purchased. The
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piston metering pump can accurately deliver 0.01 to 20 mL/min at pressures up to 200 bar with
the liquid flow rate being independent of system pressure. The modified schematic of the new
reforming system is shown in Figure 3.4-6.
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Figure 1.4-6. Schematic diagram of high pressure methane reforming test facility v.2

3.4.2.2.2 Operating Procedure

In order to ensure meaningful results, certain procedures should be followed each time an
experiment is completed. Those procedures are outlined in this section.

Startup
Each test day, new catalyst is weighed and loaded ,into the reactor. This will remove the
potential of using catalyst which is deactivated from carbon deposition or prior testing.

After the reactor is connected in the reforming test bed, a pressure test using nitrogen is
conducted. Once the system integrity is verified, the calibration procedure can be carried out.

Calibration
Calibration of the reforming system is critical. The MFCs (mass flow controllers), high pressure
water pump and GC are the most sensitive instruments needing calibration. The accuracy of the
pressure transducers and temperature sensors are provided from the manufacturer and are viewed
as acceptable within the stated accuracy.

Technical Report, November 2007

Grant Number N000 14-06-1-0086 HNEI



I

Flow controllers I
All three MFCs are tested and calibrated prior to starting the experimental phase. In addition,
before each day's experimental runs, all MFQs are flow tested and, if needed, adjusted to ensure
the desired flow is the actual flow. For flows less than 300 cc/min of 02 or N2, a TCD-based
flow meter with real-time flow metering is used. For calibration of higher flow rates, regardless
of gas species, a bubble flow meter is used. The flows are considered acceptable once the actual
flow stabilizes to within 2% of the desired flow. The actual flow is considered stable when three
consecutive readings for the bubble flow meter are equal or when the TCD flow meter reads a
steady flow for 1 minute. I
The high pressure water pump is flow tested before each day's run to insure accurate water
delivery. Flow is tested by pumping water ihto a beaker sitting on a lab scale. After 5 minutes
of flow, the difference in beaker weight will be recorded and the actual flow rate determined. If I
the actual flow is within 2% of the desired flow, it will be considered acceptable; otherwise, the
pump flow rate will be adjusted and the flow rate retested.

Gas chromatograph
The gas chromatograph provides area counts for each gas species being analyzed. The area
counts are directly related to the concentration of the respective gas species present in the 3
reformate sample. Concentrations for all gas species should therefore add to 100% if the GC is
properly calibrated and all peaks are identified.

Calibration of the GC will be conducted before and after each day's experimental run. A two-
point calibration with gas species concentrations above and below those of the general reformate
gas is performed. This will minimize effects of the GC sensor drift over time.

3.4.2.3 Technical Accomplishments

Initial testing of the experimental set up has Wready been completed. This section will describe 3
the test conditions and results for the experiments that have been conducted to date.

3.4.2.3.1 Conventional ATR Reforming
Conventional ATR reforming refers to ATR reforming that feeds separate water and 02 streams
to the reformer with the fuel. Preliminary tests were conducted using reactor pressure as the
primary variable ranging from 7 to 58 bat. Test conditions are shown in Table 3.4-5. It should
be noted that the tests completed were not true ATR tests. While both water and 02 were fed
into the reactor, additional heat was also supplied to the reactor from a surrounding furnace.

Table 3.4-5. Reformer test conditions
Test No. of Feed rate, ml/min " Ratio Pressure Temp. GHSV

Test No. Samples CH4  0, H10(, N, S/C 0,/C (atm) 0C (ht)
1 4 500 80 1.8 500 4.50.16 7 800 5888

3 1 4 1500 80 1.8, 500 45 0.16 46 1800 18961

3 34
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Increasing pressure resulted in a decreasing gas-hourly-space velocity (GHSV) from nearly 6000
to 700 hr" . GHSV is defined as the reactant flow rate, at reactor conditions, divided by the
catalyst volume. Equilibrium calculations for the reactant mixtures and reforming conditions
shown in the table were performed using the software package FACTSageTM 5.1. Products
included CH 4, H2, H20, CO and CO 2. Figure 3.4-7 compares the results of the equilibrium
calculations with experimental results. Experimental values are averages of at least four
measurements of gas composition. From the error bars shown on the graph, it is clear that
experimental conditions were very stable, in terms of both reactor pressure and gas composition.
H2 concentration in the gas decreased from -75 to 68% over the range of experimental
conditions. Gas phase CO concentration also declined from 10 to 7%. CO 2 concentration was
relatively unaffected by pressure ranging from 12.5 to 14.5% over the test range. Note that the
concentration of unreacted methane increased from 1I to 9.5% as pressure increased from 7 to 58
bar. Reduced methane conversion also resulted in reduced gas yield. Results in Table 3.4-6
show a decline in gas yield from 4.8 to 3.3 liters gas per liter of CH4 entering the reformer, over
the test pressure range. Experimental results are in close agreement with results of the
equilibrium calculations over the range of pressures, indicating that at these operating conditions,
kinetic limitations to methane reforming do not exist. Elevated pressure can induce carbon
formation and coking of the catalyst, but none was observed. Longer-term tests should be
conducted for verification. In general, these experiments confirm that methane can be reformed
at pressures typical of depths where hydrothermal vents or methane hydrates exist on the sea
floor.
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Figure 3.4-7. Comparison of methane reforming results as a function of pressure at 021C = 0.16,
SIC = 4.5, TReactor = 800 OC and 15 g of G91-EW, a Ni based catalyst
(Equi = chemical equilibrium calculatiqn, Exp = experimental result)
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Table 3.4-6. Variation of inert free gas yield as a function of pressure

Pressure Inert Free Gas Yield 3
(atm) mole/mole CH4
6.8 4.8 ± 0.3

45.6 ' 3.8 ± 0.3 1I
3.4.2.3.2 H202-Based Reforming

As mentioned earlier, a major limitation for operating a reformer on the sea floor is having 3
oxygen available at usable concentrations. The experiments described above utilized 02 from a
high pressure gas cylinder. A second set of experiments was performed to evaluate the use of a
second oxidizer, hydrogen peroxide, a liquid at ambient conditions that can be decomposed, 3
either catalytically or thermally, to water and oxygen according to the following reaction:

H202(aq) -* H20(aq) + 1/2 O2(g); AH = -98.1 (kJ mol'1).

Like the previous reforming tests, the liquid reactants were metered into the reformer from a high
pressure tank. Prior to conducting the H20 2 tests, the tank and transfer lines were passivated
with dilute nitric acid. Based on a 0.5 1pm CH 4 flow rate to the reformer and the decomposition 3
reaction shown in the equation above, a mixture of 9% H 2 0 2 in deionized water at a flow rate of
1.8 ml/min was calculated to provide desired oxygen to carbon (0.15) and steam to carbon (4.4)
ratios. These match the reactant ratios that were used in the experiments described above.

To calibrate the H20 2 delivery system, a mixture of 9% H20 2 and 91% deionized water was
placed in the liquid reactant reservoir and metered into the empty reformer at a rate of 1.8
ml/min. The reactor was maintained at a temperature of 800 'C using the tube furnace, and the U
pressure was set to 8.8 bar. CO2 was introduced into the reformer at a flow rate of 1.0 1pm to
simulate the reactant gas flow expected during experiments and to act as a sweep gas that could
easily be separated from the 02 by GC. After analyzing several samples of the outlet gas, the
flow of H20 2/H20 mixture was stopped and replaced with a flow of 02 from a gas cylinder. The
flow was varied from 31 to 107 ml/min to provide a series of 02 concentrations to the GC. The
calibration curve is shown in Figure 3.4-8 with an accompanying regression equation. Using this
equation, the GC area counts from the earlier analysis of gas from the 9% H 2 0 2 and 91%
deionized water liquid flow were converted to 02 concentrations as shown in Table 3.4-7. Eight
samples were analyzed with an average 02 concentration of 6.2% and a standard deviation of
1.9% (absolute). I

I
U

Technical Report, November 2007 36 3
Grant Number N00014-06-1-0086 HNEI I



12

10 - --

y = 0.0002x - 1.6896
R2 = 0.9932

8

0 >

I .5

at 6

II

01

0
0 10,000 20,000 30,000 40,000 50,000 60,000 70,000 80,000

gas chromatograph area counts

Figure 3.4-8. 02 calibration curve for the GC, based on concentrations mixed with mass flow
controllers

Table 3.4-7. Variability of concentration of 02 produced from thermally decomposing H202 in an

empty reformer at 800 OC, 8.8 bar

Sample No. Area Counts I% 02

11 46,8161 6.01

3 40,000 4.9

5 44,929 5.7

7 72,268 10.1

Average 48,088 6.2

Results of the reforming experiments using 9% H202 and 91% deionized water are shown in
Table 3.4-8. Product composition predicted by chemical equilibrium is presented for
comparison. As with the earlier experiments using 02 from gas cylinders, agreement between
experiment and equilibrium is quite good. Differences in gas concentration for all species were
<2% (absolute). These results provided preliminary validation for the use of H202 as a liquid
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oxygen carrier for reforming applications. Additional verification testing should be conducted
across a range of pressures and oxygen to carbon ratios.

Table 3.4-8. Comparison of gas composition from catalytic methane reforming experiments using
9% H202 / 91% H20 at 8 bar, 800 OC with composition predicted by chemical
equilibrium at the same conditions

JEqt4ilibrium I Experimental
Gas (% volume) IH2  75.7 77.75

CO 10.88 10.04 3

3.4.2.3.3 Reactor Model i
Using a software package, COMSOL Multiphysics®, several models to represent the reforming
process have been constructed. The model will be used to predict temperature and concentration i
of gas species within the reactor.

A two-dimensional pseudo-homogenous model was first selected to represent the reactor. This
approach allowed the prediction of relatively detailed temperature and conversion results inside
the reactor, taking radial variations into account; the radial flux being super-imposed over the
convection transport, which is of the plug-flow type. I
The model was set up with rotational symmetry about the z-axis, allowing the three-demensional
geometry to be modeled in two dimensions. Below is a schematic layout of the 2-D reactor. l

r ,

Tn
T r,z ; Q .,zi

SZ

L

Figure 3.4-9. Schematic layout of the 2-D reactor, where R is the radius of the reactor in the radial I
direction, r; L is the length of the reactor in the axial direction, z; Ta is the ambient
temperature; Tr,z is the reactor temperature at location (r, z); and Ci,r,z is the
concentration of the ith species in the reactor at location (r, z)

The three governing equations describing the model are listed below.

aCcl 1C,+ ac , (1)

at Dpi a r ar ) az. ,
".38 I
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a sa ( 2 7 T I O T' a2 ' TPcaCpcat 7  + rar + z2)

4
+ P.tZ4(-AHj)Rj S, h(T - T); and (2)

j=1

a3T a T

cpgpg- =-up cp -+Shh(T -T); (3)
at ag

where
w i gas species (H 2, 02, CO, C0 2, H20, CF14)

j reaction index (1-4)
t time (s)
r,z cylindrical coordinates (m)
C; concentration of gas species i (mol M -3)

Ddpi dispersion coefficient of gas species i
u superficial gas velocity (m s-1)
Pca, density of catalyst bed (kg m -3)

Pg average gas density (kg m 3)

void fraction of the catalyst bed

Cpg average specific heat of gas (J kgK - )

h heat transfer coefficient between catalyst bed and gas phase (W m-3 K)
Sh heat transfer area per unit volume of catalyst bed ( m- m-)

T temperature of gas phase (K)
Ts temperature of solid phase (K)
2 effective thermal conductivity of catalyst bed (W m K I)

ri reaction rate of gas species i (mol kg- s-1)
A.Hj heat of reaction j (mol kg' s-')
Rj reaction rate of reaction j (mol kg! s-1)
Ddpi=ECDi + 0.5dPuj (4)

where

Di gas diffusivity of species i (m2 sl)
r 1bd tortuosity of the bed
dp pellet diameter (m)
and

3 rbed 1 (5)
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Di =1x 106 T 175  Mmave i 1 (6)
whee (20.1)Y3+ (pi * 20.1I) I 6

wheren

mave average molar mass of gas into which gas species i is diffusing (g 5mol- )

mi mass of gas species i (g mol-)
P system pressure (bar)
pi partial pressure of gas species I (bar).

Subject to the boundary conditions: i

t=O T= To (7)

Z=O = T=Tgn ; Ci =C,n (8) 1
z L aCi 0; aT 0 (9)tz 9z 5
r 0 aCi O 6T = (10)

cr ar 3
r=R CL=0;AU=a(T-Ta ) (11)Or ar

where 

i

Ti gas inlet temperature (K)

CII concentration of inlet gas species i (mol m-3)

a overall heat transfer coefficient through the reactor wall (W m 2)

T,, ambient temperature (K).

Equations (1)-(3) are: the mass balance for the gas phase, the energy balance for the solid phase
and the energy balance for the gas phase, respectively. I
Since the actual reformer has a large aspect ratio, having a catalyst bed length of approximately
0.20 m and an inner diameter of 0.011 m, the model equations were scaled to avoid having to
generate a large numbers of needless nodes and elements. Each term in the energy and mass
balance equations is multiplied by scaling factors for the radial (r) and longitudinal (z) directions,
'scaler' and 'scalez', respectively, that are the same order as the order of derivative in the term.
For example, diffusion, being a second-order derivative, is scaled to r/scaler2 and z/scalez2, while
convection, being a first-order derivative term, is scaled by r/scaler, etc.

After generating some initial results from the 2-D pseudo-homogenous model, it was found that 3
both temperature and gas concentration had negligible radial variations. To take advantage of
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this situation, the model was reduced to a I-D pseudo-homogenous model. Additionally, a
heterogeneous 1-D model was developed to include temperature differences and heat transfer
between the gas and solid phases. As more experimental data become available and are
compared against model results, the model and ,model parameters will be refined to improve
agreement with reforming results.Iw

3.4.2.3.4 Experimental Design

A well laid-out design of experiments is critical to obtain meaningful results and conclusions.
Again, the thrust of this research is to study the performance of ATR reforming at pressure, using
H20 and 02 to form a basis of comparison againk results obtained when H20 2 is used as the
oxidant. Therefore, the experimental design will be based primarily around an 1120 and 02 ATR,
with the occasional performance comparison to H 20 2 ATR reforming. The independent
variables controlled in the research are shown below in:Table 3.4-9.

Table 3.4-9. Independent variables

VariablI Name it

The variables, although continuous, do have defined ranges, due to physical limitations of the
reforming process. Note that temperature, while an extremely important factor in the reforming
process, is a dependant variable in autothermal reforming.

Factorial approach
Typically parametric studies are completed by observing the desired response when changing
one independent variable at a time. For this study, however, a 22 factorial design approach will
be used. The two-level factorial design allows multiple independent variables to be changed at
the same time and to isolate the effects of the independent variables and the effects of the
interactions between independent variables. Among other advantages, this method has the
potential to reduce the number of experimental runs needed to find an optimum condition.

Operating pressure for a subsea power generating station located on the ocean floor is
determined by operating depth. It follows then, that the focus of these experiments will be to
determine the optimal operating conditions for a given pressure. This approach will be carried
out at multiple pressures from 3 bar to 60 bar, representing depths between 30 m and 600 m
below sea level. A two-level factorial design for this study is shown below in Table 3.4-10, the
column headings correlate to the variable numbers in Table 3.4-9.

Table 3.4-10. Variable levels for factorial experimental design

Order Treatment 1 2 12
2 1 -4 -1 1

3 3 -1 1 -1
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I

As shown in Table 3.4-10, each variable has a high (+1) and low (-1) value at which experiments 3
will be conducted.

Optimization I
Clear criteria must be set forth in order to optimize any process. For the experiments at hand,
several possible optimization criteria exist, and selecting one depends on what outcome is most
desirable for a particular application. A list of potential optimization criteria are listed below:

" maximize the mole fraction of H2 in the output gas stream;
* maximize the moles of H2 produced per mole of CH4 in the feed gas;
" minimize the mole fraction of CO in the output gas stream while keeping the H 2 mole

fraction above a given threshold;
* minimize the mole fraction of CO in the output gas stream while keeping the CH4  i

conversion above a given threshold; and
" maximize the moles of H 2 produced per mole of 02 in the feed gas.

Obviously there is no end to possible criteria and yet, in some cases, different criteria could in I
fact lead to the same optimum condition.

For the application at hand, the methane supply from gas vents will be considered unlimited. I
Oxygen, however, must be stored onboard the system, likely in the form of H 20 2 as previously
stated. Minimizing the consumption of 02 is thus directly related to the size and, potentially,
cost of the system. Additionally, PEMFCs do not require pure hydrogen on the anode side, I
provided that CO concentration is less than 10 ppm. Other gases, such as C0 2, will only have a
dilution effect on the cell performance. It is, therefore, proposed that the optimization criteria for
the application at hand be the following: to maximize the moles of H2 produced per mole of 02 I
consumed. Using Factsage 5.1 to predict'equilibrium gas composition, Figures 3.4-11 to 3.4-13
show the moles of H 2 produced per mole of 02 fed into the reactor at 3, 30 and 60 bar
respectively. For comparison, Figures 3.4-14 to 3.4-16 show the moles of H2 produced per mole I
of CH 4 fed into the reactor, for 3, 30 and 60, respectively. This parameter is a more common
performance index. 3
From the equilibrium results, it is clear that optimizing for moles of H2 produced per mole of 02
in the fed gas does, in fact, lead to different optimum operating conditions than optimizing for
moles of H 2 produced per mole of CH 4 in the fed gas does. 3

I
I

I
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Figure 3.4-11. Mole of H produced/mole of 02 fed into the reactor (equilibrium values, 3 bar, no
heat loss)I
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Figure 3.4-12. Mole of H2 producedimole of 02 fed into the reactor (equilibrium values, 30 bar, no
heat loss)

* 2.
10
*. 0-- .5
08 .......

0

0.4 -1 0

I1,5 2 2.5 3 354 4.5

S/C rao

Figure 3.4-13. Mole of H2 produced/mole of 02 fed into the reactor (equilibrium values, 60 bar, no
heat loss)
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Figure 3.4-14. Mole of H producedlmole of CH4 fed into the reactor (equilibrium values, 3 bar, no

heat loss)

01.8

4

ZII0.9_ 1_6_I

00

: 0.4
0 .5 ------ I -------------------------------- ---------------.. ......- -----4

; 0.2

0,4 Iio
1 1.5 2 2.5 3 3.5 4 4.55

SiC ratio

Figure 3.4-15. Mole of H2 producedlmole of CH4 fed into the reactor (equilibrium values, 30 bar, no
heat loss)
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Figure 3.4-16. Mole of H2 produced/mole of CH4 fed into the reactor (equilibrium values, 60 bar, no
heat loss)
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During the experimental runs, when an optimum condition appears to have been reached for a
given pressure, the GHSV of the system will be increased until significant changes in gas
concentration are noticed. At that point, conclusions will be drawn about the maximum GHSV
the system can handle. The optimization process will then be restarted for a second and third
pressure.

3.4.2.3.5 Initial Test Conditions

The initial high and low values for each variable have been selected and are shown in Table 3.4-
11. Selection was made based on review of the literature, results from previous tests, and
equilibrium calculations.

Table 3.4-11. Initial operating conditions for low
pressure (3 bar) experiments.

Variable Value[ # Name ,, Unit. +...I -

Name 1 1.5 1

Additionally, two runs will also be conducted at the center point of the conditions listed in Table
3.4-11: namely, a S/C ratio of 1.25 and an 0 2/C ratio of 0.625. Upon completing the first set of
experiments, the data will be analyzed and surface Tesponse methodology will be used to change
the independent variables and move closer to an optimum condition.

3.4.2.4 Papers Resulting from Efforts

Douette, A., S.Q. Turn, W. Wang, and V. Keffer. An experimental investigation of hydrogen
production from glycerin reforming. Energy & Fuels. In press, 2007.

Wang, W., S.Q. Turn, V. Keffer, and A. Douette. 20)7. Study of process data in autothermal
reforming of LPG using multivariate data analysis., Chemical Engineering Journal. 129, pp. 11-
19.

Fuel Processing and Gas Conditioning for Hydrogen Production (continued)
Subtask 3.4.3: Plasma Reforming of Diesel Fuel and Reformate Purification

Under this subtask, DJW Technologies, under contract to HNEI, investigated plasma reforming
of commercial diesel fuel and membrane purification of reformate. A low-temperature plasma
reformer from Advanced Hydrogen Technologies; Inc. was used to successfully reform high-
sulfur diesel fuel (315 ppm S) with high carbon conversion at reduced temperatures. Reformate
containing 50 ppm H2S and 1% CO was converted by selective membrane purification to yield
an enriched hydrogen stream (-97%) with H2S reduced to <10 ppb and CO reduced to <10 ppm.
The final report presenting detailed results of this work is included in Appendix A.
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3.5 Novel Fuel Cell and Component Development
The effort to develop novel fuel cell components included two major activities: 1) biocarbons for
use in fuel cells, and 2) enzymatic bio-fuel cells. Each of these topics is addressed in the
following paragraphs.

3.5.1 Biocarbons for use in fuel cells

3.5.1.1 Objectives

Graphite is an important component of the bipolar plate assembly that is employed in many fuel
cells. Graphite also plays a critical role in many batteries and capacitors. Graphite is desired for
these applications because it is an excellent conductor of electricity and it is inert.
Unfortunately, because it is inert it is not a good support for catalysts. Likewise, it has a very
low porosity and surface area. High surface areas can be desirable for some catalytic
applications.

The electrical conductivity of many biocarbons (carbonized charcoal produced from biomass)
approaches that of graphite. These biocarbons can be inert. Unlike graphite, biocarbons can
possess very high surface areas and easily can be loaded with catalysts. In spite of these
attractive features, virtually no attention has been given to the use of biocarbons as replacements
for graphite in fuel cell bipolar plates, capacitors, and batteries.

The objective of this work was to characterize the electrical and physical properties of a wide
range of biocarbons in order to facilitate their use in improved fuel cells, capacitors, and
batteries.

3.5.1.2 Scope of Work and Approach

Because the USA has the largest reserves of coal in the world, and because biomass can be
converted into biocarbons quickly and efficiently, there is growing interest in the efficient use of
solid carbon fuels. Also, battlefield refuse can be quickly and efficiently converted into carbon.

A recent EPRI study indicates that "direct" carbon fuel cells have the potential to convert coal or
charcoal into electrical power at a system level efficiency of about 60%, which is over 20% higher
than the efficiencies realized by current state-of-the-art integrated gasification combined cycle
(IGCC) or advanced pulverized coal power generation systems.

The following companies are engaged in the commercial development of direct carbon fuel cells:
SRI International, SARA, Contained Energy Corp. (representing the Laurence Livermore National
Laboratory -- LLNL), Direct Carbon Technologies LLC (representing Stanford University), and
CellTech Power. The most promising direct carbon fuel cell results (published by LLNL) were
obtained using a biocarbon (charcoal) fuel. The SRI research also emphasizes biocarbon
(charcoal) fuel. Much of this work has been supported by DARPA or the DoD.

HNEI has developed and patented a quick and efficient ("Flash CarbonizationTM") process for the
conversion of biomass and wastes into biocarbons. The patents have been licensed to the
Kingsford Products Co. and Carbon Diversion Corp. In addition to this, with ONR support, HNEI
has been a leader in characterizing the properties of biocarbons (see section 3.5.1.4 below).
Because of this activity, EPRI has requested HNEI to supply corn cob biocarbons to two direct
carbon fuel cell research projects (SRI International and CellTech Power) for testing. Also, HNEI
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has supplied biocarbons to Contained Energy Corp. (representing the LLNL) for testing. The SRI
research is supported by DARPA, and the Contained Energy Corp. research is supported by the
DoD. 3

3.5.1.3 Technical Accomplishments

Highlights of our recent accomplishments include the preparation of charcoals and carbonized
charcoals ("biocarbons") from a wide variety of biomass substrates. Model biocarbons were
synthesized from sucrose, glucose, fructose, Inulin, and Kraft lignin. Commercial biocarbons
were synthesized from oak wood, corncob, and demineralized corncob. Biocarbons doped with 3
boron and phosphorous were also prepared. These biocarbons were characterized by XRD,
NMR, ICP-MS, SEM, MALDI-TOF MS and TG-MS; and their properties were compared to
those of graphite. These analyses (especially the MALDI-TOF MS results) enabled the i
development of a new model for the molecular structure of biocarbons that represents many of
their unusual properties. This work comprised the MS thesis research of Jared Bourke who
earned his degree at the University of Waikato (NZ) following a year of research with ONR i
support at UH. The University of Waikato Chemistry faculty awarded Jared's thesis an A+ with
First Class Honors in recognition of the importance of his findings.

As mentioned above, with ONR support we are assisting EPRI, SRI International, Contained
Energy Corp., and CellTech Power with their development of direct carbon fuel cells. Much of
the direct carbon fuel cell research is sponsored by DARPA and the DoD.

The Consortium on Plant Biotechnology Research is sponsoring a project at HNEI entitled
"Flash-Carbonization TM Catalytic Afterburner Development" that is enabling us to scale-up the
UH Flash CarbonizationTM process and thereby enabling us to produce larger quantities of i
biocarbon for testing and use in DARPA- and DoD-sponsored direct carbon fuel cell research.

3.5.1.4 Papers and Presentations Resulting from Efforts
PAPERS

Antal, Jr., M.J., Nihous, G.C. "Thermodynamics of an aqueous-alkaline/carbonate carbon fuel
cell" submitted to Ind. Eng. Chem. Res, 2007.

Antal, Jr., M.J., Bourke, J., Manley-Harris, M., Fushimi, C., Dowaki, K., and Nunoura, T. "A
Model of the Chemical Structure of Carbonized Charcoal" Ind. Eng. Chem. Res., Vol. 46, 2007, I
pp. 5954-5967.

Antal, Jr., M.J., Meszaros, E., Varhegyi, G., Jakab, E.; Bourke, J., Manley-Harris, M.; and
Nunoura, T. "Do all carbonized charcoals have the same chemical structure? Implications of
TG-MS measurements." Ind. Eng. Chem. Res., Vol. 46, 2007, pp. 5943-5953.
Antal, Jr., M.J., Varhegyi, G., Meszaros, E., Bourke, J., and Jakab, E. "Combustion Kinetics of
Corncob Charcoal and Partially Demineralized Corncob Charcoal in the Kinetic Regime." Ind.
Eng. Chem. Res., Vol. 45, 2006, pp. 4962-4970.

Antal, Jr., M.J., Wade, S.R., and Nunoura, T. "Studies of the Flash Carbonization Process. 2.
Violent Ignition Behavior of Pressurized Packed Beds of Biomass: A Factorial Study." Ind. Eng.
Chem. Res., Vol. 45, 2006, pp. 3512-3519. 3
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PRESENTATIONS by Michael J. Antal, Jr.

Organized and will chair two topical sessions concerning chemical engineering for novel fuel
cell applications and biomass conversion during the AIChE Annual Meeting in Salt Lake City
from 4 - 9 November, 2007.

Presented invited seminars on the carbon fuel cell at Eindhoven University (7 February 2006),
the University of Missouri at Columbia (10 November 2006), the University of Massachusetts at
Boston (16 February 2007), the University of Hawaii at Manoa (25 September 2007), and the
Hungarian Academy of Sciences (25 October, 2007).

Organized and chaired three topical sessions concerning chemical engineering for novel fuel cell
applications and biomass conversion during the AIChE Annual Meeting in San Francisco from
13 - 17 November, 2006. Presented two talks: "Optimization of Flash CarbonizationT
Conditions for Charcoal Production from Sunflower Shells", and "Performance of a First-
Generation Aqueous-Alkaline Biocarbon Fuel Cell" in these sessions.

On 28, 29 August 2006, attended a "by-invitation-only" meeting at EPRI Headquarters in Palo
Alto and delivered a lecture entitled: "Performance of a First-Generation Aqueous-Alkaline
Biocarbon Fuel Cell".

3.5.2 Enzymatic Bio-Fuel Cells

3.5.2.1 Objectives
As stated in our previous reports, enzymatic bio-fuel cells (EBFCs) use enzymatic biocatalysts to
convert chemical energy directly to electricity as power sources. They are promising alternatives
to complement conventional fuel cell technologies that rely on transitional metal oxides or noble
metals as catalysts for conversion of chemical energy, typically stored in hydrogen, to useful
electrical energy. An EBFC exhibits some promising technical merits as follows:
* Selectivity - Enzyme catalysts are fuel specific and capable of handling complex fuels in

the liquid phase, which can simplify fuel logistics and cell design.I Abundance in supply - Unlike conventional Pt-based catalysts, enzymatic catalysts can
be produced via biological or chemical methods, thus promising a potentially low-cost
mass production and unlimited supply.I * Wider range of operation - Due to their selectivity, enzymes are generally more adaptive
to extreme conditions and tolerant to contaminants.

• Reformulation - If the gene coding for the enzyme is obtained, a suite of directed
evolution techniques exist to create mutants that are more effective in catalysis.

• Self-assembly - Unique in biological systems, to simplify fabrication processes for
micro-devices in situ.

The continuation of support has enabled us to focus on fundamental studies that elucidate charge
transfer limitations in enzyme-catalyzed electrodes, so we can transfer this knowledge into
engineering designs of practical bio-fuel cells. The following long-term objectives have and
continue to be pursued:

• Establish an array of quantitative in situ characterization techniques, test cells, and
modeling capabilities to determine limitations to bioelectrocatalysis [1-4], and to
construct a test bed that will allow us to refine such techniques in microbial- or enzyme-

based bioelectrocatalysis operation [5]; and
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To develop a technology base with know-how to improve performance (e.g., catalyst -
lifetime, current density) with respect to important process variables such as choice of
catalyst, choice of mediators, immobilization matrix, and mode of immobilization (e.g., 3
covalent attachment versus physical entrapment of enzyme).

3.5.2.2 Scope of Work and Approach
Over the course of this project, three major tasks in the EBFC work have emerged:

1) Develop platform fabrication technology to control the resulting multidirectional pore
structure of three-dimensional electrodes;

2) Develop qualitative and quantitative fluorescence as a characterization technique for
enzyme fuel cells; and

3) Fabricate and test full bio-fuel cells.

For this specific funding period, we were funded to pursue:
1) Casting of three-dimensional carbon nonotube CNT)/polymer composite films
mixtures onto glassy carbon electrodes, and characterizing their performance in terms of
electrochemical oxidization of NADH (the reduced form of nicotinamide adenine
dinucleotide), high-resolution surface imaging, porosity measurements, and fluorescence
microscopy. We will also use a simplified diffusion model to estimate, in situ, the total
electrode activity in the absence of mass transfer effects [2], as well as a lumped diffusion
term.
2) Reviewing of the potential of fluorescent probes, to define the optimum conditions
which bind them to the enzyme without loss of activity, to verify the enzyme/probe
binding ratio, as well as purifying the tagged enzyme. We also proposed to investigate
the effect of probe charge on enzyme distribution within polymer films as well as the
effect of the film chemical nature on the distribution of tagged enzyme within the film.
3) Demonstrating a working bio-fuel cell using alcohol dehydrogenase to catalyze partial
ethanol oxidation at the anode and a home-made air cathode using Pt catalyst with a
Nafion membrane as the separator. Power generation at low rate was measured with a
stack cell configuration.

3.5.2.3 Technical Accomplishments
Summary of workfrom previous project periods. In past reports, n

we have presented several prototype cells constructed to deliver gas
(e.g., H2 ) fuels. A final working hydrogenase enzymatic bio-fuel 0
cell was constructed and tested (Figure 3.5-1). The design ......... I..........
considerations and test applications were described in the June 2005
Final Technical Report. Complete details on this work have been
published [1]. From this work we determined, and reported I
previously, that the use of gaseous fuels is limited by the solubility
of the gaseous fuel in the aqueous buffer that is required to maintain
enzyme activity. I
In past reports we have commented on the development of a suite of Figure 3.5-1.
characterization techniques through the complementation of methods Hydrogenase enzyme

utilized, including potentiostatic DC polarization, dynamic potentiometry, and electrochemical
impedance spectroscopy (EIS) combined with spectrophotometric detection of enzyme activity
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in order to characterize electrode performance, and to differentiate between the relative
contributions towards charge transfer efficiency. Among the results of our efforts, in particular,
we believe we were one of the first groups to report charge transfer efficiency for bound enzyme
[1] and to report a mass transport modeling effort that can be combined with DC-polarization
data to yield information valuable for future electrode development [2]. A detailed description
of the technique application, data and results can be found in the literature. A summary can also
be found in a book chapter that was published in 2007 [6].

We have pursued the technique of fluorescence in order to
characterize the distribution of enzymes within polymer films used
to immobilize them. The polymer films, and the immobilization
process, are part electrode fabrication methodologies that
inherently assume that the immobilized enzymes are
homogeneously distributed. Our work, which has tagged ethanol-
oxidizing enzymes with various fluorescent probes and then used
laser scanning confocal microscopy to image the spatial
distribution of the enzyme within the film [3], has clearly
demonstrated that this is not necessarily the case, and that the Figure 3.5-2. 3D
tagged enzymes may not be homogenously distributed within distribution of tagged
polymer films (Figure 3.5-2). enzyme within polymer

To evaluate film thickness during electrochemical
-60 4I deposition of electrode immobilization matrix or

' .mediator film on electrode surface, we have
, ,b combined the technique of imaging ellipsometry with30 ' the cyclic vbltammetric deposition technique to track

.'_7sS the thickness of the deposited film with cycle number.
,,O , This very valuable technique has contributed new

information regarding the fundamental reaction
kinetics and mechanisms underlying the

Figure 3.5-3. Film thickness of electrochemical deposition of conductive films onto
poly(methylene green films electrode surfaces (see Figure 3.5-3). The initial

work has been published [4].

These outcomes were used to leverage two extramurally funded projects. The first one is a grant
from the Director of the Central Intelligence Postdoctoral Fellow Research Program to support
development of bio-fuel cells for micro-power souxce applications (B.Y. Liaw, PI). The second
is a sub-award from the AFOSR Multi-disciplinary University Research Initiative (MURI)
program (M. Cooney, PI) awarded to the lead institition, the University of New Mexico (P.
Atanassov, PI). Both awards have lent national recognition of this EBFC program.

Summary of accomplishments for this reporting period In support of 1) we have begun an effort
exploring chitosan and chitosan-composite scaffolds as a material for the fabrication of
macroporous electrodes that can support both mediator-based and direct electron transfer (Figure
3.5-4). Work accomplished during the period has included the development of protocols for the
fabrication of chitosan scaffolds immobilizing NAI)H-dependent glucose oxidase. Our work, in
collaboration with Dr. Shelley Minteer, has shown that the scaffold design (all other variables
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variables remaining constant) can signify- i
cantly increase power density for mediator-
based systems. This work has currently led c

to the submission of one paper to the Journal
of Materials Chemistry; which, after receiv-
ing encouraging revews, is in the process of i
being revised [7]. Future work will look at
improving our knowledge of the scaffold , La
fabrication process and its application to a, a \, 2W 3 , i
direct electron transfer processes.

CurtT(tn)

In support of 2) we have studied how the Figure 3.5-4. SEM image of chitosan scaffold
charge-charge interaction between the (Left) and power curves from chitosan film (a)
enzyme and the polymer affect the immo- and scaffolds (b, c)
bilization process; we have also studied the
steady state and dynamic polarization of
fluorescent probes when placed in solution With charged polymers. We are also measuring the
steady state and dynamic polarization of tagged enzymes with polymers. We are hoping to
submit a manuscript of this work to the journal of Materials Chemistry by the end of this year.

The support of 3) has resulted in the promise of future
collaborations with national and international premier research i
institutions to expand the scope and level of competency in this

field. In response, we developed a liquid-phase prototype Bio-
fuel Test Cell. This prototype, which we ierm the modular I
stack cell, in development for over two years, was tested during
this funding period for its capacity as a characterization tool.
Specifically, we sent duplicate models of the modular stack cell I
(Figure 3.5-5) to three cooperating labs in the U.S. that also
specialize in enzyme fuel cell development. Each lab (Dr.
Shelley Minteer at St. Louis University, Dr. Plamen Atanassov Figure 3.5-5. The modular I
at the University of New Mexico, and. Dr. Scott Barton at stack cell
Michigan State University) were given the same protocol to
execute (i.e., to develop a poly(methylene green) electrode film that oxidizes NADH), and the I
electrochemical data from all labs were con-
solidated and statistically analyzed for repro-,
ducibility. The results, which demonstrated the I
modular stack cell provides a framework for
comparative analysis of systems, are now in the
form of a final manuscript that will shortly be I
submitted to the Journal of Electroanalysis [8].

With this confidence, we fabricated a full
ethanol-based bio-fuel cell based on this design
(Figure 3.5-6). Although we have achieved full
operation (see power curves in Figure 3.5-6) Figure 3.5-6. Operation biofuel cell, based on

modular stack cell design.
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with an air-breathing cathode, this work is still in development.

Summary of additional work accomplished during this period. In addition to these
accomplishments, we also initiated an enzyme immobilization effort to establish a common
platform for apo-enzyme reconstitution. The prosthetic group pyrroloquinoline quinine (PQQ)
and PQQ-dependent glucose dehydrogenase (PQQ-GDH) have been chemically bound to CHIT-
CNT films in the presence of EDC (acronym for I-ethyl-3-(3-dimethylaminopropyl)
carbodiimide hydrochloride), respectively. The immobilized PQQ-GDH displayed a quasi-
reversible electron transfer with a formal potential E"' of -0.110 V, which was found to be
independent of the scan rate. The bioactivity of the immobilized PQQ-GDH was retained.
Additionally, the enzyme-free bound PQQ exhibits a more facile electron transfer with a glassy
carbon electrode (GCE) compared to the immobilized PQQ-GDH, suggesting that PQQ-bound
CHIT-CNT films hold promise as a platform for the reconstitution of PQQ-dependent apo-
enzymes, with potential application in biosensors and bio-fuel cells.

Evidence of electron transfer between bound PQQ-GDH and the GCE was observed, when PQQ-
GDH was coupled with EDC to a CNT-functionalized CHIT film. The experimental results
suggest that the presence of CNT in the CHIT film promoted the electron transfer of bound
PQQ-GDH to the GC electrode. A quasi-reversible electrochemical reaction, as revealed by a
pair of well-defined redox peaks, was observed by cyclic voltammetry. Additional experimental
results demonstrated that bioactivity of PQQ-GDH was retained in PQQ-GDH-bound CHIT-
CNT/GCE, which permits its use as a platform catalyst combination for a mediated bio-fuel cell
anode or amperometric biosensor electrode for glucose detection. It should be noted that PQQ
bound to CHIT-CNT film also exhibits an effective charge transfer with GCE, suggesting that it
can be used as a promising platform for reconstitution of various PQQ-dependent apo-enzymes.
A summary of this work has been submitted to the Journal of the Electrochemical Society and is
currently under review [9].

In the NAD-based enzymatic systems, we focused on the mediator systems using poly-
methylene green as an effective mediator for electron transfer in the NADH oxidation. A unique
imaging ellipsometric technique in combination with quartz crystal microbalance (QCM) and
electrochemical cyclic voltammetric techniques for surface film deposition and characterization
is being developed through this effort. Imaging ellipsometry is capable of measuring surface
morphology and film thickness in nanometer scale, providing us a powerful surface
characterization technique that is in situ and non-invasive. We were able to control the polymer
film formation with accurate thickness and morphology control during deposition. This
technique also helped us understand the stepwise underlying mechanism in the deposition and
provided unprecedented details in the film formation process involving redox reactions. We are
currently using this technique to study the redox kinetics involved in the NADH oxidation.
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4. Methane Hydrates

4.1 Objectives
Methane hydrates in ocean sediments constitute an enormous energy reservoir that is estimated
to exceed the energy content of all known coal, oil, and conventional natural gas resources.
Located on continental margins throughout the world, methane hydrates offer unique
opportunities as an onsite source of fuel for various marine applications and are believed to play
a major role in seafloor stability and global climate.

National R&D programs on methane hydrates were initiated in Japan and India in the mid- 1 990s
with the goal of commercial gas production within a 20-year time horizon. The U.S. established
its own program in May 2000. The Methane Hydrate Research and Development Act of 2000
(Public Law 106-193) included seven technical areas of focus: (1) identification, exploration,
assessment, and development of methane hydrate as a source of energy; (2) technology
development for efficient and environmentally-sound recovery of methane from hydrates; (3)
transport and storage of methane produced from methane hydrates; (4) education and training
related to methane hydrate resource R&D; (5) assessment and mitigation of environmental
impacts of natural and purposeful hydrate degassing; (6) development of technologies to reduce
the risks of drilling through methane hydrates; and (7) support of exploratory drilling projects.
The objectives of the present Methane Hydrates Task, which was initiated in 2001, reflect most
of the priorities of P.L. 106-193, but emphasize those areas of particular relevance to the Office
of Naval Research (ONR) and which are consistent to the overall goals of the HEET initiative.
Specifically, the development of hydrates and related sources of seafloor methane as logistical
fuels for Naval applications and related marine environmental issues, have been the principal
areas of interest; exploratory drilling projects and seafloor stability/safety have received limited
attention. Task objectives were devised to fully leverage hydrate R&D expertise and
infrastructure that had been developed at HNEI during previous research programs on CO 2 ocean
sequestration and deep oil spills.

During the present reporting period (2005-2007), the goals of the HEET Methane Hydrates Task
were:

e Pursue development of means to recover methane gas from hydrates.
* Investigate the microbial processes in sediment that generate and modulate methane

levels.
* Investigate the fate of methane leaking into the water column from the seafloor.
0 In cooperation with the Naval Research Laboratory (NRL) and ONR Global (previously

ONR-IFO), promote international collaborative research on methane hydrates.

Specific technical objectives that were pursued to attain the above goals included:

0 Development of laboratory facilities to conduct fundamental studies of hydrate
thermochemistry and decomposition kinetics.I Development of laboratory facilities and protocols to investigate microbial methane
generation and consumption in seafloor sediments.

e Development of models of hydrate stability.
a Development of models of methane in the oceanic water column.
* Conduct of laboratory experiments on hydrate destabilization by chemical methods.
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" Collaborative field studies of offshore hydrate biogeochemistry with the Naval Research
Laboratory.

* Organization of workshops to promote international collaboration on methane hydrate3

R&D.

4.2 Scope of Work and Approach3
Pursuant to the goals and technical objectives identified in the preceding section, work on the
Methane Hydrates Task during the present reporting period focused on four primary areas which
are described below.

4.2.1 Hydrate Thermochemistry and Kinetics
Testing and characterization of the performance of the novel combined calorimetry and Raman I
spectroscopy facility that was recently constructed was a major priority of this subtask. That
instrument subsequently was applied to investigate the fundamental mechanisms by which
various reagents (e.g., methanol solutions, brine) act to destabilize hydrates to release the I
methane gas. Analysis of chemical reagent and pressure destabilization data collected during
earlier experiments also was undertaken.

4.2.2 Environmental Impacts of Methane Release from Seafloor Hydrates
This subtask is a continuation of activities pursued in previous years to: (1) assess the
consequences of inadvertent or purposeful releases of methane from seafloor hydrates via the
development of a model of methane transport through the ocean water column to the atmosphere;
and (2) elucidate the mechanisms by which sediment microbes control free methane gas levels
in, and methane leakage from, the seafloor sediment and arctic permafrost. I
Hydrothermal vents were investigated as a natural analog of hydrate outgassing from the seafloor
to extend our models of transport of methane in the ocean. Data in the literature from surveys of
these vents were applied to validate model predictions.

4.2.3 Hydrate Microbiology
Microbial studies during the present reporting period focused on analyses of sediment samples I
collected during a 2006 oceanographic research cruise on the Hikurangi Margin offshore of the
North Island of New Zealand. These microbiological assays were correlated with geochemical
data on corresponding profiles of dissolved methane and geophysical records collected by NRL.

4.2.4 International Collaborative R&D
To promote international R&D cooperation on methane hydrates, HNEI is again helping to I
organize and sponsor the International Fiery Ice Workshop series on methane hydrates. In
addition, in June-July 2006, HNEI personnel participated in a collaborative oceanographic
research cruise of methane hydrate sites off New Zealand.

4.3 Technical Accomplishments
The principal technical accomplishments of the HEET Methane Hydrates Task for each of the
components identified in the previous section are summarized below.
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4.3.1 Methane Hydrate Destabilization
During the present reporting period, the primary accomplishments of this subtask were: (1)
continuation of the analysis of a preliminary data set on hydrate destabilization arising from the
injection of chemical inhibitors; (2) testing of the new instrument to perform simultaneous
Raman spectroscopy and calorimetry; and (3) application of this instrument to investigate the
formation and dissociation of hydrates with or without chemical inhibitors. Details of these
accomplishments are provided below.

Reagent Destabilization of Methane Hydrates

The hydrate destabilization facility and initial shakedown experiments performed with this
facility were described in the Final Technical Report for ONR Grant N00014-01-1-0928. During
the present reporting period, the analysis of a suite of experiments conducted in an earlier Phase
of HEET was pursued. In those tests, synthetic methane hydrate samples were destabilized by
injection of warm water or methanol-water solutions, or by depressurization.
Initial modeling efforts showed that equilibrium kinetics (where the decomposing hydrate
'instantly' reaches thermodynamic equilibrium) were somewhat more successful in representing
the data than published kinetic models. This analysis was based on a constant convective heat
transfer coefficient H at the hydrate-liquid interface. We subsequently decided to investigate
using simpler, but relatively more consistent, equilibrium hydrate dissociation kinetics while
allowing H to vary with time. This approach was based on the intuitive premise that the more
gas is released per unit of dissociation area, the more turbulence occurs in the liquid phase
contacting the hydrate surface. Since the rate of gas release per unit area is proportional to the
dissociation front velocity dL/dt, the choice of simple functional forms H = C (dL/dt)m was
adopted to be tested in the numerical model, where C is a constant and m a positive exponent.
The evolution equation for dL/dt then becomes implicit and must be solved at each time step
within the Runge-Kutta scheme of the model.

Figures 4-1 through 4-6 compare selected load-cell and water-level data records with numerical
results. One set of calculations, labeled SQRT 1.5E5, corresponds to m = 0.5 and C equal to
150,000. The other set was obtained with m = 0.75 and values of C increasing from 1.1 x 106 to
2.7 x 106 as the methanol concentration of the injected solution decreases'. Overall, a decent
match between data and calculations was obtained. With the methanol-rich cases of Records #
051003 and 051012, it should be noted that after about 10 minutes, the real hydrate sample a few
centimeters long is likely to have been consumed, while the numerical sample (Lo = 0.5 m)
would continue to dissociate. A single value of C when m = 0.5 may be attractive for the sake of
formal simplicity, but there is no reason a priori to'rule against a value of C being different with
different methanol concentrations since the physical properties of methanol-water solutions
significantly change with composition. In this case, the choice m = 0.75 provides a very good fit
with the data.

Units for C vary with m and correspond to H and dL/dt expressed in SI units.
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A dimensional analysis of typical convective heat transfer problems results in a relationship
between Nusselt, Prandlt and Reynolds numbers. Many empirical relationships, sometimes
based on boundary-layer theory, express the Nusselt number as the product of fractional powers I
of the Reynolds and Prandtl numbers, up to a multiplicative constant (e.g., Kreith and Bohn,
2001). Data on the density, viscosity and thermal conductivity of liquid methanol-water
solutions were collected from the literature (Mikhail and Kimmel, 1961; Isdale et al., 1985; Li, i
1976) and a linear dependence of specific heat on composition was assumed. Interpreting dL/dt
as the velocity in the Reynolds number, we,tried to relate the expression selected for H in the
numerical algorithm to an equivalent empirical relationship between non-dimensional numbers. I
Although all physical properties of methanol-water solutions monotonically increase as the
methanol content drops, with the exception of viscosity, no satisfactory correlation was found
that could explain the variation of C when m = 0.75.

Simultaneous Raman Spectroscopy and Calorimetry

The unique Raman spectroscopy and differential scanning calorimetry (DSC) system introduced
in the Final Technical Report for ONR Grant N00014-01-1-0928 was completed and tested
during the present reporting period. The system comprises three main components: (1) a
Setaram BT2.15 DSC; (2) a Raman spectrometer; and (3) a fiber optic probe that is inserted into I
the DSC sample cell to provide optical access for the Raman measurements. A line diagram of
the system is shown in Figure 4-7 and a photograph is provided in Figure 4-8. Also included in
the figures is the reagent injection system that is used to study hydrate dissociation. The I
injection system is described in a following section.

The Raman subsystem consists of an excitation source (100 mW cw diode-pumped solid state
laser at 532 nm), spectrograph, and optical detector. Two spectrograph units that feature triple
grating turrets with adjustable center wavelengths were procured from Princeton Instruments in
order to provide the full range of spectral resolution needed for the anticipated measurements.
The SpectraPro-2558i and SpectraPro-2758i have focal lengths of 0.500 and 0.750 m,
respectively. They are coupled to a Princeton Instruments PIXIS 2K 7533-0001 CCD camera
that employs a 2048 x 512 back-illuminated detector array. This combination provides
resolutions of approximately 0.05 nm (2558i) and 0.028 nm (2758i). High resolution is desirable
since the Raman shifts of methane gas and hydrate are only separated by about 0.3 nm (8 cm').
The optical throughput of longer focal length (higher resolution) spectrographs, however, isI
reduced, which can be a problem at low light levels.

Laser light is brought into the DSC pressurized sample cell and scattered radiation is brought out
and guided into the spectrograph with a fiber optic probe. The probe consists of seven 200 p.m I
diameter UV-fused silica fibers potted in epoxy to provide a pressure seal inside a 0.125" o.d.
stainless steel tube. A central transmitting fiber (that brings laser radiation into the cell) is
surrounded by six receiving fibers. The probe is inserted through a 0.25" o.d. tube connected to
the sample cell closure. The tube also encloses a length of 1/16" o.d. PEEK tube which is used
to flow gases or liquid reagents into the cell. Gases flow out of the cell through the space
between the probe, PEEK tubing and inner surface of the 0.25" tube. A special transition section
was designed and fabricated from a block of 316 stainless steel to provide pressure-sealed access
for the probe and various tubes. A photograph of the assembled probe and transition section is 3
provided in Figure 4-9.
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Figure 4-8. Photograph of the Raman spectroscopy/DSC facility
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Figure 4-9. Photograph of the fiber optic probe assembly
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Radiant energy of the laser is added to the sample cell when Raman measurements are
performed. This energy must be deducted from' the energy measured by the calorimeter. To
account for the added energy, a portion (about 5%) of the laser beam incident on the transmitting
fiber is directed through a narrow-band laser line filter onto a photodetector by a pellicle beam
splitter. Via calibration, the output of this reference photodetector provides a continuous record
of the laser power entering the sample cell.

Figure 4-10 shows the thermogram (power vs. time) measured by the calorimeter with laser
radiation entering the empty sample cell. The graph on the right is the laser power exiting the
fiber inferred from the calibrated reference detector signal. Both power curves can be integrated
to estimate the laser energy added to the sample cell. -Values of 1.34 J and 1.25 J are obtained
from the thermogram and the photodetector signal, respectively. Note that heat flow out of the
calorimeter declines slowly after the laser is turned off, due to the thermal capacitance of the cell
and its contents. A portion of the 7% difference between the results can be attributed to light
energy leaving the sample cell through the receiving fibers. Although agreement is not perfect,
this method is sufficiently accurate to correct for the energy addition by the Raman excitation
laser for most of the planned hydrate phase-chahge experiments. It is being employed in
ongoing experiments.

4 .25-
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Figure 4-10. (a) Thermogram of laser radiation into the empty calorimeter sample cell and (b) laser
power into the sample cell determined from the reference photodetector signal

Once the system was operational, it was applied in experiments in which methane hydrate was
formed from ice and then thermally destabilized. The DSC thermogram and five of the collected
Raman spectra are shown in Figures 4-11 through 4-16. Raman shifts for methane and methane
hydrate have been reported by Subramanian and Sloan (1999), who observed that those peaks
occur around 630 nm and are separated by 7-8 cm-. The thermogram (Figure 4-11) provides a
record of heat flow and sample temperature overthe duration of the experiment. The points in
the process when Raman spectra were collected are also indicated on the thermogram. The first
spectra (Figure 4-12) was taken after loading the sarriple cell with fine ice (crystal size < 200
pan) and pressurizing it with methane gas to 950 psig (6.65 MPa). It indicates the presence of
methane gas and ice by their spectral peaks at 629.4 nm and 650 nm, respectively.
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Figure 4-12. Raman spectra of the contents of the calorimeter cell filled with fine ice crystals at
-3 OC and pressurized to 950 psig with methane gas

Figure 4-13. Raman spectra of the contents of the calorimeter cell after warming through the ice
point to 4 OC
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Figure 4-14. Raman spectra of the contents of the calorimeter cell after 12 hours at 4 OC
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Figure 4-15. Raman spectra of the contents of the calorimeter sample cell after ice formation and
melting
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Figure 4-16. Raman spectra of the contents of the calorimeter call after warming from 8 OC to
14 OC to destabilize the methane hydrate

The second spectra (Figure 4-13) was collected after the ice melted, as shown by the
endothermic heat-flow peak on the thermogram, which begins once the temperature reaches 0
OC. The ice peak disappears from the Raman spectra and the methane peak remains at 630 rn.
The third spectra (Figure 4-14) corresponds to, the point in the process just before the
temperature was reduced to -5°C. A gas hydrate peak is observed at 628.9 nm, approximately
12.6 cm-1 from the methane gas peak. A fourth spectra (Figure 4-15) was taken after ice
formation and melting. Methane gas and hydrate are still detected. Finally, in the last spectra
(Figure 4-16), the hydrate has disappeared (as well as the ice); only the methane gas peak
remains. The thermogram reveals an endothermic heat-flow peak associated with hydrate
dissociation, and the spectra indicates the disappearance of the hydrate phase.

These tests demonstrate the value of combining Raxnan spectroscopy and DSC to study methane
hydrates. Whereas previously, the absence of defiAitive heat-flow peaks might imply that
hydrate had not formed, Raman measurements can conclusively confirm the existence of
hydrates - for example, between points 2 and 3 in Figure 4-11. The new instrument provides us
with the means clearly to identify the processes and structures associated with the energy
signatures measured by the calorimeter.
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Application of Simultaneous Raman Spectroscopy and Calorimetry to the Study of Hydrate
Dissociation by Alcohols

Three methods have been proposed to destabilize and extract fuel gas from hydrates: heating, 3
depressurization, and chemical reagents. Chemical reagents (thermodynamic inhibitors) also
have been employed for decades to avoid hydrate blockages in natural gas pipelines. While there
is a substantial amount of information in the literature regarding hydrate decomposition using I
thermodynamic inhibitors such as alcohols, most studies have been limited to determining the
pressure-temperature stability curve of hydrates in the presence of these inhibitors. The
mechanism by which alcohols decompose hydrates remains elusive. Knowledge about the
fundamental mechanism could help identify more environmentally-benign alternatives (for, say,
methane recovery from hydrates in seafloor sediment or permafrost, where the injection of large

quantities of methanol is not acceptable). I
Since the driving force for hydrate dissociation in the presence of thermodynamic inhibitors is
not known, models have been developed based, for example, on a change in partial pressure 3
(Masoudi and Tohidi, 2005) or a change in the activity of water (Javanmardi et al., 2001). There
are deficiencies in these approaches which underscore the need to identify the driving force.

Faraday (1859) was the first to propose the' existence of a quasi-liquid layer that covered the3
surface of ice. Since then, numerous studies, including theoretical work of Fletcher (1968),
vibrational spectroscopy studies performed by Wei et al. (2002), and molecular dynamics
simulations by Furukawa and Nada (1997), all have confirmed the existence of this quasi-liquid
layer.

The quasi-liquid layer lowers the free energy of ice (Fletcher, 1968). While the onset 3
temperature of the quasi-liquid layer is controversial and varies from one study to another,
surface-specific experimental studies have shown the layer at temperatures of 219 K (Lied et al.,
1994) and 200 K (Wei et al., 2002) - well below the freezing point of water. We posit that a 3
similar layer exists at the surface of solid hydrate crystals as well.

Experimental studies by Ebukuro et al. (1999) and Guo et al. (2003) using Raman spectroscopy
and X-ray emission spectroscopy, respectively, examined the interaction between methanol and
water molecules. It was discovered that methanol molecules formed chains and rings that were
six or eight molecules long. When methanol and water molecules were mixed, these studies
showed that the water molecules broke apartthe methanol chain and ring structures, and formed
methanol-water clusters bound by the hydroxyl group.

In consideration of these findings, we propose the hypothesis that alcohols are effective hydrate 3
inhibitors because their hydroxyl group binds to the water molecules and changes the chemical
potential in the quasi-liquid layer. This disturbance in the dynamic equilibrium between the
water molecules in the hydrate lattice and the water molecules in the quasi-liquid layer drivesm
hydrate dissociation. That is, in the absence of alcohols, there exists a balance between hydrate
decomposition and hydrate formation at the solid surface. The alcohols bind up the released
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water such that formation is hindered. The new spectroscopy-calorimetry facility is being
employed to test our hypothesis.

A liquid injection system was fabricated to add methanol to the pressurized sample cell. Primary
components are shown in Figure 4-7. An Eldex Optos 2SMP piston pump was used to inject the
methanol into the cell through the 1/16" o.d. PEEK, tubing. The flow rate can be adjusted
between 0.03 ml/min and 40 ml/min. The maximum discharge pressure is 6000 psig (41.5 MPa).
An ethylene glycol circulating temperature bath is used to cool the methanol in a counterflow
heat exchanger before it is injected, to minimize thermal effects. In preliminary tests, by proper
selection of methanol temperature and injection rate, it was possible to limit the perturbation of
sample temperature due to the addition of methanol'solutions to less than 0.5 OC.

Experiments were conducted in which methane hydrate was again synthesized from ice. Fine ice
crystals (< 200 gtm) were loaded into the calorimeter sample cell and then pressurized to 950
psig (6.65 MPa). The sample temperature was raised above the melting point of ice and then
held for 9 hours at 4 *C, within the hydrate stability zone. The sample was next cooled to
temperatures well below the ice point (around -20 °C) before being increased to about -5 OC.
Spectra collected at this stage of the process indicated the presence of gas hydrate (Figure 4-17).
2 mL of methanol was then injected into the cbll at a rate of 1 mL/min. Spectra taken
immediately after injection did not detect gas hydrate (Figure 4-18). The thermogram shown in
Figure 4-19 reveals a large endothermic reaction near the end of the process that can be
attributed to hydrate destabilization.

Raman measurements also were performed during the injection experiment to investigate the
binding of methanol and water. According to experimental studies by Ebukuro et al. (1999) as
well as Guo et al. (2003), the Raman shift of methanol,decreases from 1037 cm- to 1020 cm-1 as
it binds to water molecules. In our experiment, a decrease in the Raman shift from 1040 cm-1 to
1029 cm-1 was observed after methanol injection into the sample cell, as seen in Figure 4-20.
This suggests that methanol was binding to the water molecules in the quasi-liquid layer since
there was no bulk-liquid-water phase.

Measurements performed with the new calorimetry/Raman spectroscopy instrument indicate the
existence of a methanol-water complex that coincides with the destabilization of methane
hydrate. Future tests will include injecting liquid --alkane compounds, which have similar
properties to methanol, but without a hydroxyl group. This will further test our hypothesis that
alcohols dissolve hydrate by binding water molecules in the quasi-liquid layer and disrupting the
dynamic equilibrium between formation and decomposition.
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Figure 4-17. Raman spectra showing methane hydrate in sample cell prior to methanol injection
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Figure 4-18. Raman spectra of contents of calorimeter cell after methanol injection. The
hydrate peak has disappeared.I
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Figure 4-20. Change in Raman shift of pure rwthanol (purple) to a methanol-water complex (red)

after injection into the hydrate sample

4.3.2 Environmental Impacts of Methane Release from Seafloor Hydrates
During the present reporting period, the primary accomplishments of this subtask was the 3
development of a suite of simple models of methane in the vicinity of hydrothermal seafloor vent
fields.

Modeling of Methane in Aging Hydrothermal,Plumes I
Waters in the vicinity of marine fields provide unique opportunities to improve our
understanding of aerobic methane oxidation mediated by bacterial assemblages because methane
concentrations are much greater than in background waters, while the spatial and temporal scales
of the near-field (buoyant) and far-field (neutrally buoyant) plumes are sufficiently small to
account for dispersal in relatively simple ways. A site of considerable interest is the Endeavour
Segment of the Juan de Fuca Ridge, at about 48°N and 129°W, where many measurements have
been made including methane concentration, methane oxidation rate and stable carbon isotopic
composition 613C (Lupton et al., 1985; de Angelis et al., 1993; Johnson et al., 2000; Cowen et
al., 2002). Even though cold seeps such as Hydrate Ridge (Cascadia Oregon Margin) have also
been investigated (Grant and Whiticar, 2002), the lack of a temperature anomaly and of
appreciable buoyancy in the released fluids represents a relative modeling drawback. Therefore, 3
data collected along the Endeavour Segment of the Juan de Fuca Ridge were used to provide
boundary conditions, a few key parameters (e.g., isotopic fractionation) and, more importantly,
validation targets for the present effort. 3
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The basic physical characteristics of the buoyant plumes that rise from seafloor hydrothermal
vents to a level of neutral buoyancy are discussed in Appendix B. Biological and oxidation
processes per se are not expected to play any role during the short ascent of these buoyant
plumes, but some understanding of volume flux and dilution of the original vent fluids is useful
to better characterize boundary conditions for the intrusion layer. The intrusion layer, or lateral
plume, slowly spreads over days at a nearly constant level above the seafloor. This far-field
plume extends over several kilometers horizontally. In the area of interest, and in spite of
considerable dilution of the vent fluid in the near field, the far-field plume exhibits methane
concentrations two orders of magnitude greater than in background seawater (de Angelis et aL.,
1993; Cowen et aL., 2002). The time and space scales of the far-field plume combined with high
initial substrate (methane) availability lend themselves to significant oxidation. This is evident
in: a) the methane oxidation rates measured by de Angelis et aL. (1993), described as "the highest
such rates so far reported for the water column of any marine environment;" and b) in the stable
isotopic (13C) composition data of Cowen et aL. (2002), with 6 3C values "among the heaviest yet
reported from a natural marine environment." Simple far-field models of the evolution of
methane concentration, isotopic composition and methanotroph-carbon concentration throughout
the lateral plume are presented below. The goal of such models is to better parameterize aerobic
oxidation by testing simple formalisms against data sets.

Far-field model formulation

Three variables of interest are methane concentration x, carbon- 13 methane (13 CH4) concentration y
and methanotroph carbon concentration z. The isotopic composition of methane is given by
,Y 3C(%o) = 1000 { y / {RPDB (x -y)} - 1 }, where RpDB is the isotopic ratio of the PDB standard equal
to 0.011237 (Craig, 1957). Vertical transport phenomena are considered negligible through the
laterally spreading plumes. The steady-state equations for x, y and z, defined in a horizontal fluid3domain of uniform thickness, can be written:

(ii.V)x - V.(KVx) = - kxz, ( .a)

(ii.V)y - V.(KVy) = - kxyz and (L.b)I y+ak(x-y) a

(ii.V)z - V.(KVz) = akxz. (1.c)

The velocity vector ii and eddy diffusion coefficient K are functions of the horizontal
coordinates X and Y, and the Nabla operator V is equal to (/X, 0/Y). The right-hand sides of
Eq. (1) reflect the non-conservative behavior of methane-related species. In Eq. (1.a), methane
oxidation is assumed to be proportional to x and z with a basic rate constant k. This formulation
implies that methane concentrations are well below kinetic saturation levels of the order of a few
iM (Harrits and Hanson, 1980; Ward, 1987), but much higher than possible low oxidation

thresholds of the order of I nM (Scranton and Brewer, 1978; Nihous and Masutani, 2006). Eq.
(1.b) reflects the preferential uptake of 12CH 4 during oxidation and subsequent 13CH 4 enrichment
of the ambient water; with the fractionation factor ak slightly larger than one and x >> y, the sink
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of 13CH 4 can be closely approximated by -kyzlak. Eq. (1.c) assumes that methane is a limiting I
substrate for methanotroph growth with an assimilation ratio a, although other nutrients like
ammonium are consumed (Jones et al., 1984; Ward, 1987; Cowen et al., 2002). Over
characteristic time scales for plume spreading, it is also assumed for lack of better knowledge
that any sink balancing methanotroph growth is negligible.

A closed-form solution
Assuming negligible diffusion (K = 0) and a uniform current of magnitude U along the X-
direction, the transport operator in the left-hand-sides simply is UdldX. The resulting system of3Uequations yields closed-form solutions if the 13CH 4 sink is approximated by -kyzlak. Assigning
the subscript 0 to quantities at the origin of the lateral plume X= 0, we obtain:

2l

( ax o +X0 ) exp {-(a o + z o) U}

x = U(2.a)
1 + axf exp {-(ar o + zo ) U

zo UI

y 0(I + aXO ) k exp{-(ax ° + z0 ) }
zo akU ,and (2.b)

[1 + - exp {-(cr 0 + z 0) }]a I
z0

z =o .V0+Zo k (2.c)

1+ =0 exp{-(amc +(Zo)
zo U}I

As expected from the differential equations, the identity ox + z = axo + zo holds everywhere. In
particular, methane is consumed completely and methanotroph carbon concentration reaches the
asymptotic value axo + zo at large downstream distances X. With diffusion, however, z would be
expected to reach a maximum instead. This is confirmed by measurements of specific methane
oxidation rates Sp = kz and bacterial cell counts as a function of Xperformed in lateral plumes of
the Endeavour Segment (de Angelis et al., 1993); the maxima are reached within 4 km
downstream of the vent locations and typically represent a two- to four-fold increase over initial 3
values. If methane oxidation proceeds rapidly enough in the neighborhood of the hydrothermal
vents, then a measured peak in specific oxidation rate could be interpreted as the asymptotic
value of the zero-diffusion model. The knowledge of a, x0 and the maximum of SplSpo = zlzo 3
would then yield estimates of zo. With a z 0.30 (de Angelis et al., 1993) to 0.50 (Ward, 1987)
and xo z 400 (de Angelis et al., 1993) to 600 nM (Cowen et al., 2002), values of Sp/Spo between
two and four imply that zo z 100 nM. 3
In turn, the rate constant k can be constrained by the ratio Spo/zo. With measured specific
oxidation rates of 0.02 to 0.08 day- at the origin of the lateral plume Xz 0 (de Angelis et al., 3
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1993), it was inferred that k must be of order 10 to 10 nM-I-s-1. This range is compatible with
methanotroph biomass-specific oxidation rates Spm = kx recently published in a study of aerobic
methane oxidation in three small temperate lakes (Sundh et aL; 2005).

The rise in measured bacterial cell counts, from about 7 x 105 mll to 9 x 105 mll (de Angelis et
al., 1993), does not match that in specific oxidation rates, although Sp is by definition
proportional to z. A simple explanation is that only a fraction of the bacterial population
represents methanotrophs; the data under consideration would suggest that the methanotroph
count is of the order of 105 ml 1 at Xz 0. This corresponds to the proportion of methanotrophs
approximately increasing from 1/7 to 1/3 in the initial spreading stage of the lateral plume. Such
values are comparable to methanotroph biomass fractions as high as 41% reported by Sundh et
aL. (2005). Dividing zo z 100 nM-C by the estimated cell count at Xz 0 yields a methanotroph
carbon content of 12 fg-C/cell. This is close to published values for marine bacterial
assemblages (Fukuda et a.,1998; DeLong, 1999; Button et al., 1999) as well as to an estimate
derived from Sundh et aL. (2005).

Using a methanotroph carbon content of 12 fg-C/cell, it is possible to infer a value of k as high as
8 x 10-7 nM-l-s- l for the incubation experiments of Ward (1987). This is two orders of magnitude
higher than our estimate. Sundh et aL. (2005) also noted that values of Spin derived from in situ
data seem much lower than those obtained from laboratory cultures of methanotrophs. One
possible factor is temperature since the far field of deep marine hydrothermal plumes as well as
the hypolimnion of high-latitude lakes is cold, while laboratory cultures typically are conducted
at 'room temperature.' The strong influence of temperature on methanotroph metabolism has
been documented (Sieburth et aL., 1987; Harrits and Hanson, 1980; Hutton and Zobell, 1949).

The elements of Eq. (2) were considered with a = 0.30 (de Angelis et aL., 1993), and the
following parameters from Cowen et aL. (2002): xo = 600 nM, yo = 6.357 nM (or 63C = -47%o at
the origin), ak = 1.0075 and a target value 5"3C = -5'oo at a distance X = 15 km. zo was varied
upward from 50 nM to 260 nM. For this range of initial methanotroph carbon concentrations
and with U = I km/day, the target isotopic enrichment is reached for k between 2.4 x 10s and 1.1108 nM -s-1. The solution is invariant if k and U remain proportional so that a current of 500

m/day would correspond to k between 1.2 x 10- and 6.1 x 10-9 nM-s "1. The earlier inference
that k should be of order 10- to 10- nM--s-1 was not reached using any 13C isotopic
measurement. Yet, this range of methane oxidation rate constants successfully reproduces
measured oy3C values, 15 km away from the vent location.

An axisymmetric model without current
Many black smokers (n z 40) potentially representative of 'point sources' were identified in the
area under consideration (Lupton et aL., 1985). With the estimate Q(h) = 327 m3/s made in
Appendix B for each individual buoyant plume, an overall volume flux Qf of about 1.3 x 104 m3/s
would feed the lateral (far-field) plume of thickness D = 180 m. With negligible currents, at
least in an average sense, the lateral plume would be axisymmetric and the far-field Eq. (1) one-
dimensional in the radial direction r. Assuming a horizontal eddy diffusivity K = Pr based on
the concept of diffusion velocity (Joseph and Sendner, 1958), the advection-diffusion operator in

Eq. (1) can be written Q -- (pr 2 -) . For any conservative species such as the
21rDr ar r ar r
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temperature anomaly 65, the steady-state equation would consist in setting this operator to zero;
the solution is:

50=50,=0 {1-exp( Qf (3) -
2;rDPr

Although the temperature-anomaly data of Cowen et al. (2002) is not easy to interpret, it
suggests a characteristic length rf = QJ(2nDP) of the order of 10 km. With the values of Qf and
D above, this corresponds to P - 1 mm/s.

Eq. (1) elements for methane-related species and the proposed axisymmetric configuration were
solved next in a region extending 60 km radially from the vent location. The same values of a,
xo, and yo as above were selected, as well as a slightly larger isotopic fractionation constant ak =
1.0077, and a baseline value zo equal to 100 nM. With a numerical domain considerably largerI
than the sampled area, Dirichlet conditions were applied at the outside boundary, namely a
methane concentration of 2 nM, a 13C-methane concentration based on 613C = -43%o and a
methanotroph carbon concentration corresponding to a background turnover time of 50 years
(Rehder et al., 1999; Valentine et al., 2001; Nihous and Masutani, 2006). k, P and Qf were
varied in order to match the following experimental targets as well as possible: the mean values
of 4y 3C measured by Cowen et al. (2002) at several sampling stations, and the specific methane
oxidation rates reported by de Angelis et al. (1993).

The parameters k, P and Qf were swept to identify trends, and manually tuned thereafter. This
task was somewhat simplified by the fact that predictions of the isotopic composition and of the
specific oxidation rates often responded in opposite ways as a single parameter changed.
Parametric variations where rf or Spo are constrained were also examined; in the latter case, a i
change in k was adjusted with a different value of zo. A combination that yielded good results is
k = 7.5 x 10-9 nM'-s-, P = 3 x 104 m/s and Qf = 3250 m3/S; this volume flux is only a quarter of
the estimate based on 40 black smokers and the analysis from Appendix B - it corresponds to rf

10 km. A variation, where k increases to 1.0 x 10-s nM-'-s while zo drops to 50 nM, was
considered as well. Finally, a third combination, with k = 1.0 x 10-8 nMl-s-, zo = 50 nM and Qf
= 1625 m3/s, was selected.

Predicted methane concentrations shown in Figure 4-21 rapidly drop with distance. This decline
is representative of active microbial oxidation. Calculations agree reasonably well with
observations given the steepness of the curve and the risk of sampling away from the plume core
(17 - 62 nM at r - 3 km versus 26 nM in Cowen et al., 2002). At greater distances, however,
calculated values fall well below observed residual concentrations (0.01 nM at r - 15 km versus
< 5.4 nM in de Angelis et al., 1993, and < 11 nM in Cowen et al., 2002). Figure 4-22 displays
predictions of isotopic compositions. The data of Cowen et al. (2002) is well reproduced with
the two parametric combinations corresponding to the larger flow (Qf = 3250 m3/s); in those
cases, the very strong 13C enrichment about 15 km away from the vent location is predicted as a
maximum, although no data collected at greater distances can ascertain that the maximum does
not occur further. With the smaller flow, enrichment does not reach high enough levels at great
enough distances. Finally, the specific oxidation rates measured by de Angelis et al. (2003) were
compared to model calculations as shown in Figure 4-23. Here, the lower flow (Qf = 1625 m3/s)
yields oxidation rates that closely represent the upper envelope of the data set; in contrast, the
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higher flow leads to overestimated oxidation rates at radial distances beyond about 3 km. This
suggests that flow rates may have been lower in the early 1990s than in the early 2000s, e.g., as a
result of tectonic events (Johnson et al., 2000). In all cases, maximum oxidation rates occur
about 2 to 3 km away from the vent location; such distance corresponds to the time lag during
which methanotroph growth outweighs dispersal. d 3C is defined with a ratio of isotopic species
that both undergo dispersal so that the effect of the oxidation process on 13C enrichment extends
much further; this is clearly demonstrated by experimental and model results.
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A two-dimensional model with current

A uniform current U was considered as well as Fickian diffusion (constant diffusion coefficient
K). Numerical solutions of Eq. (1) were obtained with a commercial finite-element solver
(FEMLABO 3, Version 3.1, COMSOL, Inc., 2003). The numerical domain was represented by a
square 60 km by 60 km of implicit thickness D. Ambient concentrations were enforced on all
boundaries except for a line of width Q/(DU) at X = 0, corresponding to the transition from near
field to far field, and for the downstream open boundary where convective fluxes (zero gradient)
were chosen. Numerical simulations showed that matching the target oxidation rate and isotopic
composition data simultaneously would be difficult with constant advection. Relatively good
results were obtained with k = 1.0 x 10-8 nM-'-s-, zo = 50 nM, K = 1 m2-sl and U = 250 m-day-1,
as shown in Figures 4-24 and 4-25. The width of the near-field-to-far-field transition line was
about 8 km as Qf was taken to be 10 times the value of Q(h) estimated in Appendix B. The full
solutions for the temperature anomaly, methane concentration, isotopic composition and specific
methane oxidation rate are shown in Figures 4-26 through 4-29. Figure 4-30 displays selectedI half sections of calculated values of oPC in the cross-current direction; it can be seen that a 2-km
off-axis measurement would underestimate the 'true' peak by about 4/oo at X = 10 km, 896o at X =
15 km, and I 9oo for Xbetween 15 and 30 km.

Summary
Simple models of 12C-methane, 13C-methane and methanotroph-carbon concentrations in
neutrally-buoyant plumes generated in the vicinity of hydrothermal seafloor vent fields were
developed. Data collected in lateral plumes at the Endeavour Segment of the Juan de Fuca Ridge
was used to provide boundary conditions, a few key parameters (e.g., isotopic fractionation) and,
more importantly, validation targets for the models. Methane oxidation was defined with a rate
constant k as a first-order process with respect to both substrate and methanotroph concentration.
This elementary formalism proved sufficient to reproduce salient features of the data: maximum
methane turnover times of about a week 2 km from the vent field location and stable carbon
isotopic enrichment from -47/oo to values exceeding -5%o over a distance of 15 km. The
modeling process suggested that k is of order 10-8 (nM-s) - l at local conditions and that the carbon
content of methane-oxidizing bacteria is about 12 fg (12 x 10-" g) per cell. The rate constant
appears to be much smaller than those inferred from laboratory incubation experiments (e.g.,
Ward, 1987); temperature could play a major role in the apparent discrepancy between in situ
and laboratory oxidation kinetic parameters, although other factors likely exist. 'Initial'
methanotroph carbon concentrations of about 50 to 100 nM above the vent field were inferred as
well; this amount allowed predicted values to sharply increase within a couple of kilometers as
demonstrated by oxidation rate data (deAngelis et al., 1993); at its peak, the methanotroph
population would represent about a third of the measured overall bacterial cell count. Finally,
the tuning of the plume flow rate in the axisymmetric model, with a smaller (half) value to better
fit specific oxidation rate data, is consistent with the possibility that tectonic activity in 1999
changed some hydrothermal vent characteristics and increased fluid output (Johnson et al.,
2000). Methane oxidation is defined with a rate constant k as a first-order process with respect to
both substrate and methanotroph concentration. This elementary formalism coupled with
simplified representations of advection and diffusion through the lateral plume is sufficient to
reproduce salient features of the data: maximum methane turnover times of about a week 2 km

87



I

from the vent field location and stable carbon isotopic enrichment from -47%o to valuesI
exceeding -5%/o over a distance of 15 km. Results suggest that k is of order 10.8 (nM-s) l at local
conditions and that methane-oxidizing bacteria hold about 12 fg of carbon per cell.
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Notation

D thickness of plume intrusion layer (m)
h neutral-buoyancy height of near-field plume above seafloor (m) I
k methane oxidation rate constant (nM'-s-1)
K far-field eddy diffusion coefficient (m 2 -s"1)

n number of near-field point sources of buoyancy
P eddy diffusion velocity (m-s-1)
Q plume volume flux (m3-s-l)

Qf volume flux in lateral (far-field) plume (m 3-s - I)

r horizontal radial distance from vent field (m)
rf characteristic length for axisymmetric advection-diffusion processes (m)
RPDB isotopic ratio of PDB standard
Sp specific methane oxidation rate (sl )
Spm methanotroph biomass-specific oxidation rate (s-1)
ii velocity vector (m-s-1)
U current magnitude (m-s l )
x methane concentration (nM)
X horizontal coordinate along current direction (m)
Y horizontal coordinate perpendicular to current direction (m)
y carbon- 13 (13CH 4) methane concentration (nM)
z methanotroph carbon concentration (nM)

Greek letters
a carbon assimilation ratio for methanotrophs
ak isotopic fractionation for microbial methane oxidation
o13C isotopic composition of methane (%o)
50 plume temperature anomaly (kg-m-3)

Subscript
0 far-field origin

4.3.3 Hydrate Microbiology
The widespread presence of gas hydrates offshore of New Zealand has been inferred from
bottom-simulating reflections (BSRs) for over two decades (Katz 1981). The Hikurangi Margin,
offshore New Zealand's North Island east coast is predicted to contain large quantities of gas
hydrates, based on the observation of wide-spread BSRs (Pecher and Henrys 2003). Their first
estimates of the resource potential, based on the distribution of BSRs, have resulted in data that
narrow the gas hydrate province to an area of about 50,000 km2.

The first core samples from sediments containing methane from New Zealand were collected
during a joint scientific cruise aboard the RV Tangaroa during the summer of 2006. Twenty two
piston cores were collected and geochemical data that includes sulfate, sulfide and dissolved
inorganic carbon were immediately analyzed onboard the research vessel during the cruise.
Select core sections were immediately placed in a refrigerator and shipped by air with dry ice to
the University of Hawaii for further processing. 3
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In-depth molecular genetic analysis based on the amplification of extracted nucleic acids was
performed with Core number 11, to provide further insight into the composition and structure of
the microbial communities at this location. This core displayed a typical geochemical profile
often observed in sediments containing methane hydrates, clearly showing the concurrent
depletion of sulfate and methane in the sediment at the sulfate-methane interface (SMI) in Figure
4-31. Specifically, core sections from 10, 65, 90, 115, 165, 190 and 220 centimeters below sea
floor (cmbsf) were used for community determination.

Core 11
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Unpublished data property of NRL Biogeochemistry group.

Figure 4-31. Geochemical analysis of pore water from piston core sample
number 11 obtained on the Hikurangi Margin, New Zealand

DNA has been extracted for molecular phylogenic analysis from the core sections employing a
method described by Corinaldesi et.al., 2005. This particular method was employed to reduce
the co-extraction of polymerase-chain-reaction (PCR) inhibiting agents. Analysis of DNA in the
samples was still hampered by the co-extraction or co-purification of humic substances (Bachoon
et al., 2001). Humic acids are chemically complex and polydisperse mixtures of
microbiologically decomposed and transformed organic materials. PCR amplification is
sensitive to co-extracted substances such as heavy metals, pigments, and humic acids (Holben et
al., 1998, Juniper et al., 2001). Extracted DNA was then PCR amplified using the specific
primers given in Table 4-1. Qualitative amplification results showing the distribution of the
different groups are presented in Table 4-2. The successful amplifications do not present a
readily apparent pattern that correlates with the geochemical data. The most reproducible
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amplifications were obtained using the Archaea and Bacteria specific primers. These PCR I
results were used to investigate the microbial Bacteria and Archaea communities by the use of
molecular DNA cloning.

Table 4-1. PCR primers used for molecular analysis of DNA extracted from cores
collected from the Hikurangi Margin

Target gene Primers F/R Product size
Bacteria 16S rDNA 27F / 1492R 1.45kb
(Weisburg et.al. 1991) I
Archaea 16S rDNA 21F /958R 950kb
(Delong 1992)
Methanotroph type I MethTldF / MethTlbR 920kb
16S rDNA
(Wise et.al. 1999)
Methanogen 16S rDNA 146F / 1324R 1.2kb
(Marchesi et.al. 2001)
Sulfate Reducing Bacteria, DsrlF / Dsr4R 1.5kb
Dissimilatory sulfate reductase
(Wagner et.aL. 1998)

Table 4-2. Extracted DNA were separated into whole cellular components and free extra-cellular
DNA. PCR was performed using various primer sets that target specific groups of
microorganisms. Positive amplification (X) and negative amplification (0). New
Zealand, Hikurangi margin, Core #11.

Core section DNA extracts from cellular fraction (c) and
extracellular fraction (ex)

Primer specificity 220c/ex 190c/ex 165c/ex 115c/ex 90c/ex 65c/ex lOc/ex
Bacteria X/X X/X X/X X/X X/X X/X X/X
Archaea 0/X O/X 0/0 0/X 0/0 X/0 0/X
Methanotroph O/X O/X O/X O/X O/X O/X O/X
Methanogen 0/0 O/X O/X O/X O/X O/X O/X I
Sulfate reducing 0/0 O/X O/X O/X O/X O/X O/X
bacteria

IThe extracellular PCR products for the Bacteria and Archaea were used for DNA cloning, using

the TOPOTM TAO cloning kit and OneShot® TOP10 chemically-competent E. coli cells
(Invitrogen). The selected clones were then sequenced at the University of Hawaii in an Applied
Biosystems 377XL DNA sequencer or an Applied Biosystems BigDye terminator ABI 3730XL
capillary-based DNA sequencer. DNA sequences were manually edited and compared with
those in the public domain through a BLASTn search (Altschul et al., 1997). Phylogenetic
analyses were performed with programs in the PHYLIP 3.63 package (Felsenstein, 1993).
Phylogenetic trees (see Figures 4-32 and 4-33) were constructed with jumbled orders of the
sequences using the neighbor-joining method (Saitou and Nei, 1987).
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The weak PCR amplifications resulted in reduced cloning efficiency. Seventy colonies from the
bacterial amplifications were selected (10 clones per core section), 29 samples were sequenced
and 19 of them were distinct; however, the majority are closely related to cultured organisms
(Figure 4-32). When compared with samples of methane-hydrate-bearing sediments from the
Cascadia Margin that have been previously analyzed by other groups, the bacterial species from
these sediments were primarily affiliated with the Proteobacteria and overall bacterial diversity
was relatively low (Marchesi et aL 2001). The same is true with our samples as 38% of the
clones were grouped with the Proteobacteria and diversity also is low. Sulfate-reducing bacteria
(SRB) are commonly found in the delta Proteobacteria, but no confirmed SRB clones were
obtained. Six uncharacterized clones were found in this group and may, however, have the
potential for sulfate reduction.

The majority of the Archaea clones were included in the phylum Euryarchaeota that contain the
methanogens; however, distinct methanogenic sequepaces belonging to the commonly found
Methanosarcinales and the Methanobacteriales orders were not obtained. None of the clones in
the Euryachaeota were closely related to any cultured organisms.

Within the water column and in near-surface environments, methanotrophy typically occur under
aerobic or microaerophilic conditions. Methanotrophs are aerobic bacteria and successful
amplifications within all of the core section were atypical. Further analysis indicated that the
successful amplifications were anomalies, most likely due to the weaker specificity of degenerate
primer amplifications. Cloning and sequencing of the PCR product indicated that non-specific
amplifications were being observed. Psychromonas profunda, a psychropiezophilic bacteria
isolated from deep Atlantic sediments, was consistently amplified and represented when cloned
(Table 4-2).

The enzyme dissimilatory sulfite reductase (DSR) catalyzes the final steps in microbial sulfate
reduction and is synthesized by all known SRB (Wagner et al. 1998). The ubiquity of DSR and
its high sequence conservation has made this enzyrfte ideal for assessing the biodiversity of SRB
(Wagner et al. 1998). The obtained results suggest that sample preservation and handling may
not have been sufficiently stringent, resulting in significant cell lysis. Sulfate-reducing bacteria
are ubiquitously found in a wide range of environments and it would be expected that from all
the primers currently used, successful amplifications would be observed with these. Only the
extracellular DNA product was amplifiable. Extractions will be performed in future experiments
using a homogenate of both DNA pools.

The initial characterization of sediments collected ftom the Hikurangi Margin indicates that these
geologically distinct hydrate-bearing sediments contain many unidentified species of Archaea
and Bacteria. Although clones were not obtained that definitively identify specific
methanogenic and sulfate-reducing bacteria, the potential for the unknown clones to play a role
in the methane cycling in this environment does, however, exist. Further analysis by cloning will
be performed using the PCR products targeting the methanogens and SRBs.
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4.3.4 International Collaborative R&D
In collaboration with the multi-national oceanographic research cruise of methane hydrate sites
off New Zealand, HNEI technical personnel participated and assisted in collection of samples
that were subsequently analyzed at the University of Hawaii. These samples included those
analyzed under the hydrate microbiology section above.

HNEI was also a participant in the 5h International Workshop on Methane Hydrates that was
held in Edinburgh, Scotland in October 2006. Furthermore, HNEI is planning to be a co-
organizer, sponsor and participant for the 6th Workshop scheduled for May 2008 in Bergen,
Norway.
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4.4 Papers Resulting from Efforts
During the present reporting period, R&D conducted as part of the HEET Methane Hydrates
Task has produced the following papers. I
Nihous, G.C. and S.M. Masutani, "Notes on the modeling of methane in aging hydrothermal
vents," accepted for publication in Journal of Marine Research, 2007. 3
Nihous, G.C., C.K. Kinoshita, and S.M. Masutani, "Stress concentration factors for oblique holes
in pressurized thick cylinders," accepted for publication in J. Pressure Vessel Technol., 2007.
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APPENDIX A
Plasma Reforming of Diesel Fuel and Reformate Purification

Under this subtask, HNEI contracted with DJW Technologies to investigate plasma reforming of
commercial diesel fuel and membrane purification of reformate. In summary, two primary goals
were achieved. For the first goal, a low-temperature plasma reformer from Advanced Hydrogen
Technologies, Inc. was used to successfully reform high-sulfur diesel fuel (315 ppm S) with high
carbon conversion at reduced temperatures. For the second goal, reformate containing 50 ppm
H2S and 1% CO was converted by selective membrane purification to yield an enriched
hydrogen stream (-97%) with H2S reduced to <10 ppb and CO reduced to <10 ppm.

A final report prepared by DJW Technologies was submitted, with detailed results of the above
work. The main text of the DJW Technolgies report is given on the following pages (pages 109
to 122). This DJW Technologies final report also includes three Addenda which will be
provided following presentations of the remaining Appendices (Appendices B and C, given on
pages 123 to 131) of this primary HEET report. The three DJW Technologies report Addenda
are given following page 131.
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Final Report Plasma Reforming
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Summary
This final report identifies the status of Tasks 1, 2 and 3 identified in the Statement of
Work for Purchase Order No. Z774282 issued by the Research Corporation of the
University of Hawaii to DJW TECHNOLOGY, LLC, DJWT.

The two major goals for the project were achieved: (1) Reforming by AH2T of high
sulfur diesel (315 ppm S) with high carbon conversion and reduced temperatures; and (2)
selective membrane purification of reformate containing 50 ppm H2S and 1% CO to yield
enriched hydrogen stream, -97%. Reduction of H2S from 50 ppm to <10 ppb H2S was
demonstrated. Reduction of CO from 1% to < 10 ppm CO was demonstrated.

The system integration study identified the balance-of-plant components to integrate the
plasma reforming with the selective membrane purification process. Parker Hannifin was
contacted and the BOP components are available.

The AH2T low-temperature plasma reformer has two stages in the reforming process: (I)
the plasma stage where the electrically generated plasma (100 watts) pre-reforms the fuel
and (2) the autothermal reforming stage, ATR, which completes the reforming process.
The advantage of the low-temperature plasma stage is to breakdown the large
hydrocarbons into smaller hydrocarbons that are more easily and completely reformed in
the ATR stage.

AH2T's low-temperature plasma reforming of diesel fuel with 315 ppm achieved 94.6%
fuel conversion. Near 100% carbon conversion for iso-octane and kerosene was
demonstrated; 97% and 102% respectively. No to little deactivation of the catalyst was
observed over the period of the experiments. A reference micro-reactor test
demonstrated deactivation of the reformer catalyst by sulfur in the diesel fuel when there
was not plasma processing. Both the iso-octane and kerosene values are consider within
the error bar for 100% conversion. The operating temperatures used in the ATR stage of
the plasma reformer are lower than those reported by other researchers; approximately
100 to 200'C lower. The lower temperature provides an advantage in materials, design
and durability of the plasma reformer. The lower temperature reformate exiting the
plasma reformer assists the integration of the plasma reformer with the selective
membrane purification stage.

The selective membrane purification activities at The Ohio State University demonstrated
removal of H2S from syngas with a reduction from 50 ppm H2S to 10 ppb H2 S. The
reduction of carbon monoxide from 1% to less than 10 ppm was demonstrated. The
modeling activity has established critical operating parameters and laboratory
experiments using a single cell confirm the results.

The system integration activity has addressed the interfaces between the plasma reformer
and the selective membrane purification system. Balance-of-plant components were
identified. A system design with two-stage selective purifications was developed: stage I
for H2S removal and stage 2 for CO reduction.
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Plasma Reforming
A subcontract was executed effective the 7 th day of July, 2006, between DJWT and
Advanced Hydrogen Technology, Inc., AH2T, and is identified by Contract Number
DJWLLC-A2HT-0001. The objective of this contract is to demonstrate plasma
reforming on diesel or diesel like fuels containing sulfur impurities.

Plasma reforming of commercial diesel fuel containing 15 ppm sulfur was demonstrated.
The sulfur content of the fuel to 315 ppm was increased with the addition of 300 ppm 3
sulfur. Plasma reforming was successfully demonstrated using the high sulfur content
diesel fuel. Plasma reforming of the high sulfur diesel was successful at temperatures
below 800'C. The lower operating temperature plasma enhanced reforming provides an
operating environment that increases the durability of the reformer. The lower operating
temperature is an improvement over traditional catalyzed partial oxidation (CPOX) and
autothermal reforming (ATR) that need to operate at temperature 100'C to 200'C higher. i

Diesel fuel reforming with 315 ppm sulfur impurity

Micro-reactor experiments

The two catalyst used in the plasma reformer evaluations were evaluated in a micro-
reactor which did not have plasma reforming enhancement capability: a noble metal-
based catalyst on alumina and a monolith used for ATR reforming. The catalysts were I
not designed for sulfur tolerance. The catalysts were found to be severely poisoned by
the 315 ppm sulfur impurity when operating at 720'C as shown in Figure A-1. Raising the
temperature to 8200 stabilized the catalyst to the sulfur poisoning as shown in Figure A-2.

Plasma reactor experiments

Plasma enhanced reforming of diesel fuel with 15 ppm sulfur was successful. The 3
temperature of the catalyst region did not exceed 710C. There was a temperature
gradient in the reactor from the center at 710' to the outer shell of the reactor at 6300 C.
The results of the experiment are given in Figure A-3. I
The hydrogen yield remained constant over the band 29% to 34% over several days of
testing. The experiment was operated with overnight interruptions. The operating
procedure included shut down with oxidant (air and steam) flowing but no fuel flow I
while the operating temperature was decreased. A similar start-up procedure was used,
i.e. oxidant flowing without fuel, during the period the reactor was brought up to
temperature. Both start-up and shutdown procedures produce operating conditions where I
the carbon-coke would be removed as CO or CO2. Removal of sulfur from the catalyst
by oxidation would also be possible. This is an experimental problem for AH2T because
they do not have the capability to operated uninterrupted for extended periods of time; I
e.g. 1,000 hours.

Plasma enhanced reforming of diesel fuel with 315 ppm sulfur was successful. AH2T
reports 94.6% conversion. The temperature stability of the reactor was very uniform and
is shown for selected thermocouples in Figure A-4. The temperature varied from 720'C to
780'C within the reformer. 3

I
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Fuel: Diesel with 315 ppm S at 7200C
02 C: 0.28, H20fC: 3.3
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Figure A-i: Micro-reactor experiments: Poisoning of reformer catalyst operating on diesel fuel
containing 315 ppm at 720*C.

Fuel: Diesel with 315 ppm S at 8200C
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Figure A-2: Micro-reactor experiments: Stability of reforming catalyst operating on diesel fuel
containing 315 ppm sulfur at 820* C
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Figure A-3: Plasma reforming of ESSO Diesel with 15 ppm sulfur impurity

15 315
Iwoo fl-- - -- ____]

9W T5
T6

800 * ~ *1C16 11 g/.u.
700 l I 'II'' a *°. t I . Air. 5 451 in

HO(): 20 g/min TS

600 blank T9.TIO

Z~ 500 ho1 lneyonib T15
4T I3, T I4

:. 400 a T14 T3 1

E * T16I'--Iw300
200

100

0 . . . -.

0 50 100 150 200 250

Time (min)

Figure A-4: Plasma reforming ESSO diesel with 315 ppm sulfur impurity temperature within reactor
at selected thermocouples

The data in Figure 5 showing a decrease in hydrogen concentration with time during one
test period while hydrogen concentration remained constant during two other test periods.
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Figure A-5: Plasma reforming of ESSO diesel with 315 ppm S impurity. Reformate compositions

The methane concentration given in Figure A-5'remains relatively constant over the course

of the experiments. Reformate methane impurity is recognized as an indicator ofI inefficiency for the reforming process. The change in hydrogen concentration during the
first period of operation on diesel with 315 ppm S shows no corresponding change in the

methane concentration. The carbon dioxide concentration also remains constant during
the first period of operation on diesel with 315 ppm S; and the carbon monoxide
concentration is constant over all three periods of operation on diesel with 315 ppm S.
Based on the concentrations of all of the gases in reformate, the catalyst activity appears
to be constant.

Experiments conducted by AH2T demonstrated a dependence on the yield of hydrogen
based on flow rate of the reactants and operating temperature of the reactor. Increasing
the flow rate of reactants (doubling) lowered the carbon conversion from 97.5% to 94.5%

carbon conversion. These data are given in Appendix A.

Conclusions AH2T plasma reforming of diesel containing high sulfur levels:

1. Plasma reforming of diesel fuels containing up to 315 ppm sulfur is feasible.
2. Hydrogen yields up to 97.6% have been obtained
3. Catalysts that are poisoned by sulfur in a micro-reactor do not appear to be

poisoned during plasma reforming.
4. Long term plasma reforming of diesel fuels containing 315 ppm or greater sulfur

need to be demonstrated experimentally.
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Hydrogen Enrichment
A subcontract was executed effective the 2 5 th day of July, 2006, between DJW
TECHNOLOGY, LLC (DJWT) and The Ohio State University Research Foundation,
OSU, and is identified as Agreement Number: DJWTLLC-OSURF-000 1. The objective
of the work under this contract is to demonstrate selective membrane purification of
synthetic reformates fuel with composition based on the effluent from a plasma reformer
processing diesel-like fuels. I

Removal of hydrogen sulfide impurities from syngas containing up to 50 ppm H2S to less
than 80 ppb was demonstrated using a selective membrane synthesized by The Ohio State
University, OSU. The concentration of the exit H2S is dependent on the flow rate of the
feed gas. At 10 cc/minute for a cell 19.8 cm long and with an active area of
approximately 340 cm 2, the concentration was lowered to 80 ppb. The reduction of the
H 2S concentration to 10 ppb from an initial concentration of 50 ppm was demonstrated in
this cell.

Reduction of the H2 S concentration to less than 5 ppb was demonstrated in cell having an
active are of approximately 45 cm2 with the initial syngas H2S concentration at 100 ppb I
and the flow rate at 10 cc/minute. Argon was used as the sweep gas for simplification of

the chemical analysis. The membran6 purification system has a high H2 S permeability;
greater than 20000 Barrers at 110 - 1301C. The H2S / H 2 selectivity is high at 600. i
Reduction of carbon monoxide to less than 10 ppm from an initial concentration of 1%
was demonstrated using the membranes developed by OSU and these data were reportedIIin the interim report.

OSU synthesized membranes containing amino groups with high CO 2 permeability and
high C0 2/H 2 and C0 2/CO selectivities. The membranes showed a high CO 2 permeability
of about 4000 Barrers, a high C0 2/H2 selectivity of greater than 40, and a high C0 2/CO

selectivity of greater than 160 at 100 - 170'C. These membranes could be operated to
about 180'C.

Removal of H2S from syngas:

The reduction of H2S for syngas having 510 ppm H2S, 6.5% CO and a CO 2 concentration
of 12% is shown in Figure A-6 as a function of the flow rates. The calculated space
velocity (GHSV, hr') is 2500 hr-. The operating temperature of the selective membrane
purification was 120'C and the pressure was 2.5 atm.

Membranes were synthesized by OSU and the CO 2 and H2S permeabilities measured as a
function of temperature. The permeability of the H 2S is approximately three times that of

CO 2 at an operating temperature of 14.0°C. At lower temperatures (1 101C), the I
permeability of the H2S is greater than five times that of the CO2. The data are
represented in Figure A-7.

' Interim Report (Updated January 4, 2007) to Hawaii Natural Energy Institute, "Fuel Processing and Purity

Studies", Purchase Order No. Z774282

116 I



Final Report 06/25/07

Purchase Order # Z774282

The selectivity of H2 S versus H 2 is in the range of 600 to 200 as shown in Figure A-8. The
very high selectivity of H2S and the high permeability of H2S compared to CO2 provide
the basis for design characteristics for the systems integration.

10000S,Feed: 6.5% CO, 12% C02,40% H2, 1.5% CH,40% N2
(on dry basis)

1200C, 2.5 atm
I 1000

I I| II

100-

SfUl o

0 10 20 30 40 50 60 70
Fed Flow Rate (ccimin)

Figure A-6: H2S in exit hydrogen at various flow rates for syngas feed containing 50 ppm H2S and 6.5%
Co

Modeling of Hydrogen Enrichment Reactor

A one-dimensional non-isothermal model was developed by OSU to predict the
performance of the novel water-gas-shift (WGS) membrane reactor. The modeling results
have shown that H2 enhancement via CO 2 removal and CO reduction to 10 ppm or lower
are achievable for synthesis gas from the autothermal reforming of gasoline with air.

Based on the modeling study using the membrane data obtained, OSU showed the
feasibility of achieving H2 enhancement via CO 2 removal, CO reduction to < 10 ppm, and
high H2 recovery.

The modeling effort at OSU provided the basis for designing the multi-stage purification
system proposed here. Ohio State University has a contract to build a pilot plant for theI manufacture of membrane. OSU anticipates the facility will be functional in early 2008.
TriSep Corporation was contacted for fabrication of the membrane purification system.
In Figure A-9, representative products from TriSep are identified.
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H2S Has Higher Permeability than C02

30000 Feed: 50 ppm H2S, 1% CO, 17% C02,
25000 45% H2, 37% N2 (on dry basis)

* 2 atm

20000 =_ I
~' 15000H 2S

5000 0

0
100 110 120 130 140 150

Temperature (*C)

Figure A-7: H 2S permeability as a function of temperature
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Figure A-8: H2S has high selectivity versus hydrogen and greater selectivity than CO 2 versus hydrogen
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Figure A-9: TriSep membrane cartridges

System Integration
The objective of the systems integration activity is to identify the physical and chemical
interfaces between the plasma reformer and the selective membrane purification system.
Analysis of the interface requirements will define the balance of plant components for the
integrated system.

Two Stage Purification Concept:

The design of a two stage purification unit with the first stage to remove H2S appears a
tractable solution for H2S and CO 2 reductions. The design may require an initial
reduction of the reformate input to the purifier to 120'C to eliminate the H2S.
Subsequent heating of the partially purified reformate to - 150'C would then permit
optimum reduction of the CO 2. The concept is shown in Figure A-10.

The sweep gas for the selective membrane purification system is considered to be air. A
mismatch exits in the temperatures of the exiting reformate and the input requirements
for the selective membrane purification system. Preheating of the H2S scrubbed
reformate is required prior to stage 2. Water gas shift catalyst is used in stage 2 to
promote the conversion of CO to CO 2. The enriched hydrogen for the PEM fuel cell exits
stage 2. The complete system is schematically given in Figure A-11.

was
Swepp-1y Swep-2

T, T2

FeW Enrletiod

HRemoval T2  CO2 Removal

Figure A-10: Two stage hydrogen purification system
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System components:

Parker Hannifin was contacted and the availability of balance-of-plant components
reviewed. The heat exchangers, gas pre-heaters, and flow control components (not
shown in Figure A-I 1. Parker Hannifin identified that off-the-shelf components could be
for the initial system.

Conclusions:
Task 1: Plasma reforming of methane and diesel like fuels was demonstrated. Diesel
fuels containing up to 315 ppm sulfur were plasma reformed without deactivation of the
catalyst over the time period of the experiments. Typical reforming times were on the
order of 100 minutes. Input parameters to the plasma reformer were identified. The
temperature distribution of the reformer was identified and the temperatures for
reforming were lower, by approximately 100 to 2001C, than temperature reported in the
literature. The carbon conversion ranged from 94% to 97% depending on the operating
parameters of the plasma reformer.

Task 2: Reformate purification with the reduction of H2S from 50 ppm to less than 10
ppm was demonstrated using the membrane purification system developed by The Ohio
State University. The operating parameters for the H2S removal system were identified.

Reformate purification with the reduction of CO to less than 10 ppm was demonstrated
using the membrane purification system developed by The Ohio State University. The
operating parameters for the hydrogen purification system were identified.

A model developed by The Ohio State University under a separate program was used to
identify the operating conditions for the reduction of CO and H2S impurities in reformate
using the membrane purification system. The model provided engineering parameters for
the design of membrane purification system.

TriSep was contacted to discuss the feasibility of building the membrane purification
system.

Task 3: A system integration study of the plasma reformer with the membrane
purification system was completed. The balance-of-plant components for integration of
the plasma reformer to the membrane purification system were identified.

A two stage membrane purification system was proposed and balance-of-plant
components identified. The operating parameters for the two stage membrane
purification system were identified and balance-of-plant components identified.

Contacts were made with manufactures were made to identify the availability of balance-
of-plant components. Parker Hannifin reports the balance-of-plant components are
available and can be considered off the shelf components.

Reports:

An interim report was issued on January 4, 2007 (update).

This document is the final report for the project.
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Recommendations:
The development of the integrated plasma reformer - selective membrane purifications
system has past the initial stage of proof of concept. In the next stage the following are
recommended:

1. Long term continuous testing of the plasma reformer with sulfur containing diesel I
fuel. These test would eliminate questions regarding the start / stop procedures
used by AH2T.

2. Testing of the plasma reformer with very high sulfur containing fuels; sulfur I
concentrations of 1000 ppm to 3000 ppm.

3. Plasma reforming with varied plasma power inputs to determine the optimum
operating conditions of the plasma reformer

4. Construction of the laboratory two stage selective membrane purification system
for demonstration of simultaneous H2S and CO reductions.

5. Construction of an integrated plasma reformer / selective membrane purification
system.

I
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APPENDIX B
Near-field Characterization of Hydrothermal Vents

along the Endeavour Segment of the Juan de Fuca Ridge

Simple arguments are presented here to characterize the behavior of the buoyant section of
plumes generated in the vicinity of hydrothermal vents. This hydrodynamic near field
corresponds to the vertical rise of seafloor vent fluid and entrained seawater in a stratified
environment until the mixture reaches neutral buoyancy. Characteristics of the near field (flow
rate, chemical composition) can be used as an input to subsequently analyze the more expansive
lateral spreading of vertically-stabilized plume fluid, or far field. We focus our attention on the
example of the Endeavour Segment of the Juan de Fuca Ridge described in Lupton et aL. (1985).
The area of interest is a hydrothermal vent field of about 250 m by 150 m, including about 40
active 'black smokers' at a water depth of about 2200 m.

Lupton et aL. (1985) reported vent fluid dilutions of the order of 104 when the rising plume
becomes neutrally buoyant about 200 m above the seafloor. This dilution magnitude was based
on the ratio of estimated vent fluid temperature (300 'C) over a measured temperature anomaly
50 z 0.05 'C in the lateral plume (far field) 4.4 km away from the vent location. The authors'
attempt to use plume theory, however, resulted in greater predicted dilutions (3.4 x 104) and a
significantly higher neutral-buoyancy level h (370 m). Although the real fluid flow probably is
complex and not sufficiently characterized, the lack of agreement with robust plume models
warrants attention. Recent studies of hydrothermal plume behavior (Bemis et aL., 2002; Rona et
aL., 2002) using acoustic imaging have generally validated classical plume theory (e.g., Morton
et aL, 1956) as long the vents behaved like point sources of buoyancy and that multiple plumes
remained sufficiently separated. Other issues that may be raised are the distance where the end-
point temperature anomaly was measured and the fact that the entrainment of progressively
warmer water in a vertically-stratified environment corresponds to higher dilutions than given by
temperature anomaly ratios. In what follows, these ideas are succinctly explored.

Buoyant plume without current

The thickness D of the laterally-spreading plume (far field) was estimated to be 180 m from CTD
casts (Lupton et al., 1985). The near equality D ; h between intrusion layer thickness and
buoyant-plume trap height is characteristic of small currents U (Wright et aL., 1982; Roberts et
al., 1989). We consider here the case when U, perhaps in an average sense, is zero.

Several difficulties are encountered at this juncture. Point-source buoyant plumes entrain
surrounding ambient fluid and widen as they rise; the plume radius b is predicted to grow
linearly with height Z according to the equation b = 1.2(6/5)EZ (Morton et aL., 1956). With b
interpreted as an average value (top-hat profiles of plume parameters'), the entrainment
coefficient E typically is 0.12. Considering 40 black smokers assumed to be spread uniformly in
an area 250 m by 150 m (Lupton et al., 1985), the plumes produced by individual smokers would
merge at a height of 100 m above the seafloor, about half-way from reaching neutral buoyancy.

I In the original derivation based on Gaussian profiles, b is the e-folding radius and E is '12 smaller.
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Moreover, the lateral entrainment of ambient fluid in a rising plume closely surrounded by -
similar plumes is conceptually problematic since it would be inhibited by reason of symmetry; it
is likely that this configuration might be best described as a distributed source of seafloor
buoyancy drawing ambient fluid into a mixing boundary layer from which a plume(s) would
buoyantly rise. Such a mechanism was experimentally and theoretically analyzed for the
distributed injection of freshwater into brine (Epstein and Burelbach, 2001). Although the
possible merging of individual plumes and their potential origin from a mixing layer would not
permit a straightforward use of classical point-source plume theory, some insight may be gained
by invoking this simpler framework as discussed below.

In stratified fluids where the buoyancy frequency N = [(g/pa)dpa/dZI]1/2 is constant, Morton et
al. (1956) derived the following estimate for h:

h = 3.79 B(0)"/ A -3/4.  (B. 1)

Here, g is the acceleration of gravity and Z the vertical coordinate measured from the seafloor;I
the ambient seawater density pa. taken as 1000 + c"2 (potential density at a reference pressure of
2000 dbar) is calculated from Fofonoff and Millard (1983). B is the buoyancy flux defined as
Qg6p1pref, where Q is the plume volume flux, i5p the density anomaly between plume and
ambient fluids and Pref a reference density. With N 2 = 1.46 x 10-6 s2 (Lupton et al., 1985) and h

200 m, Eq. (B.1) implies an initial buoyancy flux of 0.0137 m4/s 3, i.e., much less than the value
of 0.17 m4 /s 3 cited by Lupton et al. (1985) for a single black smoker. Interestingly, the
estimation of buoyancy fluxes from hot hydrothermal vents appears to be flawed (and skewed
toward low values) in the technical literature (e.g., Bemis et al., 2002). The buoyancy deficit
term (5p1Pref usually is obtained by multiplying the temperature difference between seawater and
vent fluids, 0 - 0a(0), by the local thermal expansion coefficient for seawater a Z 1.5 x 10"4°C -1.

With 00 - Oa(0) of the order of 300 'C, however, the linearity of water density with temperature
breaks down as shown in Figure B.1 (freshwater data at a constant pressure of 20.101325 MPa
from NIST, 2005); the substantial variation of density over the temperature range of interest also
suggests that the Boussinesq approximation may not be acceptable for fluid models as in Epstein I
and Burelbach (2001). Our estimate of B(0) corresponds to a buoyant rise time of about half an
hour deemed typical of hydrothermal vent environments (Rona et al., 2002).

We define the reference density as Pref= pa(O) = 1000 + a2(l.80 'C, 34.6 ppt) = 1036.9 kg/m 3.
Ambient and vent fluids appear to have similar salinities s at the release point (Lupton et al.,
1985). The density po of 300 'C hydrothermal vent fluid is estimated to be 756.9 kg/m3 by
applying a salinity correction of 0.64 s (Epstein and Burelbach, 2001) to the freshwater data.
With our estimate of B(0), this would correspond to Q(0) = 5.17 x 10-3 m3/s. Note that Q(0)
usually is assessed from field observation. Formulas for the volume flux of buoyant plumes in
unstratified fluids are for the most part applicable in slightly stratified environments (Nihous,
2006). With top-hat profiles in the absence of currents, the following equation can be used
(Wright, 1977; Huang et al., 1998):

Q = 0.2 B(0) t / 3 Z513. (B.2)
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With Q(h) = 327 m3/s, the dilution Q(h)/Q(O) would be of the order of 6.3 x 104 . Thus, a
derivation where h constrains B(O) via Eq. (B.1) and where the hydrothermal vent fluid
temperature 00 defines the initial density deficit yields much greater dilution than was observed.
An alternative approach is to consider 0(0) to be unknown as long as the heat input from a
typical single black smoker H(0) z Q(O)p(O)cp(0)6(0) is given (e.g., 107 cal/s in Lupton et al.,
1985). Both density p and specific enthalphy cp depend on temperature. If B(0) also is available, I
then an implicit equation in 0(0) can be obtained by eliminating Q(0):

O(O)c p(0) t Pref _ l)-I = gH(O) (B.3)
P(O) B(O)pre f I

The right-hand side being known, a solution of Eq. (B.3) yields 0(0) Z11 °C. Such a low value
could suggest the existence of a seafloor mixing layer formed by a distributed vent source where
a dilution of the vent fluid of the order of 30 would take place. This idea is explored in some
details in Appendix C. It can be shown that a circular source about 1.4 m in diameter releasing
300 'C hot vent fluid at 2 cm/s would yield such a value of 0(0) less than a meter above the
seafloor. Visual observations of vents typically yield high release velocities (- 1 m/s) over small
areas (effective diameter - 3 cm) instead (Rona et al., 2002). While simple models and scant
observations are not likely to offer definitive answers, the mixing-layer paradigm may support
the notion expressed in Lupton et al. (1985) that "although black smokers are the most visible I
type of discharge... a large fraction of the [plume] effluent layer may be the result of diffuse
hydrothermal flows..."

From solving Eq. (B.3), we also find that Q(0) = 0.92 m3/s so that within the rising plume, an
additional dilution of 355 takes place. This corresponds to an overall volume dilution of 1.1 x
104, in much better agreement with observations. With the product p cp nearly constant at 4.14 x
106 J-m3 -Kl and using Eq. (B.2), the 'temperature flux' QO satisfies the following approximate
equation:

d(QO) = I B(O)I /3Z 5/3 a(Z). (B.4)
dZ 3

Linearizing the ambient temperature profile as Oa(Z) = 1.8 + 6.5 x 10-Z (Lupton et al., 1985)
makes the integration of Eq. (B.4) between 0 and h straightforward. As the plume reaches
neutral buoyancy, the temperature anomaly 80 = Oa(h) - 0 (h) can be derived to be 0.0814 'C
from the solution. This value is in good agreement with observations (Lupton et al., 1985;
Cowen et al., 2002); it also shows that the 'dilution of temperature anomaly' (298.2/0.0814 z
3700) invoked by Lupton et al. (1985) to assess mixing is only about one third of volume
dilution. Their potential underestimation of near-field entrainment likely was offset by using a
value 50 z 0.05 'C measured 4.4 km away from the vent field location.

Buoyant plume in current
de Angelis et al. (1993) reported typical horizontal currents of the order of 1 km per day in the
area of interest. This value of U is rather small, but could alter the dynamics of the buoyant
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hydrothermal plumes. Here, we simply retrace the steps of the simple analysis presented when U
= 0. An equivalent of Eq. (B.1) is given by Hewett et al. (1971):

h = 1.7 B(0)"' / 1/3 2/3 .  (B.5)

With h = 200 m, the initial buoyancy flux B(0) would be 0.0275 M4/S 3. This would correspond to
Q(h) = 413.5 m3/s from Huang et al. (1998). Assuming the plume to originate from a 300 'C
point source results in excessive dilution, of the order of 4 x 104, as before. Solving Eq. (B.3)
instead yields 00) 43 'C and Q(0) = 0.24 m3/s, for an overall volume dilution of 1.2 x 104.
With such values, the mixing-layer model would correspond to a distributed source only about
half a meter in diameter with an average release velocity of about 0.2 m/s. Finally, repeating the
estimation of the temperature anomaly at neutral buoyancy by integrating Eq. (B.4), we find that
56(h) = 0.092 -C.

Notation
a thermal expansion coefficient of seawater (OC-1)
b buoyant plume radius (m)
Cp specific enthalpy of seawater (J-kgl-K-1)
B plume buoyancy flux (m4-s3 )
D thickness of plume intrusion layer (m)
E buoyant plume entrainment coefficient
g acceleration of gravity (m-s 2)
h neutral-buoyancy height of near-field plume above seafloor (m)
H plume heat flux (W)
N buoyancy frequency (s-)
Q plume volume flux (m3 _s-1)

s salinity (ppt)
U current magnitude (m-s-)
Z vertical coordinate (m)

Greek letters

t5p plume density anomaly (kg-m-3)
M9 plume temperature anomaly (kg-m3 )

p seawater density (kg-m3 )
Pref reference density (kg-m3 )ICr potential density referred to 2000 dbar (kg-m 3)
0 temperature ('C)

Subscript
a ambient seawater (plume model with stratification)
0 vent fluid

References

References for Appendix B are included with the Section 4.5 References in the main body of this
report..
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APPENDIX C
Vertical Mixing above a Steady Circular Hydrothermal Vent

The mixing boundary-layer model of Epstein and Burelbach (2001) describes the upward
injection of buoyant fluid at a velocity vo over a circular area of radius R0 into another fluid of
constant properties (subscript oo). In the process, ambient fluid is drawn radially inward until
conditions for the existence of a rising plume are met, at r = rp. Model assumptions and
analytical procedures are not discussed here unless they are of special relevance. Additional
details can be found in the above reference. In the original analysis, relative buoyancy is
generated by releasing fresh water into brine. A hot source into a cold environment would
achieve the same result, and these cases can be made undistinguishable by non-dimensionalizing
all variables. The Boussinesq approximation whereby fluid density is assumed constant except
in the vertical momentum equation is retained even though large density variations may occur in
the vicinity of hydrothermal vents.

The radial distance and boundary-layer thickness are non-dimensionalized with Ro and noted q
and 6 , respectively. The non-dimensional average inward radial velocity W* and volume flux Q*
are referred to vo and 7tRo 2vo, respectively. The average buoyancy agent 0 is replaced by the
non-dimensional variable o = (0 -0)/(Oo - 0.). A densimetric Froude number is defined for this
problem as F = vo{gRo(p-po)/pref}-112. The linear relationship between density and the buoyancy
agent (salinity, temperature) is replaced here with the simple quadratic form p Z p(l - a2d).
This approach allows density to remain within 5% of exact values over a wide high-temperature
range, as shown in Figure B. 1 of Appendix B with a2 = 3.37 x 10-1 C-2. Another assumption is
that 0. = 0 'C. At this point, the derivation in Epstein and Burelbach (2001) can be followed
step by step. The integral form of heat conservation is unchanged and Eq. (19) in Epstein and
Burelbach (2001) holds. Hydrostatic pressure is affected, however, by the different functional
dependence of density on temperature. Subsequent integration of the horizontal momentum
equation yields W* = (0.36*)1/2o-F in lieu of Eq. (18) in Epstein and Burelbach (2001). As a
result, the following surface boundary condition is obtained:

62fp2a'28*12 +3Fo = F, (C.1)

where 8) is the mixing-length thickness coefficient. Eq. (C. 1) can further be expressed in terms
of only one unknown (e.g., c) after appropriate substitutions, but an implicit equation is
obtained. In the practical low-Froude-number limit, where the convective term 3Fo" is neglected
in Eq. (C. 1), the following explicit solution can be obtained:

9* 62 2( 5 )/2( 7172 (C.2)
6 7

I 1I _17214 ) , (C .3 )

25386I12 2 2
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I

SF"1 2  (6)1/8(1 )-1/4 , and (C.4)

63/23/2 5 7 3
Q* Fl/2 56) 1/8rq( r /4 (C.5)

F" 6

An important identity is Q*cr + = 1. As in Epstein and Burelbach (2001), the apparent
singularity of cr at q = 1 is the result of discarding the convective term in Eq. (C. 1); the correct 3
value should be o(1) = 1/3 (surface temperature of Oo at the edge of the source area).

Next, the transition between mixing boundary layer and buoyant plume is considered. Instead of
Qp* z Q*(ip) and op ar(i7p), i.e., Eq. (25) in Epstein and Burelbach (2001), exact heat and mass
balances yield Qp* = Q*(q7p) + 17/2 and ap = {Q*(i7p) + qp2 }-. Inserting these values into Eq. (43)
in Epstein and Burelbach (2001), the following low-Froude-number equation for r7p is obtained:

466(6)1/2E86(1 -7 7 2)5 = 17 6. (C.6)

With f8 and E about 0.14 and 0.12, respectively, we find that ?7p is about 0.55 instead of 0.43 with
linear density.

The estimation of vent characteristics from plume initial values Q(0) = QoQp* and 0(0) = Oocp,
identified here with transition values from mixing layer to plume per se, could theoretically be
done. Since Qp*p = 1, Qocan be obtained as Q(0)6(0)/Oo. The knowledge of Qp*with Eq. (C.5)
then yields F (which should be small). Expressing the definitions of Qo and F, the radius Ro and
velocity vo can be determined straightforwardly. 3
Notation
a2 quadratic thermal expansion coefficient of seawater (0C 2)

E buoyant entrainment coefficient
F densimetric Froude number
g acceleration of gravity (m-s-2)
Q plume volume flux (M3 -s- 1)

Q non-dimensional radial inward volume flux in mixing boundary layer
r horizontal radial distance (in)
Ro radius of seafloor source of buoyant fluid (in)
W* non-dimensional average radial inward velocity in mixing boundary layer
vo upward velocity of vent fluid (in)

Greek letters

f8 mixing-length thickness coefficient
.5* non-dimensional mixing-boundary-layer thickness
7 non-dimensional radial coordinate

p seawater density (kg-m-3) I
Pref reference density (kg-m3 )
a non-dimensionalaverage temperature across the mixing boundary layer
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0 temperature ('C)
9 average temperature across the mixing boundary layer ('C)

Subscript

p properties at transition from mixing boundary layer to buoyant plume
0 vent fluid
00 ambient seawater (mixing-layer model with constant properties)

References

References for Appendix C are included with the Section 4.5 References in the main body of this
report.
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ADDENDA
For Appendix A of this report

Following this page, three Addenda will be presented that are part of the final report
submitted by DJW Technologies under Subtask 3.4.3 of the main body of this report.
The primary text of the final report is presented in Appendix A.

Addendum A Plasma Diesel Processing Final Report

Addendum B Selective Membrane Purification of Hydrogen for Fuel Cells

Addendum C Design of Integrated Plasma Reformer
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Selective Membrane Purification of Hydrogen for Fuel Cells

Jin Huang, Jian Zou and W.S. Winston Ho
Department of Chemical, and Biomolecular Engineering I
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The Ohio State University
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Abstract

This report summarizes the status and results on selective membranes for hydrogen purification
for proton-exchange membrane (PEM) fuel cells. We have synthesized novel CO 2 -selective
membranes with high CO2 permeability and high CO2/H 2 and C0 2/CO selectivities by
incorporating amino groups in polymer networks. We have also developed a one-dimensional
non-isothermal model for the countercurrent water-gas-shift (WGS) membrane reactor. The
modeling results have shown that H2 enhancement via CO 2 removal and CO reduction to 10 ppm
or lower are achievable for synthesis gas from autothermal reforming. With this model, we have
elucidated the effects of system parameters, including C0 2/H 2 selectivity, CO 2 permeability,
sweep/feed flow rate ratio, feed temperature,' sweep temperature, feed pressure, catalyst activity,
and feed CO concentration, on the membrane reactor performance. Based on the modeling study
using the membrane data obtained, we showed the feasibility of achieving H2 enhancement via
CO 2 removal, CO reduction to < 10 ppm, and high H 2 recovery. Using the membrane
synthesized, we have obtained < 10 ppm CO in the H2 product in WGS membrane reactor
experiments. From the experiments, we have verified the model developed. In addition, the
membranes have also shown high H2S permeability and selectivity vs. H2. Our initial
experiments demonstrated <10 ppb H2S in the H 2 product using the membrane synthesized.

Introduction

A water gas shift (WGS) reactor for the conversion of carbon monoxide (CO) and water to I
hydrogen (H2) and carbon dioxide (C0 2) is widely used in chemical and petroleum industries.
The reactor is also critically needed for the conversion of fuels, including gasoline, diesel,
methanol, ethanol, natural gas, biomass, and coal, to H2 for fuel cells. Since the WGS reaction is
reversible, it is not efficient, resulting in a high concentration of unconverted CO (- 1%) in the
H2 product and a bulky, heavy reactor. The reversible, exothermic WGS reaction is as follows:

CO(g) + H 20(g) " C0 2(g) + H 2(g) AH, = -41.1 kIlmol (1)

where AHr is the heat of reaction. This reaction can be enhanced significantly through a C0 2- I
selective or H2-selective membrane, which removes one of the reaction products, CO2 or H2,
respectively, to beat the reaction equilibrium and shift the reaction towards the product side.

I
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Using a C0 2-selective membrane [1-7] with the continuous removal of CO 2, a C02-selective
WGS membrane reactor is a promising approach to enhance CO conversion and increase the
purity of H2 under relatively low temperatures (-150'C). In comparison with the H2-selective
membrane reactor, the C0 2-selective WGS membrane reactor is more advantageous because (1)
a high-purity H2 product is recovered at the high pressure (feed gas pressure) and (2) air or an
inert gas can be used as the sweep gas to remove the permeate, CO2, on the low-pressure side of
the membrane to have a high driving force for the separation. These advantages are especially
important for fuel cell vehicles. The first advantage eliminates the need for an unwanted
compressor. With the second advantage, the high driving force created by the sweep gas can
result in low CO concentration and high H2 purity and recovery. Several studies have been done
on H2-selective membrane reactors, mainly based on palladium membranes and using high-
temperature WGS catalysts [8-13].

We have synthesized novel CO2-selective polymer membranes containing amino groups with
high CO 2 permeability and high C0 2/H2 and CO2/CO selectivities [6, 7, 14-16]. We have also
developed a mathematical model [3, 14, 15] to predict the performance of the WGS membrane
reactor and to guide and minimize experimental efforts on the reactor. With the modeling and
experimental efforts, we have obtained < 10 ppm CO in the H2 product from the WGS
membrane reactor using C0 2-selective membrane we have synthesized. In addition, the
membranes have also shown high H2S permeability and selectivity vs. H2. Our initial
experiments showed < 10 ppb H2 S in the H2 product using the membrane synthesized.

Approach

We have synthesized novel C0 2-selective membranes with high CO 2 permeability and high
C0 2/H 2 and C0 2/CO selectivitie by incorporating amino groups in polymer networks [6, 7, 14-
16]. We incorporated the membrane synthesized in the WGS membrane reactors to show CO
reduction to 10 ppm or lower in the H2 product in reactor experiments using the synthesis gas
feed with 1% CO. We have developed a mathematical model [3, 14, 15] to predict the
performance of the WGS membrane reactor and to guide and minimize experimental efforts on
the reactor. In the model, the low-temperature WGS reaction kinetics for the commercial
catalyst (Cu/ZnO/AI20 3) reported by Moe [17] and Keiski et al. [18] was used. We have verified
the model for the prediction of the performance of the "Big Cell" WGS membrane reactor. As
the membranes have also shown high H2S permeability and selectivity vs. H2, we also used the
"Big Cell" without containing catalyst particles to demonstrate H2S removal to 10 ppb.

Results and Discussion

We have synthesized novel C0 2-selective membranes by incorporating amino groups in polymer
networks [6, 7, 14-16]. Figure 1 gives the CO 2 permeability and C0 2/H2 selectivity results as a
function of temperature from I 00'C to 180'C for the feed gas pressure of 2.1 atm and the sweep
gas (air or nitrogen) of atmospheric pressure. As shown in this figure, the CO 2 permeability was
about 4000 Barrers (1 Barrer = I 0-Dcm 3 (STP)-cM/cm 2-s-cmHg) or higher for the temperatures
ranging from 100 0C to 150C. However, the permeability reduced to about 2000 Barrers as the
temperature increased to 180C. This was due to the reduction of water retention in the
membrane as the temperature increased. Also shown in this figure, the CO 2/H2 selectivity was
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about 100 or higher for the temperatures ranging from I 00°C to 150C. However, the selectivity
reduced slightly as the temperature increased to 170 0C. This was a result of CO2 permeability I
decrease due to the reduction of water retention in the membrane described above. At 180'C, the
selectivity reduced significantly to slightly greater than 10 due to the significant swelling of this
membrane at this high temperature. Nonetheless, the selectivity of 10 is still good enough to i
give a reasonably high H2 recovery of about 90%, which will be described in the following
modeling work.

1000 1000 0

M 100 S 100 0n

44
10 100

Nd 10 -10C.) 2.1 atm Feed Pressure

I Barrer = 10-mCM3(STP)_CMICM 2_ScmHg

90 110 130 150 170 190

Temperature (*C)
Figure 1. CO2 permeability and C0 2/H 2 selectivity results as a function of temperature.

Figure 2 gives the CO 2 permeability results as a function of feed pressure from about 2 atm to
about 4 atm at 150C. As shown in this figure, the permeability did not change significantly with
the feed pressures investigated.

2500
1500C

Le2000-

Z- 1500

1000 I
0 500-

0

1 2 3 4 5

Feed Pressure (atm)
Figure 2. CO2 permeability results as a function of feed pressure at 150C.
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Figure 3 depicts the C0 2/CO selectivity results as a function of temperature from 100°C to 1700C
for the feed gas pressure of 2.1 atm. As depicted in this figure, the selectivity reduced as the
temperature increased. This was a result of CO 2 permeability decrease due to the reduction of
water retention in the membrane described above. However, the C0 2/CO selectivity results for
this temperature range were greater than about 160, which is very good.

10000

0 1000

0

10

80 100 120 140 160 180

Temperature (°C)

Figure 3. C0 2/CO selectivity results as a function of temperature.

Modeling of Membrane Reactor

Model Development

As one of the two main types of commercialized membrane modules, the hollow fiber membrane
module has shown excellent mass transfer performance because of its large surface area per unit
volume (about 3000 ft2/ft3 for gas separation) [19]. In this modeling work, the WGS membrane
reactor was configured to be a hollow fiber membrane module with catalyst particles packed
inside the fibers. The following assumptions were made in the model:

(1) The hollow fiber module is composed of C0 2-selective facilitated transport membrane;
(2) CO 2 and H2 are the only two gases permeating through the membrane;
(3) Membrane permeability is fixed and does not change with temperature variation in the

module;
(4) There is no temperature variation in the radial direction inside a hollow fiber due to its small

dimension;
(5) The module is adiabatic and operating at a steady state;
(6) There is no axial mixing;
(7) The pressure drops on both lumen and shell sides are negligible.

Addendum B-4



U
I

As shown in Figure 1, the CO 2 permeability of the membrane was in the range of 1000 to 8000
Barrers (1 Barrer = 10-10 cm 3 (STP)-cm/cm 2-s-cm Hg), and the C0 2/H 2 selectivity, expressed in I
Eq. (2) [19], was in the range of 10 to 80.

a = ()2/YH, (2)

Xco() 1XH,

The catalyst packed was assumed to be the commercial Cu/ZnO catalyst for lower-temperature
WGS reaction. A number of studies on the reaction kinetics of the commercial WGS catalyst, i
CuO/ZnO/AI 20 3, have been published [17, 18, 20-23]. Above 200'C, Campbell's [20] rate
equation is pore-diffusion limited, not chemical-reaction limited. Campbell stated that his
reaction rate fitted poorly with experimental data obtained for temperatures less than 200C.
Fiolitakis et al. [21] gave an activation energy of 46 kJ/mol but did not give a reaction rate
constant. Salmi and Hakkarainen [22] only had data for temperatures greater than 2000C. Based
on the experimental data of the commercial catalyst (ICI 52-1), Keiski et al. [18] gave two
reaction rates for the low-temperature WGS reaction over a range of 160 - 250C. The first was
dependent only on CO concentration and gave an activation energy of 46.2 kJ/mol. The second
reaction rate was dependent on CO and steam concentrations with a lower activation energy of I
42.6 kJ/mol. Because of the proximity of our operation conditions to theirs and the fact that
steam is in excess in most of the membrane reactors, Keiski et al.'s first reaction rate expression
was chosen for this work. The reaction rate is given by Eq. (3).

13P exp(13.39_5557 )no(1- nf,2nf'0°2 )(3)_ _

= 1.0x1 - n,RTf f KTnf,on f,H(o

where the expression for KT [17, 18] is as follows:

KT = exp (-4.33 + 4577.8 (4)

The temperatures of both feed (lumen) and sweep (shell) sides are affected by the heat of the
reaction and the heat transfer through the membrane. The overall heat transfer coefficient U was
derived via the series resistance method to include both convective and conductive heat transfer.

I1 di din + 2f din dnout din

-+- ln( + ln( d+ In( 1 (
hf 2k, din 2[(1 - c)km + dc,, d, + 2f dot h, I

where hf is the feed (lumen) side heat transfer coefficient, h, is the sweep (shell) side heat
transfer coefficient, i is the effective thickness of the selective membrane layer (on the inside of 3
the hollow fiber), km. and ka are the thermal conductivities of the membrane and the gas,
respectively, c is the porosity of the support layer of the hollow fiber, and di, and dou, are the
inside and outside diameters of the hollow fiber, respectively. In Eq. (5), the thermal I
conductivities of the selective membrane layer and the hollow-fiber support layer were assumed
to be the same, i.e., kin, which is true for an integrally skinned membrane [19].
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The convective heat transfer for the feed (lumen) side can be considered to be that on the inside
wall of a packed bed. Due to the small dimension of the lumen, we assumed that the inside heat
transfer resistance was negligible and then there was no temperature difference in the radical
direction inside the fiber. Many researchers have studied the shell side mass transfer of hollow
fiber modules based on either empirical or fundamental work [24-28]. According to the analogy
between heat and mass transfer, similar equations can be used for the calculation of heat transfer
coefficients by changing Sh to Nu and Sc to Pr, respectively. Yang and Cussler's correlation
equation [24] was chosen because the module configuration and operation parameters they used
were similar to those in this work.

(093

h ! =1.25 k ReRe Pr03 3  (6)

where dh is the hydraulic diameter, L is the hollow fiber length, Re is the Reynolds number, and
Pr is the Prandtl number. In addition, because mass transfer and heat transfer occurred
simultaneously in the membrane reactor, the energy carried by permeating gases was also taken
into account in the model.

Based on the schematic diagram of the WGS hollow-fiber membrane reactor illustrated in Figure
4, the molar and energy balances were performed on both feed (lumen) and sweep (shell) sides,
respectively.

Sweep

Feed

* 4\

nI z n

z Z+AIZ

I Ji

Figure 4. Schematic diagram of water-gas-shift hollow-fiber membrane reactor.
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Molar Balance 3
Based on the volume element from z to z + Az, the molar balance on the feed or lumen side
for gas species i can be expressed as:

In - Out + Generation =Accumulationor
or + ir d 2 Az r =0 (7)

nj-nj:--idA7 4

where ni , J and r, are the molar flow rate, permeation flux and reaction rate of gas species i, i
respectively; and

Ji = p, (8)

where P, and ApT are the membrane permeability and transmembrane partial pressure difference
of gas species i, respectively.

Dividing both sides of equation (7) by Az and taking the limit as Az -* 0 give:

d± f,_ = I z d lr - r di Ji (9)--
dz 4

Similarly, the molar balance on the sweep or shell side is carried out, and the resulting equation
is:

dns'dz - r d,ll J (10)

In addition, the H2 recovery is defined as the ratio of the exit H 2 molar flow rate to the
combination of the inlet H 2 and CO molar flow rates. All these flow rates are on the feed, lumen
side.

Energy balance

Considering the heat of the reaction, the heat transfer through the membrane, and the energy
carried by permeating gases, we carried out the energy balance on the volume element of the
membrane reactor from z to z + Az. Differential equations were obtained by taking the limit as
Az -+ 0. The differential equation for the feed or lumen side is: 3

dYi(lfiepIiI:) 1rd2rHJA
dz 4 r, JHr Tf -rdn (U, +e p,,J CQ + CP, JH2  (11)3
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where AHr is the heat of reaction, and cp is the heat capacity of the individual gas species in the
gas mixture.

The differential equation for the sweep or shell side is:

d y(n, c ,iT) - rd i (U, + c ,, , J co, + c p, JH,)A T (12)

dz

The boundary conditions of above differential equations are listed as follows:

Atz = 0:
= 140'C, nt, C = X(,)nlo, nf H20 = XH 2o n,0

nf H 2 = XH2 1O, nf c' = X(702 n,O

At z = L:
T, = 140 0C, n,. , ns, H2o = 0,

n H -2 = 5 x 10- 7 n,o y, ns, 'o2 = 370 x 10- 6 n,0 'Y

where nto is the feed molar flow rate, x is the molar fraction of the individual gas species in the
gas mixture, and y is the inlet sweep-to-feed molar flow rate ratio or sweep-to-feed ratio in the
following paragraphs.

Although pure hydrogen is a superior fuel-cell fuel, currently there are issues on its storage and
distribution [29]. As a more practical way, hydrogen used in an automotive fuel cell is suggested
to be produced by reforming reactions of the available fuels, such as methanol, natural gas,
gasoline and diesel. Steam reforming (SR), partial oxidation (POX) and autothermal reforming
(ATR) are three major reforming processes. In SR, steam reacts with hydrocarbon over a
catalyst to form H2, CO and CO 2 at around 750 - 800°C since this reaction is strongly
endothermic. In POX, the hydrocarbon reacts with a deficient amount of oxygen or air to
produce H2, CO and CO 2 while a large amount of heat is generated. ATR integrates these two
processes together by feeding the hydrocarbon, water, and air together into the reactor at the
same time. The SR reaction absorbs most of the heat generated by the POX reaction, and an
overall process takes place slightly exothermally. Since the steam reforming reaction is strongly
endothermic, a large and heavy reactor is needed to meet the heat exchange requirement. With
smaller and lighter hardware, the autothermal reforming process is generally considered to be
more attractive for on-broad hydrogen generation for the automotive fuel cell system [30].

In this work, nt0 was 1 mol/s for autothermal reforming synthesis gas. With the composition of
the synthesis gas given in Table 1, the flow rate was chosen because a sufficient H2 molar flow
rate would hence be provided to generate a power of 50 kW via the fuel cell for a five-passenger
car [29]. Heated air was used as the sweep gas. The concentrations of hydrogen and carbon
dioxide in the inlet air were set as 0.5 ppm and 370 ppm, respectively.
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Table 1. The compositions of autothermal reforming synthesis gas.

CO H 20 H2  CO 2  N 2  CH 4

Autothermal reforming 1% 9.5% 41% 15% 33.5% 0%

The bvp4c solver in Matlabe was used to solve the above differential equations of the boundary
value problem with the given boundary conditions. During the calculation, the hollow fiber
number was adjusted to satisfy the constraint of feed exit CO concentration, i.e., <1 0 ppm.

Reference Case

A reference case for the autothermal reforming synthesis gas was chosen with the C0 2/H2
selectivity of 40, the CO2 permeability of 4000 Barrers (1 Barrer = 10-10 cm 3 (STP)-cm/cm 2 -s-cm
Hg), the inlet sweep-to-feed molar flow rate ratio of 1, the membrane thickness of 5 tm, 52,500
hollow fibers (a length of 61 cm, an inner diameter of 0.1 cm, and a porous support with a I
porosity of 50% and a thickness of 30 im), both inlet feed and sweep temperatures of 140C, and
the feed and sweep pressures of 3 and I atm, respectively. With respect to this case, the effects
of CO2 /H 2 selectivity, CO 2 permeability, sweep-to-feed ratio, inlet feed temperature, inlet sweep I
temperature, feed pressure, and catalyst acitivity on the reactor behavior were then investigated.

Figure 5 shows the profiles of the feed-side mole fractions of CO and CO2 along the length of the
countercurrent membrane reactor. The modeling results demonstrated that this membrane
reactor could decrease CO concentration from 1% to 9.82 ppm along with the removal of almost
all the CO2.

0.16

0.14-
Co0 0.12

LL. 0.1 C02

0 0.08-

S0.04- 315 ppm CO2
0

0.02 Co 9.82 ppm CO

011
0 10 20 30 40 50 60 70 ,

Reactor Length (cm)

Figure 5. Feed-side CO and CO2 mole fraction profiles along the length of I
membrane reactor for autothermal reforming syngas.

I
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Figure 6 depicts the profiles of feed-side H2 concentrations on the dry and wet bases. As
depicted in this figure, the membrane reactor could enhance H2 concentration from 45.30% to
54.95% (on the dry basis), i.e., from 41% to 49.32% (on the wet basis). In this case, the H2
recovery calculated from the model was 97.38%. With the advancement of the high temperature
proton-exchange-membrane fuel cell (120 - 1800C), it is expected that the constraint of CO
concentration can be relaxed to about 50 ppm in the near future. Then, the required hollow fiber
number could be reduced significantly to 39,000 based on the modeling results.

0.75

0
U 54.95% (Dry Basis)

IL 0.5-
a0 49.32% (Wet Basis)I0

0.25

I0i i i

0 10 20 30 40 50 60 70

Reactor Length (cm)

Figure 6. Feed-side H 2 mole fraction profiles along the length of membrane reactor
for autothermal reforming syngas.

The temperature profiles for both feed and sweep sides are shown in Figure 7 with a maximum
for each profile. Since the overall module was adiabatic, the feed gas was heated by the
exothermic WGS reaction. The highest feed-side temperature was 158 0C at about z = 15 cm.
Beyond that, the feed-side temperature reduced, and it became very close to the sweep-side
temperature at the end of membrane reactor. This was due to the efficient heat transfer provided
by the hollow fiber configuration. Higher temperatures enhance WGS reaction rates but are
unfavorable for CO conversion. Thus, it is important to use air with appropriate temperature,i.e., 140 0C as the sweep gas to keep the feed gas within 150 ± 10C.
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Figure 7. Feed-side and sweep-side temperature profiles along the length of
membrane reactor for autothermal reforming syngas.

Effect of C0 2/H, Selectivity

In order to study the impact of C0 2/H2 selectivity on the membrane reactor performance, ox = 10,
20, 40, 60 and 80 were applied in the model while the other parameters for the reference case
were kept constant. As shown in Figure 8, the feed-side exit CO concentration increased slightly i
as the C0 2/H 2 selectivity increased. This was due to the fact that higher selectivity caused lower
HE permeability and thus a lower H2 permeation rate or higher HE concentration on the feed side,
which was unfavorable for the WGS reaction rate. Also shown in this figure, the H2 recovery
increased from 89.85% to 98.68% as the C0 2/H2 selectivity increased from 10 to 80. This
indicated that the higher selectivity decreased the H2 loss because of the reduction in H2
permeation through the membrane. In addition, the modeling results showed that a C0 2/H2  3
selectivity of 10 was the minimum value required for a H2 recovery of about 90%.
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Figure 8. The effects of C0 2 /H 2 selectivity on feed-side exit CO concentration and
H2 recovery for autothermal reforming syngas.

Effect of CO Permeability

The membrane areas required for the exit feed CO concentration of <10 ppm in the H2 product
were calculated with five different CO 2 permeabilities ranging from 1000 to 8000 Barrers while
the other parameters for the reference case were kept constant. As demonstrated in Figure 9, the
required membrane area or hollow fiber number dropped rapidly as permeability increased from
1000 Barrers to 4000 Barrers. Beyond that, it approached an asymptotic value gradually.
Increasing CO 2 permeability increased the CO 2 permeation rate and enhanced the CO 2 removal,
which shifted the WGS reaction towards the product side. However, after the permeability
exceeded about 6000 Barrers, the overall system became reaction controlled. Hence, the
influence of the permeability became less significant.
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Figure 9. The effect of CO 2 permeability on required membrane area for
autothermal reforming syngas.

Effect of Sweep-to-Feed Ratio

The inlet sweep-to-feed molar flow rate ratios of 0, 0.25, 0.5, 1, 1.5, 2 and 2.5 were used in the
calculation while the other parameters for the reference case were kept constant. Figure 10
illustrates the effect of sweep-to-feed ratio on feed-side exit CO concentration. As illustrated in I
this figure, increasing the sweep-to-feed ratio decreased the exit CO concentration first and then
increased it slightly. A higher sweep-to-feed ratio resulted in a lower CO 2 concentration on the
sweep side and then a higher CO 2 permeation driving force. However, it also enhanced heat
transfer and then decreased the feed-side temperature, which was unfavorable to the WGS
reaction rate. Therefore, an optimal sweep-to-feed ratio of about 1 existed as a result of the
tradeoff between the effects on the CO2 permeation rate and the WGS reaction rate. Also
illustrated in this figure is the effect of sweep-to-feed ratio on H2 recovery. The sweep-to-feed
ratio, particularly for y = 0.25 or greater, did not have a significant effect on the H2 recovery.
This was due to the fact that the resulting CO concentrations were very low (< 240 ppm for y =
0.25 or greater) and did not affect the H2 recovery.

For the extreme case with zero sweep flow, the exit CO concentration increased drastically to
1168 ppm, and the H2 recovery became 98.15%. Lowering a sweep-to-feed ratio (to 0.25 or
lower) decreased the CO 2 removal and the H2 permeation by reducing their driving forces. This
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resulted in a lower CO conversion accompanied with a higher CO concentration in the H 2

product and a slightly higher H2 recovery. The effect of sweep flow on membrane reactor
performance was investigated experimentally and theoretically by some researchers [31-33].
Giessler et al. showed a similar trend and maximum CO conversion for their molecular sieve
silica membrane reactor [31].
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Figure 10. The effects of sweep-to-feed ratio on feed-side exit CO concentration and
H2 recovery for autothermal reforming syngas.

Effect of Inlet Feed Temperature

In order to study the impact of inlet feed temperature on the membrane reactor performance, TfO
= 80, 100, 120, 140, 160, 180 and 200'C were applied in the model while the other parameters
for the reference case were kept constant. As shown in Figure 11, the required membrane area or
hollow fiber number decreased as the inlet feed temperature increased. It approached an
asymptotic value gradually. The feed side temperature profiles for different feed inlet
temperatures are presented in Figure 12. The feed side temperature increased as the inlet feed
temperature increased especially at the entrance section. The higher feed side temperature gave
a higher WGS reaction rate, and thus a less reactor or catalyst volume, i.e., a lower membrane
area, was required. The unfavorable WGS equilibrium at high temperatures was compensated by
the simultaneous CO 2 removal.
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Figure 11. The effect of inlet feed temperature on required membrane area for

autothermal reforming syngas.
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Figure 12. Feed-side temperature profiles along the length of membrane reactor for I
autothermal reforming syngas with different inlet feed temperatures. I

Effect of Inlet Sweep Temperature

The membrane areas required for the exit feed CO concentration of <10 ppm in the H2 product
were calculated with seven different inlet sweep temperatures ranging from 80 to 200'C, while
the other parameters for the reference case were kept constant. As demonstrated in Figure 13,
the required membrane area or hollow fiber number dropped rapidly as the inlet sweep
temperature increased from 80'C to 160C. Beyond 160'C, it increased slightly. Figure 14

I
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depicts the feed side temperature profiles along the membrane reactor with different inlet sweep
temperatures. Increasing the inlet sweep temperature increased the feed side temperature
significantly over a longer reactor length in comparison with increasing the inlet feed
temperature as shown in Figure 12. A higher feed side temperature resulted in a higher WGS
reaction rate and thus a lower membrane area as described earlier. When the inlet sweep
temperature exceeded about 160 0C, the WGS reaction equilibrium became less favorable, and
the overall system became more mass transfer controlled. Hence, more membrane area was
needed to remove the generated CO 2 to achieve < 10 ppm CO in the H2 product.
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Figure 13. The effect of inlet sweep temperature on required membrane area for
autothermal reforming syngas.
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Figure 14. Feed-side temperature profiles along the length of membrane reactor for
autothermal reforming syngas with different inlet sweep temperatures.
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Effect of Feed Pressure 3
Six different feed pressures ranging from 1 to 6 atm were used in the calculation while other
parameters for the reference case were kept constant. The effect of feed pressure on the required I
membrane area for the exit feed CO concentration of <10 ppm is depicted in Figure 15. As
depicted in this figure, increasing feed pressure decreased the required membrane area
significantly, particularly from 1 to 2 atm. Beyond that, the hollow fiber number continuedI
gradually decreasing. Obviously, the increasing feed-side pressure brought a higher CO 2
permeation driving force, but the pressure of 1 atm would be too small to provide enough driving
force. In addition, for a gas phase reaction, the WGS reaction rate is proportional to the feed-
side pressure, pf, which is evidenced by Equation (3). Therefore, higher feed-side pressure
would not only increase the mass transfer driving force, but also enhance the reaction rate.
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Figure 15. The effect of feed pressure on required membrane area for

autothermal reforming syngas.

Effect of Catalyst Activity

The effect of catalyst activity on the required membrane area was studied by assuming several
WGS reaction kinetics based on the Cu/ZnO kinetics equation proposed by Keiski et al. [18]. In
Figure 16, the number on the horizontal x axis indicates the reaction kinetic rate in terms of the I
times of the Cu/ZnO kinetics, e.g., 1 represents the Cu/ZnO kinetics, 2 represents a kinetics of 2
times the Cu/ZnO kinetics, etc. As illustrated in this figure, increasing catalyst activity reduced
the required membrane area significantly. The higher catalyst activity resulted in a higher I
reaction rate, which also increased the CO 2 permeation rate because of a higher CO 2 partial
pressure on the feed side and thus a higher driving force across the membrane. Hence, with the
advancement of a more active WGS catalyst, the membrane reactor would become more I
compact.

A
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Figure 16. The effect of catalyst activity on required membrane area for
autothermal reforming syngas.

Modeling of Membrane Reactor Using Membrane Data Obtained

We used the selectivity and flux data obtained as the input to the mathematical model developed
[3, 14, 15] to show the feasibility of achieving H 2 enhancement, CO reduction to < 10 ppm, and
high H2 recovery, to study the effects of system parameters on the reactor, and to guide /
minimize experimental work. The C0 2/H 2 selectivity of 40 and the CO2 permeability of 4000
Barrers were used again in the modeling work. We have investigated the performance of the
countercurrent membrane reactor for the synthesis gases from the autothermal reforming of
gasoline with air. The three synthesis gases investigated at 3 atm contained CO at concentrations
of 10%, 5%, and 1%. Figure 17 illustrates the profiles of the CO concentration in the H2 product
for a total reactor length of 61 cm for these three feed CO concentrations. As shown in this
figure, a H 2 product with less than 10 ppm CO was obtained from each of these synthesis gases.
In the membrane reactor for each of these synthesis gases, the syngas flow with an inlet
temperature of 140 0C was countercurrent to the flow of hot air sweep with an inlet temperature
of 140'C, the molar flow rate ratio of the air sweep to the syngas (Y) was 1, and the catalyst was
the commercial Cu/ZnO supported on alumina.
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Figure 17. Feed-side CO mole fraction profiles along the length of membrane reactor
for autothermal reforming syngases with 10%, 5%, and 1% CO.

For each of these synthesis gases, significant H2 enhancement was achieved via CO 2 removal.
For example, the H2 concentration was increased from 41% in the inlet 1% CO feed gas to
49.3% in the outlet H2 product on the wet basis including water (from 45.3% to 55.0% on the dry
basis). Similar significant H 2 enhancement was also achieved for the 5% and 10% CO feed
gases. In addition, a high H2 recovery of greater than 97.3% was obtained for these synthesis
gases as indicated in Figure 17.

We also investigated the effects of CO 2/H 2 selectivity on exit CO concentration and H2 recovery
for these synthesis gases through the modeling. For the CO 2/H2 selectivity ranging from 10 to I
80, the exit CO concentration of less than 10 ppm was achievable. A lower selectivity actually

resulted in a slightly lower exit CO concentration as a lower selectivity (higher H 2 loss)

enhanced the WGS reaction. However, the selectivity had a significant effect on H2 recovery as
shown earlier in Figure 8 for the 1% CO feed gas. A selectivity of 10 gave a H2 recovery of
about 90%, which is still quite good. As the selectivity increased, the H2 recovery increased
significantly. At the selectivity of 40, the H 2 recovery was greater than 97.3% as mentioned
earlier. For the selectivity of 60 or greater, the H2 recovery was greater than 98.2%.

I
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"Big Cell" Membrane Reactor Experiments

We constructed and set up a "Big Cell" membrane reactor for studying the scale-up of WGS
membrane reactor. The "Big Cell" membrane reactor was a rectangular cell with a well-defined
gas flow and velocity both for the feed and sweep sides. Thus, this membrane reactor is suitable
for modeling and scale-up work. That is, the data from this membrane reactor can be used for
comparison with modeling results and for scale-up. Figure 18 shows the schematic of this
membrane reactor.

Reformate High (H2)
Feed "O 2  Product

Air
with Air, N2 or Steam

CO 2
z 0 7.8 in. (19.8 cm)

Figure 18. The schematic of the rectangular "Big Cell" water-gas-shift
membrane reactor.

In the membrane reactor experiments using the "Big Cell", the synthesis gas feed containing 1%
CO, 17% CO 2, 45% H2, 37% N2 (on the dry basis) entered into the membrane reactor after the
catalyst activation. The operating temperature was 150°C, and the feed pressure of the synthesis
gas was 2 atm. Figure 19 shows the results obtained from this "Big Cell" WGS membrane
reactor. As shown in this figure, the CO concentration in the exit stream, i.e., the H2 product,
was <10 ppm (on the dry basis) for the various feed flow rates of the syngas from 20 to 70
cc/min. The data agreed reasonably with the prediction by the non-isothermal mathematical
model that we have developed [3, 14, 15] based on the material and energy balances, membrane
permeation, and the low-temperature WGS reaction kinetics for the commercial catalyst
(Cu/ZnO/A120 3) reported by Moe [17] and Keiski et al. [18] as described earlier.

As indicated from Figure 15, if the feed pressure of the synthesis gas was higher than 2 atm, a
higher feed gas rate could be processed to obtain <10 ppm CO in the H2 product for the given
membrane area of the "Big Cell" reactor.
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Figure 19. The results of CO in the exit H2 product for the inlet 1% CO feed gas at
various flow rates from the "Big Cell" water-gas-shift membrane reactor.

Gas hourly space velocity (GHSV) is defined in the following equation: I

GHSV = Gas Flow Rate (L/h) (13) 3
Reactor Volume (L)

Thus, the units of GHSV are hr 1. The GHSV values for the data shown in Figure 19 were 5
calculated according to this equation by taking into account the membrane thickness and packing
density. The calculated GHSV results corresponding to the experimental data given in Figure 19
are shown in Figure 20. As shown in Figure 20, a high GHSV of about 4600 hr- is achievable.
As mentioned earlier, if the feed pressure of the synthesis gas was higher than 2 atm, a higher
feed gas rate could be processed, i.e., a higher GHSV would be achievable.

I
I
I
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Figure 20. The calculated GHSV results for the data shown in Figure 19 at various

flow rates from the "Big Cell" water-gas-shift membrane reactor.

H2S Transport Properties

The synthesized C02-selective membranes containing amino groups are stable to H2S. However,
1-12S has much higher reaction rate with the amine than CO2 as the former reacts with the amine
via proton transfer and the latter reacts with the amine via carbamate formation primarily. Thus,
H2S can permeate through the membrane much faster than CO2, and H2 S can be completely
removed in the front section of the WGS membrane reactor. In the absorption of H2S and CO2
into aqueous amine solutions, the H2S/CO 2 selectivity is about 3 [34-40]. Our initial membrane
data (2 atm) in Figure 21 have also shown H2S with about 3 times permeability of CO 2. A very
high permeability of greater than about 20000 Barrers was obtained at 110 - 130C.
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Figure 21. H2S and CO 2 permeabilities as a function of temperature

Figure 22 depicts the corresponding H2S and CO 2 selectivities vs. H2. As depicted in this figure,
the H2S and CO2 selectivities vs. H2 were very high, i.e., about 600 and 200, respectively. The
CO2 permeability/selectivity results were consistent with those shown in Figure 1.
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Figure 22. H2S and CO 2 selectivities vs. H2 as a function of temperature.
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Effective Removal of H2S from Syngas

We have recently shown effective removal of H2S with the C0 2-selective membrane we have
synthesized. Figure 23 shows the schematic of the H2S removal as well as CO 2 removal using
the "Big Cell" as an example. In the experiments, Argon was used as the sweep gas for the ease
of gas chromatography analysis.

I H2 Feed High-Purity H2

C0 2  H2S Product

Ar with CO 2 H2S + Ar

I z = 0 7.8 In (19.8 cm)

Figure 23. The schematic of the "Big Cell" without containing catalyst particles
for H2 S removal.

In our initial experiments, we used a small circular membrane cell with an active membrane area2

of 45.6 cm. Figure 24 shows the results using the syngas feed containing 50 ppm H2S, 1% CO,
17% CO 2, 45% H2, and 37% N2 (on the dry basis) at 120C and 2 atm from autothermal

reforming with air. As shown in this figure, H2S was removed from 50 ppm to about 0.08 ppm
(80 ppb) at a feed flow rate of 10 cc/min.

100

E..
CL 10:

I0

x 0.1

0.01 . . . . .

5 10 15 20 25 30 35
Feed Flow Rate (cc/min)

Figure 24. The results of H2S in the exit H2 product from the small cell at various
feed rates for the syngas feed containing 50 ppm H2S and I% CO.
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Figure 25 depicts the H2S results using the synthesis gas containing 100 ppb H 2S (on the dry
basis) at 120'C and 2 atm. Approximately 5 ppb H 2 S in the treated syngas was obtained with a
feed flow rate of 10 cc/min.

I
14

120 0C, 2 atm 3
12 Small Cell

.2 10 I
81-

06-
0 1
CI)4 4

• -- IX

5 10 15 20 25 30 35 I
Feed Flow Rate (cc/min)

Figure 25. The results of H2S in the exit H2 product from the small cell at various
feed rates for the syngas feed containing 100 ppb H2S.

The "Big Cell" without containing catalyst particles was also used for the removal of H2S from
the syngas containing 50 ppm H2S, 6.5% CO, 12% CO 2, 40% H2, 40% N 2 (on the dry basis).
Figure 26 shows the results of H 2S concentration (on the dry basis) in the exit stream (the H2
product) at 120C and 2.5 atm from the rectangular membrane cell at various feed flow rates. As
shown in this figure, a low H2 S concentration of about 10 ppb was obtained for a feed flow rate I
of about 5 cc/min, indicating a nearly complete removal of H2 S from the syngas. Even at the
high feed rate of 60 cc/min, the H2S concentration in the exit stream was less than 1000 ppb (1

ppm).
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Figure 26. The results of H2S in the exit H2 product from the "Big Cell"
(without containing catalyst particles) at various flow rates
for the syngas feed containing 50 ppm H2S and 6.5% CO.

The GHSV values for the data shown in Figure 26 were calculated in the same way described
earlier. The calculated GHSV results corresponding to the experimental data given in this figure
are shown in Figure 27. As shown in this figure, a high GHSV of about 2500 hr-1 is achievable
for an exit H2 S concentration of 100 ppb.
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Figure 27. The calculated GHSV results for the data shown in Figure 26 from
the "Big Cell" (without containing catalyst particles) at various flow
rates for the syngas feed containing 50 ppm H2S and 6.5% CO.

Conclusions

We have synthesized membranes containing amino groups with high CO 2 permeability and high
C0 2/H2 and C0 2/CO selectivities. The membranes showed a high CO 2 permeability of about
4000 Barrers, a high C0 2/H 2 selectivity of greater than 40, and a high C0 2/CO selectivity of
greater than 160 at 100 - 170C. These membranes could be operated to about 1800C.

A one-dimensional non-isothermal model was developed to predict the performance of the novel
water-gas-shift (WGS) membrane reactor. The modeling results have shown that H2

enhancement via CO 2 removal and CO reduction to 10 ppm or lower are achievable for synthesis
gas from the autothermal reforming of gasoline with air. With this model, we have elucidated
the effects of system parameters, including C0 2/H 2 selectivity, CO2 permeability, sweep/feed
flow rate ratio, feed temperature, sweep temperature, feed pressure, catalyst activity, and feed
CO concentration, on the membrane reactor performance. As the CO 2/H 2 selectivity increased,
the recovery of H2 increased, without affecting the membrane area requirement and the low CO
attainment significantly. Higher membrane permeability resulted in the reduction of the required
membrane area. Increasing sweep-to-feed ratio enhanced the permeation driving force but

I
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decreased the feed side temperature and thus the reaction rate, resulting in a net effect balanced
between them and an optimal ratio of about 1. As either of the inlet feed and sweep temperatures
increased, the membrane area requirement decreased. However, the temperatures greater than
about 170'C would be unfavorable to the exothermic, reversible WGS reaction. Increasing feed
pressure decreased the required membrane area significantly, particularly from I to 2 atm.
Increasing catalyst activity enhanced WGS reaction and CO2 permeation. The modeling study
showed that both WGS reaction and CO2 permeation played an important role on the overall
reactor performance and that the reactor was effective for the syngas with a wide range of CO
concentration (from 1% to at least 10%).

Based on the modeling study using the membrane data obtained, we have shown the feasibility
of achieving H2 enhancement via CO2 removal, CO reduction to _< 10 ppm, and high H2
recovery. We have obtained <10 ppm CO in the H2 product in WGS membrane reactor
experiments using the "Big Cell" WGS membrane reactor with well-defined flows. The data
from the "Big Cell" WGS membrane reactor have agreed well with the mathematical model
developed, which can be used for scale-up.

In addition, the membranes have also shown high H2S permeability and selectivity vs. H2. A
very high H2S permeability of greater than about 20000 Barrers was obtained at I 10 - 130C. At
this temperature range, the H2 S / H2 selectivity was very high, i.e., about 600. Initial H2 S
removal experiments were carried out using the small cell and the "Big Cell" without containing
catalyst particles. From the experiments, the H2 product containing less than 10 ppb H2S was
successfully achieved.

Nomenclature

cp heat capacity (J/mol /K)
d hollow fiber diameter (cm)
dh hydraulic diameter (cm)
h convective heat transfer coefficient (W/cm 2 /s)
AHr heat of reaction (J/mol)J permeation flux (mol/cm2/s)
k, gas thermal conductivity (W/cm/s)
km membrane thermal conductivity (W/cm/s)
KT reaction equilibrium constant (atm"2)
1 membrane thickness (cm)
L length of reactor or hollow fiber (cm)
n molar flow rate (mol/s)
Nu Nusselt number
p pressure (atm)
P permeability (Barrer)
Pr Prandtl number
r volumetric reaction rate (mol/cm3/s)
R ideal gas constant (atm . cm 3/mol/K)
Re Reynolds number
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Sc Schmidt number
Sh Sherwood number I
T temperature (°C)
U overall heat transfer coefficient (W/cm 2/K)
x feed side molar fraction I
y sweep side molar fraction
z axial position along the length of reactor (cm)

Greek Letters

a C0 2/H2 selectivity
y inlet sweep-to-feed molar flow rate ratio
16 porosity of the support layer in the hollow fiber

Pb catalyst bulk density (g/cm 3)

Subscripts

0 initial
f feed side
i species I
in inside of the hollow fiber
out outside of the hollow fiber
s sweep side I
t total
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Design of Integrated Plasma Reformer
The objective of the systems integration design activity is to identify the physical and
chemical interfaces between the plasma reformer and the selective membrane purification
system. Analysis of the interface requirements will define the balance of plant
components for the integrated system. Table 1 provides the input parameters for the
plasma reformer. Table 2 identifies the temperature, pressure and flow rates for the
reformate product from the plasma reformer.

Table 1: Plasma fuel processor input parameters: proposed solutions
Pre-heat fuel: heater or heat

Fuel inlet temperature 330 - 3700 C ehage
exchanger

Fuel inlet flow rate 5.5 g/minute Flow regulator

Fuel inlet pressure 3 atm Liquid pump

Air inlet temperature 330 - 3700 C Pre- heat air: heater or heat exchanger

Air inlet flow rate 23 L/minute Flow regulator

Air inlet pressure 3 atm Compressor

Water inlet flow rate 20 g/minute Flow regulator

Pre- heat water: heater or heat
Water inlet temperature 300 - 350°Cexhnr exchanger

Water inlet pressure 3 atm Liquid pump

C-1-



Design of Integrated Plasma Reformer
Purchase Order # Z774282

Table 2: Plasma fuel processor reformate
Reformate temperature 650°C

Reformate pressure 3 atm

Reformate flow rate 37 L/min

Reformate composition:

28.1% H2, 48.9% N2, 14.6%CO2, 1.4%CH4

Two Stage Purification Concept:

The design of a two stage purification unit with the first stage to remove H2S appears a
tractable solution for H2S and CO 2 reductions. The design may require an initial
reduction of the reformate input to the purifier to 120'C to eliminate the H2S.
Subsequent heating of the partially purified reformate to - 150'C would then permit
optimum reduction of the CO 2. The concept is shown in Figure 1.

The sweep gas for the selective membrane purification system is considered to be air. A
mismatch exits in the temperatures of the exiting reformate and the input requirements
for the selective membrane purification system.

The first stage input parameters for the selective membrane purification system are given
in Table 3 where the H2S concentration will be reduced to < 10 ppb. Table 4 identifies
the input parameters for the CO 2 removal in the second stage. Preheating of the H2S
scrubbed reformate is required prior to stage 2. Water gas shift catalyst is used in stage 2
to promote the conversion of CO to CO 2. The enriched hydrogen for the PEM fuel cell
exits stage 2. The complete system is schematically given in Figure 2.
Table 3: Input parameters for H2,S selective membrane purification: proposed BOP
solutions

Feed temperature 120 0C Exit from heat exchanger #1

Feed pressure 3 atm Delivered from reformer

Feed flow rates 2,000 hr-' - 2,500 he' (reformate at 37L/min)

Pre-heat air: heater - heat
Sweep temperature 1 20°Cexhnr exchanger

Sweep pressure I atm Blower

Sweep flow to feed flow ratio I Flow regulators on sweep
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Table 4: Input parameters for C02 selective membrane purification: proposed BOP
solutions

Feed temperature 150 0 C Exit from heat exchanger #2

Feed pressure 2 - 3 atm Delivered from H2S clean

up

Feed flow rates 4,000 hr- - 4,500 hr-

Preheat air heater - heat
Sweep temperature 140°Cexhnr exchanger

Sweep pressure I atm Blower

Sweep flow to feed flow ratio 1 Flow regulators on sweep

WGS
Catalyst Sweep-2

2HFee 3&Erched

H2S Removal CO2 Removal

Figure 1: Two stage hydrogen purification system

The integrated design in Figure 2 provides the basis for the construction of a breadboard
system. Balance of plant components exist for the construction of the system. The
plasma reformer is not optimized. Additional experiments to optimize the plasma power
into the reformer and to demonstrate long term, continuous operation are needed prior to
the design and construction of the next generation plasma reformer.

The selective membrane purification system was demonstrated using laboratory cells.
Full size flow reactors need to be built and tested to translate the results identified here to
a full scale device.

The design presented here represents the first iteration in the development of a full scale
device. The design will provide the basis for a laboratory, breadboard test facility.

System components:

Parker Hannifin was contacted and the availability of balance-of-plant components
reviewed. The heat exchangers, gas pre-heaters, and flow control components (not
shown in Figure 11. Parker Hannifin identified that off-the-shelf components could be
used based on the data provide in Tables 1, 2, 3 and 4.

C- 3 -



3-
00

~)

c~ ~ I
-~ I qj

- 3k

o 64 (3
LX~ 4

I-

2I FU

0) IC
I
2

.~ .. g~. Wi

4~3

3-
3-
4.3

3-

4.3

2
3-
C

3-
4.3
1..

2
VI

I.
C

3-

2
44
I-

4'

2
4.3
Vi

3-


